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1. Introduction 

1.1. Global Plastic Production 

Gradual replacement of most traditional materials like glass, wood, ceramics, metal, leather 

and paper with synthetic polymers is a way to overcome challenges connected with climate 

change, energy demand, urbanization, fast-growing population and food security. Owning to 

their versatility, easy processing and fascinating properties, polymers are the material of choice 

in applications such as packaging (~40 % of plastic production), the building and construction 

sector (~20 % of plastic production), automotive industries (~10 % of plastic production), and 

agriculture [1]. The increase in the global demand for plastic is driven by the need to develop 

efficient and innovative solutions for existing problems that are a result of our modern lifestyle. 

According to the report Plastics Product Manufacturing Global Market 2017 published by The 

Business Research Company, the total global production of plastic increased from 1.7 million 

tons in 1950 to 335 million tons in 2016, and  it was worth 1.06 trillion US Dollars in 2016 [2]. 

As stated in the same report, the global market for plastic products will be worth 1.175 trillion 

US Dollars by 2020 [2]. However, the strong growing global demand for plastic materials, and 

the current levels of their usage and disposal entails consequences that must be addressed. 

Fossil feedstocks, being a constantly diminishing energy resource, is the main raw material 

source to produce plastic. Over 99 % of plastics are produced from non-renewable resources 

such as natural gas, oil or coal [3,4]. About 6 % of global oil supply is used to produce plastic, 

which is equivalent to the oil consumption of the global aviation sector [5]. If the global plastic 

demand continues as expected, the production of new plastics will reach 20 % of total oil 

consumption by 2050 [5].  As the global trend goes towards a future free of fossil fuel, the 

dependence on fossil fuel as the only raw material source for plastic production, is not 

enough. Therefore, there is a need to find alternatives through exploring the role of renewable 

resources in plastic production.  

It is estimated that 8300 million metric tons of plastics have been produced to date, out of 

which 60 % (4900 million metric tons) were discarded and are accumulating in landfills or in 

the natural environment [6]. This amount of plastic is a great concern to the environment 

because most varieties of plastic are inherently bio-resistant. Standard plastics like polyolefins, 

PVC, PET and PS represent approximately 75 % of the global plastics production, whereas 

polyethylene and polypropylene, with their major application as single-use packaging, 

constitute over 50 % by weight of all plastic produced in 2016 [4]. Out of all plastics used in the 

packaging sector, 40 % is landfilled and 32 % is either dumped illegally or not collected [5]. 
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Every year, between 4.8 and 12.7 million tons of plastic is dumped into our oceans [7]. This 

amount of waste has a hazardous impact on marine environment and if no action is taken, there 

might be more plastic than fish, by weight, by 2050 [5]. Plastic particles eaten by fish, turtles 

and birds are causing their premature death. In addition, micro plastic is transferred up the 

food chain and gets accumulated inside the human body upon consumption and can leach 

toxins. Based on studies using laboratory animals as model organisms, cardiovascular diseases, 

type 2 diabetes, reproductive abnormalities, obesity and cancer can be directly linked with 

accumulation of plastics and chemicals used in the manufacture of plastics [8].   

Due to the constantly growing plastic demand and the associated concern of raw material 

source for plastic production and disposal, the options of detaching plastic from fossil feedstock 

and producing plastics with a different end-of-life option are becoming increasingly desirable. 

The concerns associated with conventional plastic materials have driven the increase in focus 

towards developing sustainable polymers - where fossil raw materials are replaced with 

renewable feedstock and the disposal can be of biodegradable or compostable nature [9].  

1.2. Polylactic Acid (PLA) 

1.2.1. Feedstock and manufacturing of PLA 

Polylactic acid is a compostable aliphatic polyester, produced from renewable material sources. 

The commercial production of lactic acid (LA), a basic building unit for PLA, involves microbial 

fermentation of sugar from renewable resources like potato, tapioca, wheat, barley, corn, sugar 

cane, etc. [10]. Feedstock for lactic acid production is versatile, since any carbohydrate source 

containing pentoses or hexoses can be used as a substrate [11]. The monomer for PLA production 

exists in two enantiomeric forms and depending on microorganisms used in the fermentation 

process, either optically pure lactic acid (L-isomer or D-isomer) or racemic mixture of both can 

be produced [10]. PLA is generally recognized as safe (GRAS) by the United State Food and Drug 

Administration (FDA) and is safe for food packaging application [12,13].  

The most common synthetic route to produce high molecular weight PLA involves ring-opening 

polymerization (ROP) through lactide intermediate. The synthetic route involves three main 

steps, as presented schematically in Figure 1. 
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Figure 1: Schematic representation of PLA synthesis. 

The controlled depolymerization step can yield three stereoforms of lactide: L-lactide, D-lactide, 

and meso lactide. Therefore, PLA produced from this process can be derived from different 

amounts of L and D-lactide[10,14]. A broad number of catalyst systems have been developed to 

provide stereo-controlled ROP of lactide, including metal-based, organic, enzymatic or anionic 

[15]. The most preferred and studied are tin compounds, especially tin octoate, due to their 

solubility in molten lactide, high catalytic activity and low rate of racemization of the polymer 

[16]. Currently NatureWorks, one of the biggest PLA producers, manufactures 150 thousand tons 

PLA per year using corn feedstock [17]. The land used to produce 150 thousand tons IngeoTM 

PLA makes only 0.00046 % of available agricultural area, meaning that the impact on land use 

is very small [17]. Contrary to petroleum-based products, the price of PLA-based products 

depends on the cost of sugar, and is therefore unlikely to face fluctuations[18]. When compared 

with standard hydrocarbon-based polymers (e.g. PA 6.6, PA 6, PC, PS, PET, PE, PP, PVC), the 

PLA manufacturing process (from the cradle to the polymer factory exit gate) contributes 

strongly to its sustainable character because it is characterized by very low emission of carbon 

dioxide and distinctly lower water use [17]. In addition, PLA offers several end-of-life options, 

because it is recyclable or biodegradable under industrial composting [14]. PLA recycling 

includes chemical and mechanical recycling.  Mechanical recycling involves reprocessing of PLA 

waste, whereas chemical recycling involves hydrolyzing PLA to LA at an elevated temperature. 

Recycling could be an optimum disposal route for uncontaminated packaging (e.g. water 

bottles), while compositing is preferable for food-contaminated plastics. During industrial 

composting, PLA is hydrolyzed at about 60°C to reduce molecular weight and degradation 

occurs by the action of microorganisms present in the soil, resulting in carbon dioxide and 

water. The compost medium has high moisture content, high temperature, and diverse 
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microbial population, and therefore, compost degradation of PLA is faster than PLA 

biodegradation in the soil [19]. Nevertheless, in several studies, changes in PLA performance 

were observed after the soil burial test [19].  Calmon et al. buried PLA samples in four different 

areas of France for two years. After this period of time PLA was still present [20]. However, signs 

of physical degradation were seen after measuring the weight loss. Weng et al. studied 

degradation of PLA film under real soil conditions, buried in the west of Beijing, China [21]. 

Significant degradation of PLA was observed after four months of open soil burial trial leaving 

behind a small amount of residue [21]. Thus, temperature and geographical location might have 

a substantial impact on PLA degradation and further research is required to gain deeper insights 

into PLA degradation as a function of these variables. 

1.2.2. PLA Properties  

The control over L- to D-isomer ratio in the final polymer as well as molecular weight has a 

major influence on PLA properties [11,22]. The isomer content correlates directly with PLA 

crystallinity. The optical pure material produced from either L-lactide or D-lactide has an 

ordered structure, and therefore, a high crystallinity level (~ 45 %, when full annealed) and 

melting temperature (~ 190 °C) [23]. As the optical purity decreases, due to the L- and D-unit 

distribution, the PLA becomes stereo-irregular, and consequently, its crystallization ability 

decreases [23,24]. For the production of commercial PLA resin, mainly L-isomer with a small 

amount of D-isomer is used [25]. As the minor co-monomer amount exceeds 10 %, the final 

polymer is amorphous [26]. PLA crystallinity and crystallization rate are both important factors 

affecting its general properties, and therefore, in defining the PLA application. The crystalline 

fraction is more rigid than the amorphous, and therefore, an increase in PLA crystallinity is 

responsible for its high tensile strength and modulus [22,27,28]. Amorphous PLA has a lower glass 

transition temperature (Tg) than a crystalline sample. At a temperature above Tg, the chain 

mobility of the amorphous fraction increases, and therefore, heat deflection temperature and 

Vicat Penetration are influenced by the degree of crystallinity in PLA [22]. Moreover, crystallinity 

degree is an important factor, which determines PLA barrier properties to a great extent, and is 

especially crucial for packaging applications. Good permeability performance against transfer 

of gases and water vapor is required in the food packaging sector. The rate of water vapor 

transfer and oxygen and methane permeability can be reduced by increasing film crystallinity 

[29–31].  However, PLA crystallization is a very slow process. PLA remains amorphous under high 

supercooling conditions such as injection molding, [32]. Further, sample annealing at an elevated 

temperature might be associated with material degradation due to prolonged thermal treatment 

[33]. Due to low heat deflection temperature (~60 °C) PLA cannot be used for microwaveable 

containers, single-use cups for hot drinks, or electrical and automotive parts where resistance 
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to heat is required [34–36]. Therefore, many commercial applications of PLA are limited to non-

heat applications [14]. In addition, a slow crystallization rate results in longer molding cycles 

due to difficulties in ejecting the part. Moreover, low barrier properties limit the usage of PLA 

bottles to non-carbonated beverages. Incorporation of a nucleating agent is a good strategy to 

increase crystallinity and improve crystallization rate. Consequently, the issue of pure thermal 

stability and barrier properties can be overcome and the cycle time during injection molding of 

PLA goods can be reduced. Another main shortcoming of PLA is brittleness. PLA fails by crazing 

with the elongation at break less than 10 % [37]. Its poor ability to absorb impact energy without 

breaking or to absorb energy while stretching restrict PLA usage in the packaging, films or 

textile fiber areas [38,39]. Thus, polymer needs to be modified in order to be used in applications 

that need plastic deformation at higher stress level [37]. Compared to the conventional 

polyolefins PE and PP that are typically used in packaging applications, the higher price of PLA 

further limits its widespread application [18,40]. The high cost is not due to  the polymerization 

process itself, but is due to the process of obtaining the monomer (lactic acid and lactide) for 

the polymerization process [41]. Moreover, the supply chain is also a concern, because 

NatureWorks has been the main industrial-scale producer of PLA [42,43]. Therefore, in order for 

PLA based materials to be a good alternative to conventional plastics, effort must be made to 

improve the mechanical and thermal properties as well as to decrease the final product price. 

1.3. Tailoring the mechanical properties of PLA 

1.3.1. Polymer blends theory 

The blending of two or more polymers is the most effective and inexpensive way to overcome 

shortcomings of single polymers. This is achieved by tailoring their combinations to produce 

new materials with better overall properties [44]. Whereas the development and 

commercialization of new polymers is costly and time consuming, the blending process is 

cheaper and more efficient in order to develop a new material with desired properties [45]. Based 

on the miscibility of components, there are three categories of polymer blends: miscible, 

partially miscible, and immiscible [46]. Blend miscibility depends on the value of Gibbs energy 

of mixing (ΔGm), which is given by:        

ΔGm = ΔHm - TΔSm                                                                                (1) 

The enthalpy of mixing ΔHm expresses heat that is either consumed (ΔHm>0, endothermic 

process) or generated (ΔHm<0) exothermic process) during mixing [47]. Entropy of mixing ΔSm 

determines the number of possible mixed configurations [48]. For long-chain macromolecules, 

ΔSm is very low and can be negligible. Therefore, ΔGm is determined by ΔHm 
[48]. Two polymers 
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are miscible if the value of energy of mixing is negative, and this condition requires 

exothermic heat of mixing [49,50]. To promote exothermic mixing condition and thus blend 

miscibility, strong specific interactions, such as strong covalent and ionic bonding or weaker 

hydrogen bonding or dipole-dipole, ion-dipole, donor-acceptor interactions need to occur 

between the blend components [49]. Miscible blends form a single phase, which is homogeneous 

down to the molecular level and is characterized by a single glass transition temperature. The 

overall blend performance can be predicted based on the composition-weighted average of the 

properties of the individual blend components [50]. However, very few polymer pairs fulfil the 

miscibility criteria. In case of most of the polymer pairs, only very weak van der Waals 

interactions appear, and thus their blends are immiscible [47]. A heterogeneous, immiscible 

polymer blend exhibits phase separation on a macroscopic scale. Due to this, the physical 

properties are poor in comparison with individual blend components and depend greatly on the 

blend morphology. Large interfacial tension between the polymer phases is caused by the lack 

of favorable interaction and results into phase separation. Therefore, control over morphology 

in multiphase polymer blends, developed during the melt mixing process, enables tailoring of 

the final material properties. Morphology itself is defined by the shape, size, and spatial 

distribution of blend phases [51].  Based on the composition, concentration of ingredients, 

material parameters and processing conditions, there can be two categories of morphology for 

heterogeneous systems: dispersed or co-continuous.  

 

Figure 2: Schematic representation of a) dispersed blend morphology, b) co-continuous blend morphology, c) and 

d) deformed particles of dispersed phase. Scheme adopted from reference [47]. 

Dispersed morphology is characterized with particles surrounded by a matrix, whereas in case 

of co-continuous morphology both phases are fully continuous. The dispersed particles often 

take an energetically-favorable spherical shape. However, as a consequence of shear stress 



 

  7 

and/or elongation flow field, anisotropic deformed particles such as ellipsoids, fibrils, or 

platelets can also be observed in polymer blends [47].  

Several steps are involved in morphology development during melt mixing of immiscible 

polymer blends as a matter of action of heat and shear forces inside an extruder barrel. The 

initial step involves softening and melting of blend components in the form of pellets, flakes, or 

powder. If the minor component softens first, then it develops the matrix phase, which is 

rearranged into dispersed phase after the major component melts. This process is called phase 

inversion and its progress is influenced by the viscosity ratio of components. The latter, 

consequently affects the blend morphology. Phase inversion does not occur if the major 

component softens before the minor component. During melt-mixing, the final shape and size 

of the phase domains depends upon the deformation process, such as droplet stretching into 

threads or sheets, followed by breakup into smaller droplets, and competitive process of droplet 

coalescence into larger ones [47,51].  

The deformation of dispersed liquid droplets in a liquid matrix under a flow is governed by two 

dimensionless parameters, the capillary number Ca, and the viscosity ratio p of the components. 

Ca is defined as the ratio of the deforming hydrodynamic stress to the restoring interfacial 

stress.  

Ca = 
𝜂𝑚γ̇𝑑

𝜎
                                                         (2) 

p = 
𝜂𝑑

𝜂𝑚
                                                              (3) 

where ηm and ηd stand for viscosity of the matrix and dispersed phase, respectively, γ̇ is the 

shear rate, d is droplet radius of the dispersed phase, and σ is the interfacial tension between 

the phases. Droplet breakup occurs if a certain value of Ca, defined as critical capillary number 

CaCR exceeds for a given viscosity ratio. This means, the hydrodynamic stress that tends to 

deform the droplet is sufficiently high. First, the drop becomes unstable and eventually breaks 

into smaller drops. This results in a fine distribution of the droplets in the matrix. At the value 

of Ca below CaCR, drops are deformed in the flow in a steady shape and droplet break-up does 

not occur. Figure 3 schematically shows the conditions for various stages of droplet deformation 

and breakup as a function of p. 
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Figure 3: Schematic representation of the capillary number Ca vs. viscosity ratio in shear flow. Above the critical 

capillary number CaCR (represented as a solid line) droplet breaking by fracture occurs. Scheme adopted from 

reference [52]. 

On the one hand, the development of the dispersed phase can be altered while blend processing, 

by changing the temperature, the rotational speed of extruder screws, or the mixing time. The 

processing parameters control the viscosity ratio of the blend components to a great extent. 

Nevertheless, the thermal stability of the processed polymer needs to be considered, because 

polymers decompose above a certain temperature and very high shear forces contribute to chain 

scission. On the other hand, interfacial tension is a parameter that cannot be adjusted while 

blend processing. Large interfacial tension causes phase separation, which results in large 

particle size and prevents the deformation of the dispersed phase during mixing [49]. Adding 

compatibilizers lowers the interfacial tension, thereby making the deformation and break-up of 

droplets easier. Therefore, as an effect of compatibilizer addition, Ca increases without the need 

for drastic changes in the processing parameters. 

During polymer mixing in the flow field, the process of droplet coalescence competes with the 

process of droplet deformation and breakup. Coalescence is as a natural tendency of multiphase 

polymer systems to minimize the interfacial area and thereby minimizing the free enthalpy [53].  
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Figure 4: Schematic representation of coalescence in polymer blends. Scheme adopted from reference [54]. 

An increase in the concentration of the dispersed phase increases the probability of droplet 

collision. As two drops approach each other by a shear field, the matrix film filling the gap 

between them thins and is squeezed out. The coalescing droplets merge as soon as a critical 

distance between them is exceeded and as a result a bigger drop is formed. Therefore, 

coalescence counteracts the development of fine dispersed blend morphology. A compatibilizer 

added to the system of a binary polymer blend and located at the interface between two phases 

prevents the drops from reaching the critical distance, and thus inhibits coalescence. 

1.3.2. Compatibilization  

Interfacial modification of immiscible blends contributes to fine dispersion of the minor phase 

by stabilizing phase morphology against coalescence and reduction of interfacial tension 

between two phases [55,56].  Compatibilizers improve the interfacial adhesion between the two 

phases, which leads to better stress transfer from one phase to another, and thereby preventing 

interfacial failure [57]. By using compatibilizers, the mechanical properties sensitive to stress 

transfer - in particular the impact strength, maximum strain at break, and the yield strength - 

are enhanced [55]. Compatibilization can be performed either in a non-reactive or reactive 

process. 

Non-reactive, additive compatibilizers are premade block (linear or star-shaped, di-block or 

multi-block) or graft copolymers and are constituted of at least two different segments (Figure 

5). Each of the segments is miscible with particular blend components, although do not need 

to be identical with the corresponding blend component. Compatibilization efficiency depends 

on the number and the length of blocks, the ratio of blend components, and the processing 

conditions [47]. The drawback of non-reactive compatibilizers relates to the tendency of micelles 

formation [58]. A short blending time and a high viscosity in polymer melt systems restrict the 

diffusion of the compatibilizer to the interface [56,58,59]. 
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Figure 5: Schematic representation of an ideal localization of block (di-block and multi-blocks) copolymers and graft 

copolymers at the interface between two immiscible polymers. Scheme adopted from reference [60]. 

Reactive compatibilization, unlike a non-reactive one, is based on the formation of the block or 

graft copolymer compatibilizers directly at the phase interface, through covalent or ionic bonds, 

in situ during the blending process. Depending on the type of immiscible polymer pairs selected 

for the melt mixing, there are three scenarios of how the compatibilization process occurs [59]. 

• Reactive polymer pair - both polymers contain functional groups that are mutually 

reactive. The reaction between the two blend components results into the formation of 

a copolymer compatibilizer. 

• One blend component is a reactive polymer with functional groups, whereas the second 

one is chemically inert with respect to the first. Two compatibilization strategies can be 

applied for this system. One method is based on modifying a non-reactive polymer with 

functional groups being able to react with the reactive polymer. The other method is the 

introduction of a reactive compatibilizer precursor. The latter, can be a functionalized 

polymer, possessing a backbone miscible with one of the blend components and reactive 

groups suitable to form covalent or ionic bonds with functional groups of the other blend 

component. 

• Non-reactive polymer pair - where both polymers are chemically inert. Reactive 

compatibilization can also be achieved through functionalization of both polymers with 

groups, which are mutually reactive or through incorporation of two additional reactive 

polymers. Each of the reactive polymers has a backbone miscible with one of the 

nonreactive blend components, and upon their reaction effective compatibilization can 

be accomplished. 

Based on structural considerations, PLA is an aliphatic polyester. Therefore, compatibilization 

of PLA- based blends can be achieved upon utilization of PLA terminal carboxyl and hydroxyl 

groups. The common compatibilizer precursors used to react in situ during melt mixing in the 

blend system with the polyester host (where one of the components is polyester) are those with 

functional groups such as glycidyl methacrylate (GMA), maleic anhydride (MAH), oxazoline, 
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isocyanate, hydroxyl or carboxyl [61–65]. Reactions between PLA terminal groups and functional 

groups of reactive precursor are summarized in Figure 6. 

 

Figure 6: Schematic representation of reactions between PLA terminal groups and a) glycidyl methacrylate, b) maleic 

anhydride, c) isocyanate, d) oxazoline functional groups. Scheme adopted from reference [60]. 

Among the above mentioned precursors, the one with GMA group (that contains epoxy moiety) 

is an attractive choice for reactive extrusion with polyester, due to its reactivity with both 

polyester carboxyl and hydroxyl end groups [61,63]. In addition, the coupling between carboxyl 

and epoxy terminal chains is faster than corresponding reactions with oxazoline terminal chains 

[66]. Moreover, the reaction of the MAH unit with polyester hydroxyl end group is reversible at 

high mixing temperature and  is unfavorable for efficient compatibilization [63,67,68]. The 

possibility of forming compatibilizers directly during melt blending makes reactive extrusion an 

efficient and cost-effective way over non-reactive compatibilization [59]. In addition, the 

viscosity of the reactive precursor is lower in comparison with that of the non-reactive 

compatibilizers. Thus, the transport to the interface, where  the actual compatibilizer is formed 

and located, is faster [47]. Reactive compatibilization is an efficient process, provided that the 

compatibilizer precursor is capable of reacting and forming compatibilizers within a relatively 

short processing time during melt blending, which is in the range of a few minutes. Therefore, 

the performance of reactive extrusion depends strongly on the concentration and the 

accessibility of functional groups. A sufficient amount of reactive functional groups enhances 

the chance of copolymer formation during melt blending. In addition, fast diffusion of the 

precursor to the phase interface is advantageous in terms of successful compatibilization [50]. 

Most of the reactive compatibilization strategies are based on linear precursors with terminal 
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or pendent functional groups. An alternative to this is using a polymer with hyperbranched 

architecture. As a result of the three-dimensional, packed structure and lack of entanglements, 

the viscosity of hyperbranched polymers in solution and molten state is much lower than that 

of linear polymers of the same molar mass [69–72]. Moreover, large numbers of functional groups 

positioned at the structure peripheries are easy to access increasing reactivity and, therefore, 

grafting efficiency at the interface. Faster diffusivity to the interface, ascribed to low viscosity, 

together with higher reactivity of multifunctional hyperbranched polymer contribute to stronger 

compatibilization efficiency in comparison with a functional linear polymer [73–75]. High regular 

dendritic polymers with monodispersed structures are prepared step by step via convergent and 

divergent approaches.  Unlike the regular dendritic polymers, hyperbranched polymers are 

polydisperse products, formed in one-step or a pseudo-one step procedure, and this makes the 

synthesis attractive from an industrial point of view [76,77]. 

 

Figure 7: Schematic illustration of grafted, hyperbranched and block copolymers formed at the interface between 

matrix and dispersed phase.  

1.3.3. Polyethylene (PE) as a blend component for PLA 

PLA /Polyethylene (PE) mix is a classic example of polymer blends, where the unique properties 

of both PLA and PE phases add value to the final product and also compensate each other for 

their individual shortcomings.  The origin of PLA from natural resources and its biodegradable 

nature are the key advantage of PLA, and hence makes it the preferred choice in the 

development of environmentally-friendly goods. However, PLA has low impact resistance and 

high brittleness, and therefore has some deficits in commercial applications [11]. PE, by contrast, 

is one of the most well-known commodity polymers and is utilized heavily in packaging and 

greenhouse coverings due to its excellent mechanical properties and low cost [78]. One of the 

main shortcomings of PE is that it degrades very slowly under environmental conditions, even 

after being exposed to oxygen and ultra violet light [79–84]. Blending of PLA with PE can improve 



 

  13 

the toughness of PLA and lowers the cost of the final product. In addition, the manufacturing 

of goods containing biodegradable and non-biodegradable polymers reduces the total amount 

of polymer waste, which cannot degrade in nature. 

Considering the differences in solubility parameters between PLA and PE, they are expected to 

be immiscible (21.3 (J/cm-3)1/2 for PLA and 17.1 (J/cm-3)1/2 for PE) [85–87]. This was confirmed 

by Hamad et al., who showed in his study that non-Newtonian index of PLA and low density 

polyethylene (LDPE) blends are less than those of homopolymers [88,89]. Nevertheless, 

rheological results of his study reveal that high viscosity of PLA/LDPE at a low shear rate can 

provide integrity to the extrudate during extrusion, whereas low viscosity of the blend at a high 

shear rate can lead to high injection speed and less time of the injection cycle, which make these 

blends interesting materials from the processing point of view. Further, Djellali et al. 

demonstrated immiscibility between PLA and LDPE on the basis of rheological properties, 

viscoelastic behavior and thermal analysis [90]. In this study it was shown that rheological 

properties of PLA/LDPE blends differ from the properties predicted by the additivity law. This 

might be considered as an indication of immiscible blend components in the melt. Moreover, 

based on thermal analysis of PLA/LDPE blends, no significant shift of glass temperature was 

observed, which additionally indicates that this blend system is immiscible.  

Although it is established that PLA and PE are immiscible in the melt, there is evidence in the 

literature that physical melt blending of these two materials results in a blend with potentially 

attractive properties. The change in properties of PLA/PE blends after physical melt blending of 

PE in PLA was studied by Balakrishnan et al. who investigated the effect of loading linear low 

density polyethylene (LLDPE) in a PLA matrix on the morphology, mechanical and thermal 

properties of the resulting PLA/LLDPE blends[91]. The main outcome of this study was that the 

melt blending of LLDPE in PLA improved the impact strength of PLA with an associated sacrifice 

of stiffness and strength [91]. In another approach, Jiang attempted to optimize the morphology 

of PLA/LLDPE blends by controlling the melt processing (mixing type) through a combination 

of different screw elements in a single screw extruder. He showed that a co-continuous 

morphology appears in PLA/LLDPE blends when produced using high shear/chaotic mixing, 

which is characterized by stretching and folding the materials during flow [92]. 

Besides adjusting a processing method, properties of PLA/PE blends can be improved by adding 

a suitable compatibilizer. Several attempts have been made to increase the compatibility of 

PLA/PE blends to enhance the interfacial adhesion and reduce interfacial tension between the 

PLA and PE phases. Anderson and coworkers reported that when amorphous PLA was melt 

mixed with LLDPE (weight ratio 80/20) the addition of PLA-PE block copolymer, consisting of 
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semi crystalline PLA, was required in order to improve the impact resistance of this formulation 

(34 J/m for the binary blend versus 460 J/m for the compatibilized blend) [87]. However, when 

semi crystalline PLA was used as a matrix, the toughening effect was observed even in the 

absence of compatibilizer (350 J/m for PLA/LLDPE blend versus 20 J/m for PLA) [87]. In another 

study, Anderson and co-workers reported the properties of PLA/PE blends where three different 

polyethylene types were used. It was observed that the impact properties of the final blend 

depended strongly on the properties of the dispersed phase, (the PE phase). Moreover, the 

influence of different PLA-PE block copolymers with varying crystallizing ability at the PLA/PE 

interfacial adhesion was reported [93]. For PE with the lowest stiffness (LLDPE containing 13.2 

mol % octene), the greatest improvement in the impact properties was achieved by using a 

block copolymer with the strongest interfacial adhesion. Whereas, for PE with intermediate 

stiffness (LLDPE containing 4.8 mol % octene), the greatest improvement in toughening 

properties was achieved when a block copolymer with an intermediate degree of adhesion was 

used. When PE with the highest modulus (HDPE) was used as the dispersed phase, the addition 

of block copolymer that gave the weakest interfacial adhesion led to the largest improvement 

in the impact properties. 

Some authors studied the addition of compatibilizers with reactive groups to improve blend 

compatibility and properties of the resulting PLA/PE blends. A copolymer of ethylene and 

glycidyl methacrylate (E-GMA) and terpolymers of ethylene-methyl acrylate-glycidyl 

methacrylate (E-MA-GMA), ethylene-butyl acrylate-glycidyl methacrylate (E-BA-GMA) and 

ethylene–glycidyl methacrylate–vinyl acetate (E-GMA–VA) have been reported by researchers 

to improve the compatibility between PLA and PE [94–99]. Kim et al. found that the addition of 

the E-GMA copolymer to the PLA/LDPE blend resulted in improved strain at break from 6.6 % 

for the binary blend to 77.9 % for the ternary blend. Moreover, it was shown that increasing 

the weight percentage of GMA units in the copolymer from 8 wt % to 25 wt % enhanced the 

compatibility of E-GMA towards PLA but decreased the compatibility of E-GMA towards 

LDPE [100]. Other reactive blends based on PLA, PE, and PE grafted with maleic anhydride (PE-

g-MA) have also been reported in the literature. Abdolrasouli et al. studied the effect of maleic 

anhydride grafted PE (PE-g-MA) on the phase morphology and melt viscoelastic properties of 

PLA/PE/organoclay blend nanocomposites. It was reported that organoclay hinders the 

coalescence of PE droplets. By contrast, the introduction of the compatibilizer into the blend 

results in intercalated structures and a finer morphology in the blend nanocomposite [101]. In 

the examples presented above, compatibilization of immiscible PLA/PE blends using a suitable 

compatibilizer was used as a technique to form fine phase morphology and improve interfacial 

interaction between PLA and PE. An incompatible PLA/PE blend with poor properties could be 
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transformed into compatible PLA/PE blend with good properties due to a reduction in the size 

of the dispersed phase.  

1.4. Tailoring thermal properties of PLA 

1.4.1. Polymer Crystallization Theory 

The tendency of polymer molecules to crystallize depends on the chemical composition and on 

the extent of the secondary bond forces among the polymer chains [102]. Crystallinity in 

macromolecules is impaired by factors affecting structural regularity - such as the presence of 

branches, and large side groups or copolymers. Crystallization might be enhanced when polar 

groups (for example, amide, carboxyl, hydroxyl, nitrile) are present along the polymer 

chain [102]. Crystallization requires stable nuclei and can be initiated upon cooling from the melt, 

annealing, or mechanical stretching. The crystallization process of polymeric materials consists 

of nucleation and subsequent growth of polymer crystals [103]. There are two types of nucleation 

processes - homogeneous and heterogeneous. 

In homogeneous nucleation, the formation of nuclei in the melt is due to thermal fluctuations 

at the local order level [104]. In the primary nucleation step, thermally activated random motion 

triggers spontaneous aggregation of aligned polymer segments to form unstable crystalline 

embryos [105]. The formation of the interface between crystal and melt requires energy in the 

form of surface energy (ΔGsurf) [105]. At the same time, the energy in form of heat of 

crystallization is released (ΔGcryst) since the ordered state has a lower energy than the 

disordered state [106]. The result of the competing effect between ΔGsurf and ΔGcryst for the 

nucleation process is illustrated schematically as a function of crystal size (Figure 8) [103,105]. 
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Figure 8: Schematic representation of the change of Gibbs free energy with the radius of nucleus during nucleation 

process. Scheme adopted from reference [107]. 

For a small embryo, the surface to volume ratio and surface energy of the embryo is high, which 

increases free energy [105]. As segments are incorporated into the embryo, the surface to volume 

ratio decreases and surface energy of the embryo is accompanied by increase of crystallization 

energy. At the critical minimum embryo size (rcrit), ΔG starts to decrease. Further aggregation 

of segments transforms the embryo into a stable nuclei, which might induce the spontaneous 

growth of crystals [103]. Thus, polymer crystallization takes place if the energy barrier is 

overcome. 

Heterogeneous nucleation occurs much more often than homogeneous nucleation and takes 

place through the accumulation of polymer segments into insoluble particles in the polymer 

melt [103]. Heterogeneous nuclei can be dust particles, contaminations, or catalyst residues 

present in bulk polymer. Likewise, residual nuclei, which are present after incomplete melting 

of polymer, can cause self-nucleation on subsequent cooling. The surface energy in 

heterogeneous nucleation is lower, and therefore, the free energy needed to form a stable 

nucleus is reduced [108]. 

The acceleration of polymer crystallization by adding nucleating agents is a special case of 

heterogeneous nucleation whereby the nucleation density can be increased [109]. Hence, the 

spherulite size can be reduced and the nucleation process can be induced at higher 

temperatures. The crystallization temperature is a measure of the nucleating agent efficiency. 

The higher the crystallization temperature, the better is the efficiency of the nucleating agent. 
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1.4.2. Crystallization of PLA 

PLA is a semi-crystalline polymer, where the crystallization is strongly influenced by copolymer 

ratio of L- and D stereoisomers [110]. As described in section 1.2.1 , the synthesis of a high 

molecular PLA is based on the lactide polymerization of three different stereoisomeric forms of 

lactide. L-lactide and D-lactide are made from either two L-lactates or D-lactates respectively, 

whereas meso-lactide (or LD-lactide) is a combination of L- and D-lactate. Depending on the 

production method, the amount of isomers in the final product differs [111]. Due to 

stereoregularity, PLA formed from either L- or D-isomer is highly crystalline with melting 

temperature between 170 and 180 °C [110,112,113]. It was shown that copolymerization of L-lactide 

with meso-lactide reduces the melting point and the glass transition temperature of PLA and 

inhibits PLA crystallization [110,112]. The PLA melting peak decreases by approximately 5 °C with 

every 1 % D-unit content, and PLA crystallization is two times slower with 3 % meso-

lactide [26,112]. In addition, the PLA ability to crystallize is suppressed if the amount of meso-

lactide exceed 15 % [110]. Moreover, the 50/50 L- and D-isomer mixture leads to irregular, 

amorphous material [110]. Therefore, PLA crystallization, melting point, glass transition 

temperature, and hence the resistance to elevated temperature during material utilization can 

be controlled by isomeric composition of PLA. Commercial and research focus is comprised 

mostly on PLA synthesized from L-rich mixture, because most of the lactic acid in nature is L-

type [11]. However, the production of PLA with high stereochemical purity requires purification 

prior to polymerization, in order to separate meso-Lactide and D-lactide from the monomer 

mixture. Most of the commercial PLA grades contain a minimum of 1-2 % of D units due to 

purification issues, and thus, the PLA chain order is disturbed as the amount of D-form rises [26]. 

Another factor affecting PLA crystallinity is the sample molecular weight [114]. Due to restrictions 

in chain mobility, the spherulite growth rate of PLA decreases with increased molecular 

weight.  Drastic changes can be observed only in low molecular weight samples (below 

100 kg/mol) [114]. For PLA with molecular weight higher than 100 kg/mol, the impact of 

molecular weight on the spherulite growth rate is nearly constant and can be negligible [26,115]. 

Meaning that for commercial PLA grades with molecular weight of 100 kg/mol or higher, the 

difference in molecular weight plays a small effect on the crystallization rate. Similar 

conclusions can be drawn from the dependency of melting point on molecular weight. As PLA 

molecular weight exceeds 50 kg/mol, molecular weight does not affect melting 

temperature [116]. 

Fast cooling rates and short cycle time applied during industrial processing hinder the 

crystallization of PLA as a stand-alone material, and hence prevent PLA to be used for making 

durable parts that need to withstand higher temperatures. Therefore, increasing PLA 
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crystallization rate would facilitate the reduction of cycle time and required energy in the 

injection molding process and thereby improve product performance [117].  

1.4.3. Nucleating agents for PLA 

Various inorganic, organic, and macromolecular nucleating agents have been found to enhance 

the crystallization of PLA. Talc is a classic example of inorganic nucleating agent for PLA, and 

is reported to have the best nucleation efficiency among the inorganic class of nucleators [118]. 

In the presence of 1 % talc, the crystallization half-time (t1/2) at 100 °C is reduced to 90 s, which 

is approximately 27-fold faster than that for pure PLA [119]. Under non-isothermal experimental 

conditions, at a cooling rate of 10 °C/min, a high crystallization enthalpy (ΔHcm) of around 

40 J/g was measured at crystallization temperature (Tcm) of 104 °C. However, at a cooling rate 

of 20 °C/min, ΔHcm was reduced almost by half and Tcm dropped to 94 °C. First, upon addition 

of 10 % talc, ΔHcm of nearly 40 J/g was achieved at a cooling rate of 20 °C/min, although with 

Tcm below 100 °C [119]. Decreasing the cooling rate in the non-isothermal experiment to 1 °C/min 

triggered the crystallization of PLA with 3 % talc loading at 123 °C [120]. The ability of talc to 

enhance PLA crystallization could have been improved in combination with plasticizers. 

Combination of 1 % talc and 10 % of poly(ethylene glycol) (PEG) enabled to achieve ΔHcm of 

approximately 36 J/g at a cooling rate as high as 80 °C/min. At the same cooling rate, PLA with 

1 % talc and without PEG reaches ΔHcm of only 6 J/g [119]. The chain movement from amorphous 

phase into crystal surface is enhanced due to plasticizer incorporation, and hence the 

crystallization process is improved.  

The use of organic materials in comparison to inorganic ones might allow better dispersion and 

miscibility in the polymer matrix, and hence result in better performance [121]. Numerous studies 

focused on PLA performance nucleated with N,N’,N’’-tricyclohexyl-1,3,5-

benzenetricarboxylamide (TMC-328) are reported in the literature [31,34,122–124]. In PLA-melt, 

TMC-328 can be dissolved and self-assemble through intermolecular hydrogen bonding of the 

amides upon cooling into fine fibrils capable of nucleating PLA [124]. TMC-328 effectively 

promotes the nucleation of PLA, reducing t1/2 at 120 °C from 61 min for pure PLA, to 2.87 min at 

the loading of 0.25 %, and 1.39 min at the loading of 1 % [123]. Enhanced crystallinity degree 

improved heat resistance of TMC-328 nucleated PLA by 2 fold as well as improved PLA oxygen 

barrier, which is nearly 3 orders of magnitude lower than that of the amorphous PLA [31,34]. 

Strong nucleation effect on PLA was noted with N,N’-ethylene bis(12-hydroxystearamide) 

(EBH) and N,N’-ethylene bis(stearamide) (EBS)[27,117,125,126]. With 2 % EBS loading, t1/2 at 

115 °C reduces by 21 fold, from 38.2 min for pure PLA with ~1.4 % D content to 1.8 min, 

whereas 1 % EBH loading reduces t1/2 of PLA with 1.5-2 % of D isomer at 115 °C by 6.7 fold, 
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from 18.8 min to 2.8 min [27,117]. However, a direct comparison of these two low-molecular 

weight aliphatic amides in the same PLA type reveals that EBH shows stronger nucleation ability 

than EBS, since t1/2 for PLA doped with EBH is two times shorter than for PLA/EBS [126]. 

Oxalamide compounds are another class of nucleators for PLA [127,128]. It was proposed that 

oxalamide self-assembles into fibrillar structures via intermolecular hydrogen bonding upon 

cooling from the melt and prior to the solidification of PLA chains [128]. Subsequently, the 

fibrillar superstructures accelerate the crystallization of PLA. This behavior is similar to that 

described for amide compound [124]. The most effective oxalamide compound, N1,N1’-(ethane-

1,2-diyl)bis(N2-phenyloxalamide) (Oxa), at a loading of 0.75 % reduces t1/2 of PLA with 2 % of 

D isomer at 135 °C from 40 min to 3 min, whereas under similar conditions, 0.75 % talc 

decreases t1/2 to 21 min [127]. 

Organic compounds having hydrazide groups were identified as a strong nucleating agent for 

PLA [129–134]. In PLA with 1.6 % D isomer, 1 % loading of decamethylene dicarboxylic 

dibenzoylhydrazide enables to achieve Tcm and ΔHcm of 131 °C and 46 J/ at a cooling rate of 

20 °C/min. Under the same conditions, 1 % of Talc or EBD showed lower Tcm (102 and 110 °C, 

respectively) and ΔHcm (26 and 35 J/g, respectively) [129]. Under non-isothermal experimental 

conditions, at a cooling rate of 2 °C/min, Tcm of PLA with 1.2-1.6 % D isomer shifts from 103 °C 

to 132 °C for PLA nucleated with 0.2 % tetramethylenedicarboxylic dibenzoylhydrazide (TMC-

306) [130]. In addition, the results of isothermal experiment show that the introduction of 0.5 % 

TMC-306 into PLA gives rise to a reduction of t1/2 from 146.9 min to 8.8 min at 145 °C, whereas 

at 130 °C crystallization of the nucleated PLA can be completed within 1 min [130]. Likewise, 

self-organization of the hydrazide compound into fibrils in PLA melt induces growth of PLA 

lamellae and favors PLA crystallization [130]. Similarly, phthalimide  shows a positive effect on 

enhancing PLA crystallinity [135,136]. Upon cooling at 5 °C/min, the starting temperature of melt 

crystallization was increased from 112 °C for pure PLA with 2 % D isomer  to 122 °C at the 

loading of 0.1 % phthalimide [135].  

An interesting approach to improve crystallinity of PLA is by addition of orotic acid (OA), which 

is a bio-based chemical [137,138]. At the cooling rate of 10 °C/min, crystallization exotherm was 

hardly observed for neat PLA, whereas as little as 0.3 % OA promoted Tcm at 124 °C with ΔHcm 

of 34 J/g. It is believed that the high efficiency of orotic acid to act as a nucleating agent for 

PLA is due to the good match between b-spacing of PLA and a-spacing of OA crystals [137]. 

The direct comparison of some of the above-mentioned nucleating agents, namely talc, TMC-

306, Oxa, and OA, was performed in the same PLA matrix and under the same experimental 



  

20 

conditions [118]. It was demonstrated that upon 0.5 % loading,  the nucleation effect of the 

investigated nucleating agents for PLA is reduced in the order of OXA ≈ TMC–306 > TALC > 

OA [118]. 

The figure below summarizes the representatives of the most commonly reported classes of 

organic nucleating agents for PLA. 

 

Figure 9: The chemical structure of a) multiamide compound (TMC-328), b) phthalimide, c) orotic acid, d) oxalamide 

compound (Oxa), e) hydrazide compound (TMC-306), aliphatic amide f) EBH, g) EBS. 
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2. Goal and strategy 

PLA is a compostable polymer derived from renewable resources and has key advantages such 

as high melting temperature and high strength. On the downside, other characteristics of PLA - 

brittleness structure, low impact resistance, low heat distortion temperature, and low 

crystallization rate - limit its utility in several industrial applications. The properties of PLA are 

primarily linked to its L- to D- isomer ratio and its molecular weight. The properties of PLA are 

manipulated by the appropriate choice of additives and processing techniques.  

The goals of the present thesis can be listed as follows: 

1. Improving of the tensile properties of PLA without altering its degradation behavior. 

2. Establishing a synthetic route to functionalize a hyperbranched polymer with a potential 

utility to compatibilize PLA/PE blends. 

3. Improving the crystallization properties of PLA. 

The first part of this chapter presents two distinct strategies based on the concept of polymer 

blending that specifically aim to improve the elongation at break of PLA.  A synthetic route to 

functionalize a hyperbranched polymer is discussed that might lead to a new class of 

compatibilizers. The second part of this chapter introduces a custom-made nucleating agent to 

improve the crystallization rate of PLA. In addition, the nucleation efficiency of this custom-

made nucleating agent is compared with that of commercially available nucleating agents.  

2.1. PLA/PE binary blends 

The strategy of blending PLA with different PE types to improve the mechanical properties of 

PLA has been widely reported [88–92]. The state-of-the-art work includes investigations of the 

change in the mechanical and thermal properties of PLA as a function of PLA/PE composition 

and in-process conditions [91,92,139–143]. In the present work, this PLA/PE blending strategy is 

deployed to examine the change in elongation at break of PLA as a function of varying PE types 

- HDPE, LDPE, LLDPE, and mPE. The focus is to gain a deeper understanding of the impact of 

the PE type on the morphology of PLA/PE blends.  

A novel approach is introduced, which uses a calendar roller system at the die exit of an extruder 

to induce a uniaxial stretching effect in the PLA/PE blends. The speed of the calendar roller can 

be controlled, thus enabling control over the morphology of the dispersed phase. As far as is 

known, this is the first time that such a study is conducted. The morphology of PLA/PE blends 

is investigated via SEM and supported with first heating DSC scans. 
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2.2. Functionalization of hyperbranched polymers 

Hyperbranched polymers with terminal functional end groups are attractive precursors for new 

polymeric materials. A large number of reactive sites per macromolecule provides feasibility to 

tailor the properties of the hyperbranched polymer to a desired application [76]. Within the scope 

of this research, a commercial hyperbranched polyester polyol (Boltorn™ HB20) is modified 

with a variable amount of stearic acid (SA) and PLA, and the resulting macromolecule is 

subjected to a detailed characterization. A method to quantify the degree of functionalization 

of PLA and SA onto Boltorn™ HB20 is introduced, and forms a very important part of this 

research. The chemical structure of Boltorn™ HB20 is shown in Figure 10. 

 

Figure 10: Chemical structure of Boltorn™ HB20. 

The first step of derivatization involves partial modification of hyperbranched polyester 

hydroxyl end groups with stearic acid via a condensation reaction. In the second step, the 

remaining hydroxyl groups are modified with PLA during the extrusion process. The hypothesis 

is that the hyperbranched polymer functionalized with PLA and SA might enable in-situ 

compatibilization of the PLA/PE blends. The PLA part and the SA part of the modified 

hyperbranched polymer might facilitate good mixing of PLA and hydrophobic interactions with 

PE in the PLA/PE blend, respectively [144,145]. Thus, the hyperbranched compatibilizer can create 

a link between the two phases, potentially resulting in a better stress transfer, subsequently 

contributing to an improvement in the tensile properties of the PLA/PE blend. 

The researches have demonstrated lactide polymerization in bulk using hyperbranched polyol 

as an initiator or via direct modification of the hyperbranched polyol with PLA in a 

discontinuous melting process [72,146,147]. The attempt to modify hyperbranched polymer with 

PLA in the presence of  polyanhydride (PA) via reactive extrusion has also been explored [148]. 

Bhardwaj et al. reported in-situ crosslinking of hyperbranched polymer Boltorn™ H2004, which 

has six primary hydroxyl groups, with polyanhydride (PA) in a PLA melt. The results of his study 
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indicated physical entanglement of the PLA chains in the network of Boltorn™ H2004 and PLA. 

However, Bhardwaj et.al could not confirm the reaction between PLA and Boltorn™ H2004 [148]. 

In the present thesis, the reaction between SA functionalized Boltorn™ HB20 and PLA is 

accelerated by the use of a suitable catalyst and carried out in an extrusion process. Boltorn™ 

HB20 and the subsequent functionalization with SA and PLA is intensively analyzed via 1H-

NMR spectroscopy. 

2.3. PLA/PE ternary blends compatibilized with E-GMA 

The researchers have reported that the addition of E-GMA to PLA/PE binary blends contributes 

to an improved compatibility between PLA and PE, and consequently, results in an improvement 

in the mechanical and thermal properties of PLA [95,97,99,100]. In the present thesis, the PLA/PE/E-

GMA blending approach is used to investigate the changes in elongation at break of PLA as a 

function of changing PE type- LDPE, HDPE, LLDPE and mPE. The impact of the PE type and the 

amount of E-GMA in the blend composition on the morphology of the final blend is monitored 

in detail. The morphology of PLA/PE blends is investigated via SEM and supported with DSC. 

PLA/mPE/ E-GMA ternary blends and PLA/mPE binary blends are subjected to a degradation 

study under natural weathering conditions. The impact of E-GMA and mPE on the degradation 

properties of PLA is investigated. TGA and IR spectroscopy as well as GPC analysis are used to 

track the changes in thermal properties and chemical nature of the blends, respectively, after 

exposure to hot and humid weather conditions in Eastern Australia. 

2.4. Terephthaloyl-bis-N, N’-naphthalimidester – a novel nucleating agent for PLA 

The mode of action of common nucleating agents used for PLA is based on self-assembly of the 

molecules into fibrillar structures via intermolecular hydrogen bonding [31,121,130,134]. In a self-

assembly process, molecules or parts of molecules aggregate and get spontaneously organized 

into high ordered structures [149]. Non-covalent interactions are essential in the formation of 

structural assemblies [150,151]. Besides hydrogen bonding, π∙∙∙π stacking interactions have been 

found to drive the molecular self-assembly process in benzoyl-terminated hyperbranched 

polymers (HBP) [149]. Jang et al. investigated the effect of terminal groups of HBP on the 

crystallization behaviour of poly(ethylene terephthalate) (PET) in PET/HBP blends, and found 

that HBP with phenyl-terminated groups function as the nucleating agent [152,153]. Cyclic 

aromatic imides and their derivatives are a potential class of molecules to guide the self-

assemblies [154]. Aromatic imides are dipolar due to the presence of a relatively electron-rich 

aromatic unit connected to an electron-deficient imide ring, and this allows them to arrange in 
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different ways in the crystal lattices. Terephthaloyl-bis-N,N’-naphthalimidester (TN) is a 1,8-

naphthalimide derivate that was first developed as a flame retardant [155]. 

 

Figure 11: Chemical structure of Terephthaloyl-bis-N, N’-naphthalimidester (TN). 

The motivation behind exploring TN as a nucleating agent for PLA lies in the molecular 

structure of TN. Different types of stacking interactions might appear from the positions and 

arrangement of the dipoles in the following order of stability : π-deficient∙∙∙π-deficient ˃ π-

deficient∙∙∙π-rich ˃ π-rich∙∙∙π-rich  [156]. Figure 11 outlines the different stacking arrangements in 

1,8-naphthalimide derivatives. 

 

Figure 12: Stacking arrangements in 1,8-naphthalimide derivatives: (a) π-deficient∙∙∙π-deficient, (b) π-rich∙∙∙π-rich and  

π-deficient∙∙∙π-rich stacking interactions, (c) head to head and (d) head to tail arrangements [154]. 

The hypothesis is that the naphthalimide planar groups might lead to self-assembly of TN 

molecules into parallel chains through π∙∙∙ π stacking interactions. The parallel chains oriented 

to each other in a columnar arrangement, as superstructures, might accelerate the 

crystallization of PLA. The nucleating ability of TN under non-isothermal crystallization 

conditions is investigated in PLA, PLA/mPE binary and PLA/mPE/E-GMA ternary blends. In 

addition, the nucleating ability of TN under isothermal and non-isothermal crystallization 

conditions is compared against different commercially-available nucleating agents.  
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3. Polymer blending to achieve an improvement in the mechanical properties of PLA  

The present chapter apprises an approach to improve mechanical properties of poly lactic acid 

(PLA), where PLA is blended with a suitable choice of dispersed phase, such as polyethylene 

(PE). The chapter is divided into two parts. The first part manifests the mechanical properties 

and morphology of the binary blends produced via an extruder that is equipped with a slit die 

and conveyor belt at the die exit. In the second part, the conveyor belt is interchanged with a 

calendar roller at the die exit. The impact of the calendar roller system on the mechanical 

properties and morphology of the resulting blends is investigated. 

3.1. Tensile testing and morphology investigation of PLA/PE binary blends  

PLA/PE binary blends were produced in a twin-screw extruder Process 11, operating in co-

rotating mode and equipped with slit die and conveyor belt at the die exit. The extruded 

material was drawn continuously at a draw ratio of 2. The PLA used in the current research 

contains 96 mol % L-lactide and 4 mol % D-lactide. The dispersed phase in the blend 

composition was varied with the following PE types: HDPE, LDPE, LLDPE, and mPE. The 

physical properties of PLA and different PE types that were used in the composition of binary 

blends are listed in Table 1. The molecular weight and polydispersity of the polymers were 

measured with gel permeation chromatography (GPC). The degree of branching was obtained 

by using nuclear magnetic resonance spectroscopy (13C-NMR), and the melting temperature 

was obtained by using differential scanning calorimetry (DSC). The density of the polymers was 

taken from the product data sheets provided by the supplier. 
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Table 1: Physical properties of PLA and different PE types used in the current research. 

Material Property 

Material 

HDPE LDPE LLDPE mPE PLA 

Mn (g/mol) 3.20 x 104 4.95 x 104 4.85 x 104 5.7 x 104 1.45 x 105 

Mw (g/mol) 14.1 x 104 18.5 x 104 12.5 x 104 9.4 x 104 2.67 x 105 

PDI 4.40 3.73 2.58 1.65 1.83 

Branching degree 

(per 1000 carbon) 

0 7 butylene, 

4 amylene,  

3 hexene or 

longer 

range 

chains 

13 ethylene 10  

butylene 

 

- 

ρ (g/cm³) 0.961 0.923 0.918 0.918 1.240 

Tm (°C) 135 111 122 118 149 

The blends were extruded at a constant PLA/PE weight ratio of 80:20 / wt% : wt%. Pure PLA 

and pure PE types were extruded as reference. The elasticity modulus and the elongation at 

break of the resulting blends were characterized in a tensile testing machine. The sample 

specimens for tensile testing (25 mm / 4 mm / 0.3-0.45 mm; length / width / thickness) were 

punched directly out of the extruded film. The elasticity modulus and elongation at break of 

PLA, different PE types and PLA/PE blends is shown in Table 2.  

Based on the tensile test data summarized in Table 2, PE is a very flexible material with an 

elongation at break above 1000 % for HDPE, LLDPE and mPE and low elasticity modulus. HDPE 

has the highest modulus amongst the four PE types. PLA, on its own, is a very brittle material 

with poor elongation at break and a high elasticity modulus. Addition of PE to PLA results in a 

drop in elasticity modulus of PLA/PE blends, which could be due to the plasticizing effect that 

PE induces in the blend system. PLA/PE blends based on HDPE and LDPE exhibit minimal to 

no improvement in mechanical properties compared to that of pure PLA, which could be related 

to a brittle fracture behavior. On the contrary, addition of LLDPE and mPE to PLA shows 

significant improvement in the elongation at break compared to pure PLA and PLA/PE blends 

based on other PE types. Compared to 9 % elongation at break for pure PLA, 20 % LLDPE in 

PLA/LLDPE blend or 20 % mPE in PLA/mPE blend substantially improve elongation at break to 

355 % and 364 %, respectively.  
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Table 2: Elasticity modulus and elongation at break of PLA, HDPE, LDPE, LLDPE, mPE and PLA/PE blends. The 

dispersed phase in the blend composition consists of either HDPE, LDPE, LLDPE or mPE. 

Sample 
Composition 

(wt% / wt%) 

Elasticity Modulus 

(MPa) 

Elongation at 

break (%) 

PLA 100 1810 ± 188 8.6 ± 1.9 

HDPE 100 641 ± 133 1073 ± 276 

LDPE 100 142 ± 18 610 ±78.7 

LLDPE 100 139 ± 9 1408 ±118 

mPE 100 143 ± 16 1392 ± 83 

PLA/HDPE 80/20 1590 ± 95 11 ± 8 

PLA/LDPE 80/20 1330 ± 29 5 ± 0.8 

PLA/LLDPE 80/20 1400 ± 69 355 ± 34 

PLA/mPE 80/20 1390 ± 78 364 ± 30 

Scanning electron microscopy (SEM) was used to conduct morphological analysis of PLA/PE 

blends on the cryofractured surface of extruded films. The fractures were prepared 

perpendicular to the machine direction. Figure 13 shows the distinct morphology of the 

different PLA/PE blends.  PLA/HDPE and PLA/LDPE blends reveal large globules of PE 

dispersed in the PLA matrix as shown in Figure 13a and 13b, respectively. The presence of large 

globules in the PLA matrix could indicate poor interfacial adhesion between blend 

components [91,139,141]. PLA/LLPDE (Figure 13c) and PLA/mPE (Figure 13d) blends show 

noticeably different blend morphologies, where PE is present in the form of elongated 

microfibrils. A very low elongation at break of PLA/HDPE and PLA/LDPE could be associated 

with weakly-adhered HDPE and LDPE in the PLA matrix, seen as large globules in SEM images. 

On the other hand, elongated microfibrils of LLDPE and mPE interpenetrating into the PLA 

matrix well explains a drastic increase in elongation at break of the resulting blends. 
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Figure 13: SEM morphologies of cryogenically-fractured surfaces of 80:20 /wt%: wt% blends of (a) PLA/HDPE, 

(b) PLA/LDPE, (c) PLA/LLDPE and (d) PLA/mPE. 

As the PLA/mPE blend exhibited substantially high elongation at break as compared to pure 

PLA, it was of interest to determine the minimum loading in PLA that guarantees a high 

elongation at break, without compromising much on the elasticity modulus of PLA. Here, 

another reason for choosing mPE over LLDPE was found because PLA/mPE has a larger number 

of fibrillar structures as compared to those in the PLA/LLDPE blend. Four blends of PLA/mPE 

were prepared with different amounts of mPEs ranging from 20 wt-% to 5 wt-%. The 

composition and tensile test results of the different PLA/mPE blends are shown in Table 3. 

Table 3: Composition, elasticity modulus and elongation at break of different PLA/mPE blends. 

Sample 
Composition 

(wt% / wt%) 

Elasticity Modulus 

(MPa) 

Elongation at 

break (%) 

PLA 100 1810 ± 188 8.6 ± 1.9 

PLA/mPE 80/20 1390 ± 78 364 ± 30 

PLA/mPE 85/15 1540 ± 40 191 ± 98 

PLA/mPE 90/10 1670 ± 92 112 ± 107 

PLA/mPE 95/5 1840 ± 29 69 ± 45 
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The elasticity modulus of PLA/mPE blends is lower than elasticity modulus of pure PLA and it 

decreases as the amount of mPE loading increases. The elongation at break of the PLA/mPE 

blend is the highest for the blend comprising of 20 % mPE and the lowest for the blend 

comprising of 5 % mPE. The elongation at break increases gradually with the increasing amount 

of mPE in the blend composition. Even a 5 % mPE loading in PLA has significantly higher 

elongation at break as compared to that of pure PLA, PLA/HDPE and PLA/LDPE blends as 

summarized in Table 2. However, considering the standard deviation in elongation at break, 

minimum 20 % mPE loading in the PLA matrix is required in order to obtain a distinctly higher 

elongation at break as compared to pure PLA.  

Following the analysis of mechanical properties, the morphology of PLA/mPE blends listed in 

Table 3 was studied. Figure 14 shows the cryogenically-fractured surface of PLA/mPE blends 

comprising different amounts of mPE loading in the PLA matrix. 

 

Figure 14: SEM morphologies of the cryogenically-fractured surface of (a) 80/20, (b) 85/15, (c) 90/10 and (d) 95/5 

wt%/ wt% of PLA/mPE binary blends. 

As shown in Figure 14, PLA/mPE blends with 20 % (Figure 14a) and 15 % (Figure 14b) mPE 

amount are rich in long microfibrils, which might contribute to a satisfactory transfer of stress 

in the system and result in high elongation at break. PLA/mPE blends with lower mPE amount, 

such as 10 % (Figure 14c) and 5 % (Figure 14d) are dominated by globular structures and few 

microfibrils, which could explain the drop in elongation at break due to a weak stress transfer 

in the blend system. This is notably seen in the case of PLA/mPE blend with 5 % mPE loading. 
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3.2. Effect of drawing method on the morphology of PLA/PE binary blends 

In the previous section, a significant difference was reported in the tensile properties of 

PLA/HDPE and PLA/mPE blend and the difference could be correlated to the morphological 

features of individual blends.  In an effort to study the impact of the drawing method on 

morphological features, and thereby on mechanical properties of PLA/HDPE and PLA/mPE 

blends, the conveyor belt at the die exit was interchanged with a calendar roller system, that 

has a better precission.  The calendar roller system is equipped with three calendar rollers that 

generate an elongation flow field on the extruded material.  

Each of the two blends was extruded under three different conditions. In one case, the extruded 

material was directly cooled in a water bath. In the other two cases, the extruded material was 

drawn continuously at a draw ratio of 4.5 and 9.0. Figure 15 shows SEM micrographs of the 

cryogenically-fractured surface of PLA/HDPE and PLA/mPE binary blends. The SEM 

micrographs of the cryogenically-fractured surface of PLA/HDPE blends and PLA/mPE blends, 

cooled in a water bath post extrusion are shown in Figure 15a and Figure 15b, respectively. 

Figure 15a’ and Figure 15b’ are SEM micrographs of PLA/HDPE blends and PLA/mPE blends 

drawn at a ratio of 4.5 post extrusion, whereas Figure 15a’’ and Figure 15b’’ are SEM 

micrographs of PLA/HDPE and PLA/mPE blends at a ratio of 9 post extrusion.  
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Figure 15: SEM micrographs of the cryogenically-fractured surface of binary blends (a) PLA/HDPE an (b) PLA/mPE 

cooled in a water bath post extrusion; (a’) PLA/HDPE and (b’) PLA/mPE drawn at a draw ratio of 4.5 post 

extrusion;(a’’) PLA/HDPE and (b’’)PLA/mPE drawn at a draw ratio of 9 post extrusion. 

The PLA/HDPE (Figure 15a) and PLA/mPE (Figure 15b) blends, which were cooled directly in 

a water bath post extrusion, show spherical morphology, large PE domains that are dispersed 

in PLA matrix, and a diameter of approximately 3 µm. The smooth and distinct particle 

interface, irrespective of the choice of dispersed phase, indicates poor interfacial adhesion.  

As soon as the calendar rollers are introduced at the die exit, the blend morphology is tailored 

and the calendar rollers continuously draw the extruded material into films. The morphology 

of the PLA/HDPE (Figure 15a’) drawn through the calendar rollers at a ratio of 4.5 is still 

marked by spherical domains of dispersed PE phase. The lack of adhesion between PLA and PE 

is evidenced by several PE particles being pulled out of the PLA matrix.  The size of HDPE 

droplets is reduced to approximately 1.5 µm due to the extensional strain. As the dispersed 
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phase is changed from HDPE to mPE, a noticeably different type of morphology is observed at 

the draw ratio of 4.5 (Figure 15b’) as compared to that of the non-stretched binary blend. 

Droplet deformation into elongated particles and their coalescence into the network is assumed 

as soon as uniaxial stretching is introduced. The morphology of the PLA/mPE blend indicates 

finer dispersion with fewer cavities on the cryofracture surface, in contrast to the SEM images 

of the PLA/HDPE blend. The average diameter of the fibrils is 0.75 µm. 

As the draw ratio is increased from 4.5 to 9, the PLA/mPE morphology (Figure 15b’’) remains 

intact with less cavities being observed on the cryofractured surface. The PLA/HDPE blend 

undergoes more intensive stretching deformation, which results in a stepwise breakdown into 

smaller droplets. Subsequently, a larger number of smaller droplets are observed (figure 15a’’) 

in combination with droplets bridged through thin fibrillar structures. It appears that at a critical 

stretching deformation, the bridge holding the droplets breaks, resulting into separate droplets. 

The morphology development in the PLA/mPE and PLA/HDPE blends upon the post-extrusion 

is a result of two different mechanisms. While mPE particles can arrange themselves in the 

direction of uniaxial stretching and merge to form long elongated particles, HDPE droplets 

separate into smaller droplets. A scheme for the morphology development in the PLA/HDPE 

and PLA/mPE blends is proposed in Figure 16. A further rheological investigation is required in 

order to explain this phenomenon, which was not in the scope of this work. 

 

Figure 16: Schematic of morphology development for a) PLA/HDPE and b) PLA/mPE blend during post-extrusion 

drawing. 

The first heating DSC scans of the PLA/HDPE and PLA/mPE blends were obtained to support 

the findings from the morphological studies. The first heating DSC was chosen as the 

appropriate method because the thermograms of the first heating DSC scan are defined by the 
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processing-related heat history. Figure 17 shows DSC thermograms of the PLA/mPE (curve a, 

b and c) and PLA/HDPE blends (curve d, e and f) recorded at heating rate of 10 °C/min. All the 

thermograms are very similar and reflect the glass transition (Tg) of PLA and the melting 

temperature (TmI) of PE that overlaps with the cold crystallisation peak (Tcc) of PLA and a 

subsequent melting peak of PLA (TmII). The overlap of the Tcc with the melting peak of PLA 

indicates that the exact determination of Tcc and crystallinity is not possible. 

 

Figure 17: DSC heating curves of 80/20 PLA/mPE drawn at a draw ratio (a) 0, (b) 4.5, (c) 9 and 80/20 PLA/HDPE 

blends drawn at a draw ratio (d) 0, (e) 4.5, (f) 9 m/min, recorded at a rate of 10 °C/min.  

Table 4: Thermal parameters obtained from DSC heating scan of PLA/mPE and PLA/HDPE blends prepared at 

different draw ratios. 

Sample Draw ratio Tg   
[°C] 

TmI 

[°C] 

TmII 

[°C] 

PLA/mPE - 64 115 152 

4.5 61 113 147 

9 59 114 146 

PLA/HDPE  - 62 132 150 

4.5 61 130 148 

9 60 131 147 

As shown in Table 4, TmII of the PLA phase in the non-drawn PLA/mPE blend is 152 °C and it 

decreases to 147 °C as the extrudate is fed to the calendar roller operating at a draw ratio of 

4.5. This 5 °C drop in TmII with implementation of the calendar roller system could be attributed 

to the plasticizing effect of mPE due to better distribution of mPE in the PLA matrix. This drop 
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is seen in Figure 15b’ and is in contrast to Figure 15b, which shows the non-drawn PLA/mPE 

blend. As the draw ratio is increased from 4.5 to 9, the melting peak of the PLA phase in the 

PLA/mPE blend becomes narrower and a minor drop in melt temperature by 1 °C is observed. 

In addition, Tg of PLA in the PLA/mPE blend decreases with an increase in the calendar roller 

speed, and this is a clear indication of reduced rigidity of the mPE blend.  

In case of the PLA/HDPE blend, the drop in TmII of PLA in the PLA/HDPE blend is not as strong 

as in the case of the PLA/mPE blend. TmII of the non-drawn PLA/HDPE blend is 150 °C and it 

decreases to 148 °C, which is only a 2 °C difference, as the extrudate is fed to the calendar roller 

operating at a draw ratio of 4.5. A further increase in draw ratio to 9 results in a reduction in 

TmII by 1 °C. This minimal drop in TmII could be attributed to weakly-adhered HDPE dispersed 

phase in PLA matrix, and is seen as globular particles in Figure 15a’ and Figure 15a’’. In addition, 

Tg of PLA in PLA/HDPE blend does not exhibit a significant decrease with an increase in the 

calendar roller speed, and indicates rigidity of the HDPE blend. 

3.3. Summary on polymer blending towards improvement in the mechanical properties 
of PLA 

In this chapter, it was demonstrated that the tensile properties of the PLA/PE binary blends, 

which were produced using an extruder equipped with slit die and conveyor belt at the die exit, 

strongly depend upon the nature of the dispersed PE phase. The elongation at break of pure 

PLA was significantly enhanced by dispersing LLDPE or mPE in the PLA matrix without much 

compromise on the elasticity modulus of PLA. The most significant improvement was obtained 

with as less as 20 % mPE in the blend composition, yielding a 42-fold increase in elongation at 

break over neat PLA. The difference in elongation at break of various PLA/PE blends was 

explained through SEM morphological studies. The exceptionally high elongation at break of 

PLA/mPE and PLA/LLDPE is related to the microfibrils of mPE and LLDPE having 

interpenetrated into the PLA matrix, thereby holding the system together. On the contrary, the 

low elongation at break of PLA/HDPE and PLA/LDPE could be related to the globules of HDPE 

and LDPE being weakly adhered to the PLA matrix. The morphology of PLA/PE binary blends 

was tailored by introducing a calendar roller system at the die exit and by adjusting the speed 

of the calendar rollers. DSC experiments on the PLA/mPE and PLA/HDPE binary blends 

confirmed that increasing calendar roller speed has a plasticizing effect on mPE, which 

eventually improved the tensile properties of PLA/PE binary blends. 
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4. Hyperbranched polyester polyol modified with stearic acid and polylactic acid as a 

potential compatibilizer for PLA/PE bends  

4.1. General remarks 

The present chapter reports development of hetero-armed hyperbranched polymers that could 

be potentially used as an in-situ compatibilizer for PLA/PE blends. The hyperbranched polymer 

used in the current research is a hyperbranched polyester polyol that is functionalized with 

stearic acid (SA) and PLA in a two-step process. The chapter is split into two subparts. The first 

part describes the chemical structure of the hyperbranched polymer prior to the modification 

of the hyperbranched polymer with SA and PLA. A model study to determine the efficiency of 

–OH group conversion of the hyperbranched polymer is introduced. This step is crucial to 

monitor the chemical changes occurring in hyperbranched polymers following the subsequent 

chemical modifications. The second part of this chapter describes the synthesis and 

characterization of SA and PLA functionalized hyperbranched polymers. The model study is 

applied to determine the extent of SA and PLA functionalization onto hyperbranched polymer. 

4.2. Determination of degree of functionalization of hyperbranched polyester polyol 

Boltorn™ HB20 (H0) - a commercially available hyperbranched polyester polyol - is selected as 

a scaffold, which is later functionalized with trichloracetylisocyanate (TAI). H0 functionalized 

with TAI serves two purposes: a) it acts as a model system to evaluate the efficiency of –OH 

group functionalization and b) it is used to explain H0 modification with SA and PLA.  

4.2.1. Characterization of the hyperbranched polyester 

This section discusses the synthesis of H0, and potential side reactions that could occur during 

the synthesis. H0 is a hydroxyl-functional aliphatic polyester having a theoretical 

core/monomer ratio of 1/12, an average of 16 -OH groups per macromolecule, and belongs to 

the second generation of hyperbranched polyesters [157]. It is synthesized from a tetra functional 

B4 core molecule, ethoxylated pentaerythritol (PP50), tri-functional AB2 type monomer, and 

2,2-bis-methylolpropionic acid (bis-MPA), as the repeating unit. Figure 18 depicts a typical 

chemical structure of H0.  
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Figure 18: Chemical structure of Boltorn™ HB20 (H0). 

One of the main side reactions during synthesis of hyperbranched polyesters based on bis-MPA, 

is self-condensation of monomers (Figure 19) [157]. This side reaction leads to the formation of 

hyperbranched structures having low molar mass and without a core molecule [158]. The 

branches have one unreacted carboxyl group in either focal linear or focal dendritic 

units [157,158]. 

 

Figure 19: Schematic representation of possible pathways of hyperbranched polyester growth and self-condensation 

as a side reaction [158]. 

Moreover, the presence of cyclic species has been reported in poly (bis-MPA) with and without 

the core unit [157–161].  The cyclization reactions occur due to intramolecular esterification, 

intramolecular etherification and intramolecular hydroxyl-ester interchange [158]. Additional 

side products can be formed by intermolecular reactions [158]. Figure 20 is an example schematic 

of possible side reactions in poly (bis-MPA) with and without a core unit. 
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Figure 20: Schematic representation of possible side reactions in poly (bis-MPA) with core unit: (a) intramolecular 

hydroxyl-ester interchange between groups of the same branch and without core unit: (b) intramolecular 

esterification, (c) intramolecular etherification [158,159]. 

The hyperbranched structures without a core unit as well as cyclic structures have been reported 

in different generations of Boltorn™ polyesters, including H0 that is used in the present 

study [157,161]. Co-existing hyperbranched structures with a core unit and cyclic structures 

indicate a polydispersed hyperbranched polyester with respect to its structure and molar mass 

[157,159]. 

4.2.2. TAI model to determine the degree of H0 functionalization 

Before H0 was functionalized with TAI, it was of interest to characterize pristine H0 via 1H-

NMR, although different generation of commercial hyperbranched polyesters from Perstorp 

have been characterized in recent publications [157,161–165].  

A detailed characterization of H0 would support to distinguish 1H-NMR signals of neat H0 from 

H0 functionalized with TAI, SA and PLA in the following sections. For 1H-NMR characterization, 
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H0 was dissolved in DMSO-d6.  Figure 21 shows 1H-NMR spectrum of H0 along with the proton 

assignment. 

 

Figure 21: 1H-NMR spectrum of Boltorn™ H0 in DMSO-d6 along with a magnified signal in low magnetic field. 

The resonance a at 1-1.25 ppm corresponds to methyl groups (-CH3) of dendritic, terminal and 

linear units, whereas signal b at 3.2-3.7 ppm originates from the methylene groups linked to 

hydroxyl groups (-CH2-OH) (signal b’) and methylene ether groups (-CH2-O-) (signal b’’). The 

origin of ether protons might be not only from the core, but also formed in side reactions during 

H0 manufacturing, as presented in Figure 20 [158–161]. Signal c’ at 3.8-4.25 ppm corresponds to 

methylene ester groups(-CH2-OCO-). The broad signals at d (4.61 and 4.91 ppm) correspond 

to –OH groups in terminal and linear repeat units, respectively. The broad signal in 1H-NMR 

spectrum at 12 ppm could be related to the presence of unreacted carboxyl groups in H0, which 

might confirm the appearance of the side products due to self-condensation of bis-

MPA [146,157,166]. In Figure 21, the integral of signal a is normalized to 1H. Table 5 summarizes 

the integral intensity of different peaks obtained in Figure 21 and the expected integral intensity 

of those peaks in case of an ideal structure of H0. 
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Table 5: Summary of the signals from Figure 21 with integral intensity and expected relative intensity for an ideal 

structure. The reference signal is represented by *. 

Peak Integral intensity 

Expected integral 

intensity for an ideal 
structure 

a* 1 1 

b (b ’+ b’’) 1.60 1.33 

c’ 0.59 0.67 

D 0.19 0.44 

As shown in Table 5, there is a deviation between expected and actual signal intensities of H0, 

which could be due to the presence of impurities in H0 used in the present work. In addition, 

the residual moisture as well as labile protons (-OH groups), which are not fully separated from 

the signal c’ (-CH2-OCO-), are a challenge in assigning an exact signal intensity. The 

functionalization of H0 with TAI involves rapid reaction between TAI and the hydroxyl end 

groups of polyester, thus yielding an urethane derivative as shown in Figure 22. Due to  the 

reaction, the signals corresponding to –OH groups disappear from the 1H-NMR spectrum [167]. 

In addition, excess of TAI reacts with moisture yielding trichloracetamide and generates a signal 

at ~ 6 ppm, which therefore do not interfere in the region of the interest. Because TAI is an 

aprotic agent, excess TAI does not show any additional signal in spectrum [168]. 

 

Figure 22: Schematic reaction of hydroxyl (-OH) groups with (TAI) [167]. 

The reaction between H0 and TAI occurs easily. Therefore, the in-situ derivatization of hydroxyl 

end groups of the polymer is performed in an NMR tube and is completed within 10 minutes 

[168]. Figure 23 shows the 1H-NMR spectrum of H0 after derivatization with TAI. 
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Figure 23: 1H-NMR spectrum of TAI derivatized H0 in CDCl3. 1H-NMR spectrum of a) CDCl3 and b) CDCl3 after addition 

of TAI is captured in the frame. 

After reaction with TAI, signal b’ corresponding to the methylene α to the hydroxyl groups (-

CH2-OH) disappears. Instead, a new signal c’’, which overlaps with the signal c’ of the methylene 

α to ester groups, arises at 4.4 ppm. The signal c’’ corresponds to the protons adjacent to TAI-

terminated functional end groups in H0. The chemical shift of c’’ is in agreement with the 

chemical shift of α-hydrogens of TAI-derivatized model compounds with hydroxyl end groups, 

as reported in the literature [168]. Signal b’ disappears from 1H-NMR spectrum due to the total 

termination of hydroxyl groups upon completion of the reaction, and signal b’’ corresponding 

to the ether protons remains unaltered [169]. Moreover, derivatization of hydroxyl end groups 

with TAI yield a broad signal e at 8.5 -9.5 ppm, which is attributed to the imidic hydrogen of 

the derivatized end groups. Two singlets at 5.7 and 6.6 ppm are due to trichloracetamide. For 

clarity, portions of the 1H-NMR spectra of H0 and TAI-terminated H0 are presented with 

magnified signals in the low magnetic field, as shown in Figure 24. Due to traces of impurities 

in the deuterated NMR solvent (CDCl3) at 1.25 ppm and 0.88 ppm, the intensity of signal a at 

the resonance 1.2-1.4 is not included in the further discussion. 
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Figure 24: Portion of 1H-NMR spectrum: (a) H0 in DMSO-d6 and (b) TAI-terminated H0 (H0-TAI) in CDCl3 with 

magnified signals in the low magnetic field. 

Due to the termination of –OH groups, methylene protons of hydroxyl group of H0 (b’) are 

transformed to methylene protons of TAI-terminated functional end groups (c’’), and this is 

given in equation 4. Equation 5 presents the relation between intensity of signal e and b’. 

Ib’ = Ic’’                                                                     (4) 

Ie = Ib’/2                                                                    (5) 

Table 6 summarizes the intensity of signals from Figure 23 and the expected relative intensity 

for an ideal H0 structure functionalized with TAI. The sum of integral signals b’’, c’ and  c’’ were 

normalized to 1H. Table 6 shows the deviation between the integral intensities of experimental 

H0 and ideal H0, which are derivatized with TAI. The deviation might be due to the polydisperse 

nature of H0 in context of its chemical structure. Nevertheless, based on the signal e for the 

imidic hydrogen of derivatized end groups, a maximum conversion of -OH groups in pristine 

H0 can be established.  

Table 6: Summary of the integral intensity of signals from Figure 23 and the expected relative intensity for an ideal 

structure terminated with TAI. * represents a reference signal. 

Peak Integral intensity 

Expected integral 

intensity for an ideal 

structure 

(b’’)* 0.26 0.22 

(c ’+ c’’)* 0.74 0,78 

e 0.22 0.22 
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Knowing the signal intensity of e (see Table 6), the integral intensity of b’ can be calculated 

using equation 5 as 

Ib’ = 0.44 H                                                                  (6) 

The integral sum of (c’ and c’’) and b’’ of TAI-terminated H0 is 1 H.  Thus, the integral intensity 

of c’ can be obtained using equation 7, and the integral intensity of b can be obtained using 

equation 9. 

Ic’ = (Ic’ + Ic’’) - Ib’                                                              (7) 

Ic’ = 0.3 H                                                                    (8) 

Ib = Ib’ + Ib’’ = 0,7 H                                                            (9) 

4.3. Synthesis and Characterization of H0 modified with stearic acid 

The first step of H0 derivatization involves synthesis of stearic acid-grafted H0 (H0-SA) through 

a condensation reaction of H0 hydroxyl groups and SA carboxyl groups. SA was added to H0 in 

molar ratios of H0:SA 1:8 (H08) and 1:12 (H12). It is likely that due to the under-stoichiometric 

condition of SA carboxyl to H0 hydroxyl groups, not all hydroxyl groups react, leaving behind 

un-reacted hydroxyl groups. Thus, the second step of PLA derivatization could lead to the 

modification of the unreacted hydroxyl groups (see section 4.5).  

Following the H0-SA modification reaction, TGA on H08 and H12 (see Figure 25) was 

performed in order to verify the absence of residual SA. The thermal stability of SA and H0 was 

also evaluated at a heating rate of 10 °C/min as a reference. The neat SA starts to decompose 

at 160 °C, whereas H08 and H12 do not show any trace of weight loss up to 320 °C. Thus, a 

successful substitution of SA to H0 can be concluded because no trace of residual SA is seen. 

Table 7 summarizes the temperatures obtained for mass losses at 5 mass % (T5) and 50 mass 

% (T50). Modification of –OH groups in H0 with SA significantly increases the thermal stability 

of H08 and H12. 
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Figure 25: Thermogravimetric analysis of H12 (black), H08 (red), pristine H0 (blue) and SA (green). 

Table 7: Degradation temperatures of SA, H0, H08 and H12 determined at a heating rate of 10 °C/min. 

Sample T5 

[°C] 

T50 

[°C] 

SA 208 275 

H0 290 382 

H08 342 410 

H12 350 420 

The chemical structure of H08 and H12 was characterized via 1H-NMR. For 1H-NMR 

characterization, H08 and H12 was dissolved in CDCl3.  Figure 26 shows the 1H-NMR spectrum 

of H08 along with the proton assignment, and Table 8 summarizes the corresponding integrals 

of signal intensities. 
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Figure 26: 1H-NMR spectrum of H08 in CDCl3. 

Table 8: Summary of the integral intensity of signals from 1H-NMR spectrum of H08 from Figure 26 and H12 

(appendix). * represents reference signal. 

Peak 
Integral 

intensity for 

H08 

Integral 

intensity for 

H12 

*b (b’ + b’’) 0.49 0.36 

*c’ 0.51 0.64 

1 0.21 0.34 

2 0.21 0.34 

As discussed previously in section 4.2.2, the proton signals in the range 3.3 ppm - 4.2 ppm 

correspond to methylene protons of H0, whereas signals in the range 1 ppm - 1.4 ppm 

correspond to methyl protons of H0. H0 esterification with SA results in additional peaks of SA 

protons (labelled 3-16 in Figure 26) that overlap with methyl protons of H0. Furthermore, 

additional peaks at 2.28 ppm, 1.58 ppm and 0.88 ppm correspond to the remaining methylene 

and methyl protons of SA (labelled 1, 2 and 17 in Figure 26).  

With reference to equations 8 and 9, the integral sum of b (b’ and b’’) and c’ of an unmodified 

H0 is 1, where the integral sum of b is 0.7 and that of c’ is 0.3. As shown in Figure 26, after the 

esterification of H0, methylene protons linked to hydroxyl group of H0 (b’) are transformed to 

methylene protons linked to ester groups of esterified H0. Thus, H0 esterification results in a 

decrease in the integral intensity of b’ and a subsequent increase in the integral intensity of c’, 
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whereas the integral sum of b’, b’’ and c’ of esterified H0 and non-esterified H0 remains the 

same, i.e. 1 (reference signals, * in Table 8). For example, in case of H08 esterification, as 

presented in Table 8, the integral intensity of b reduced from 0.7 to 0.49 (Δ = 0.21), whereas 

the integral intensity of c’ increased from 0.3 to 0.51 (Δ = 0.21). Thus, the amount of protons 

that shift from b’ to c’ corresponds to the intensity of signal 1 (methylene α to carboxyl group 

of SA), confirming an ideal case of H0 esterification without any side reactions. Similar 

observations were recorded in case of H12 esterification, as shown in Table 8. The 1H-NMR 

spectrum of H12 is attached in the appendix section. 

Based on the information from 1H -NMR, the degree of stearyl chains substitution onto H0 

(%DS) was calculated. The degree of stearyl chain substitution onto H0 reflects the ratio of –

OH groups converted to ester groups and –OH groups initially present in pristine H0. Thus, % 

DS can be expressed as a peak integral ratio of methylene ester groups of SA (I1) to the signal 

intensity of methylene α to the end hydroxyl groups in bulk H0 (equation 6). The latter was 

determined after the reaction of H0 with excess TAI (section 4.2.2).  

% DS = I1/0.44*100                                                                  (10) 

Based on equation 10, the calculated value of stearyl chain substitution onto H0 is 48 % for 

H08 and 77 % for H12. Thus, the expected theoretical amount of unreacted hydroxyl groups 

should be 52 % and 23 % for H08 and H12, respectively. The amount of unreacted hydroxyl 

groups after partial esterification with SA can be estimated using the TAI derivatization model, 

as discussed previously in section 4.2.2. The TAI substitution rate varies depending on the 

amount of free hydroxyl groups in modified H0, which is depicted schematically in Figure 27. 
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Figure 27: Schematic illustration of termination hydroxyl groups in (a) H08 and (b) H12 with TAI. 

The intensity of the signals that appear after termination of hydroxyl groups with TAI change 

depending upon the extent of TAI substitution. Figure 28 shows an enlarged section of 1H-NMR 

spectrum of neat and TAI-derivatized H08 and H12, supported by a schematic representation 

and signals attributed to the end groups. The peak designation and chemical shift are in 

agreement to the peaks presented in Figure 23 for TAI-derivatized H0. It can be observed that 

depending on the amount of free hydroxyl groups which varies between H08 and H12, the ratio 

of signal intensity c’’ to c’ differs. As signal e is attributed to the imidic hydrogen of the 

derivatized end groups, the amount of unreacted hydroxyl end groups in H08 and H12 (%b’) 

can be calculated from its integral using equation 11.  

%𝑏′ =
𝐼𝑒

0.44/2
∗ 100                                                        (11) 
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Figure 28: 1H-NMR section of (a) H12, (b) TAI-derivatized H12, (c) H08 and (d) TAI-derivatized H08 showing signals 

attributed to the end groups, with magnified signal in the low magnetic field. 

Table 9: Summary of the integral intensity of signals from the section of 1H-NMR spectrum of TAI-derivatized H08 

and TAI-derivatized H12 from Figure 28. * represents reference signal. 

Peak 
Integral 

intensity for 

H08 

Integral 

intensity for 

H12 

*b’’ 0.26 0.26 

* c’ + c’’ 0.74 0.74 

e 0.11 0.05 

From equation 11, H08 and H12 have 50 % and 23 % of unreacted hydroxyl groups, 

respectively, which is in close agreement to the theoretical count of unreacted hydroxyl groups 

following the esterification with SA. This confirms that TAI derivatization is an effective method 

to establish the amount of hydroxyl end groups in hyperbranched polyester.  

4.4. Synthesis of H0 Modified PLA 

This section presents an approach to perform a reaction between H0 hydroxyl groups and PLA 

carboxyl groups in a continuous extrusion process using a small amount of Lewis acid catalyst, 

such as butyl stannoic acid (BuSnO(OH); BTA). An Organotin (IV) catalyst was selected due to 
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its ability to boost the esterification at elevated temperatures [170,171]. PLA and H0 were blended 

at a molar ratio 5:1 and 1:1 in the presence of 0.2 phr BTA. The composition was calculated 

based on the molecular weight of PLA as determined by GPC (Mn= 1.31 * 105 g/mol) and the 

theoretical molecular weight of H0 (Mtheor= 1748 g/mol). In addition, a sample of PLA was 

melt blended with H0 without BTA as a reference. The experiments were performed in a JSW 

TEX 30 twin-screw extruder operating in co-rotating mode (refer to the experimental section 

for further details). The residence time for a screw speed of 300 rpm and a throughput of 5 

kg/h at 180 °C was 10 minutes. Table 10 summarizes the blend compositions with the 

respective codes, and Figure 29 illustrates the reaction between H0 and PLA in PLA matrix 

during the melt mixing. 

Table 10: Composition of the extruded blends. 

Code PLA:H0 

[molar ratio] 

BTA 

[phr] 

PLA - - 

PLA/H0-5-1 5:1 - 

PLA/H0/BTA-1-1 1:1 
0.2 

2 

PLA/H0/BTA-5-1 5:1 0.2 

 

 

Figure 29: Schematic illustration of the reaction between H0 and PLA in PLA melt during reactive extrusion. 

The reaction products of PLA and H0 during melt mixing were characterized using 1H-NMR 

spectroscopy. For 1H-NMR characterization, samples were prepared by dissolving the extruded 

material in CDCl3. Figure 30 shows the 1H-NMR spectrum of extruded PLA neat (Figure 

30b), PLA/H0-5-1 (Figure 30c), PLA/H0/BTA-1-1 (Figure 30d) and PLA/H0/BTA-5-1 (Figure 

30e). Figure 30a shows the spectrum of CDCl3 so as to distinguish the solvent peak from the 

extruded material. The 1H-NMR spectra of extruded materials have two characteristic signals at 

1.5-1.6 ppm (i) and 5.13-5.20 ppm (h) corresponding to methyl and methine protons of the 
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repeat units in PLA, respectively. The resonance signals at 1 ppm (f) correspond to the methyl 

group and those at 4.35 ppm (g) correspond to methine linked to the end hydroxyl groups. 

These signals have been previously reported in other studies [146,172]. In the enlarged section of 

the spectrum of PLA/H0-5-1, PLA/H0/BTA-1-1 and PLA/H0/BTA- 5-1 between 3.5 ppm and 

4.5 ppm, new peaks can be seen, which are not present in neat PLA. As reported in sections 

4.2.2 and 4.3, the position of these two peaks is in agreement with the chemical shift of 

methylene units in H0 (labeled b’, b’’ and c’). The signal at ~4.28 ppm is overlapped by the 

signal for methine α to the end hydroxyl groups in PLA (g). 

 

Figure 30: 1H-NMR spectrum and assignment of peaks of (a) CDCl3 NMR solvent (b) neat PLA (c) PLA/H0-5-1 

(d) PLA/H0/BTA-1-1 and (e) PLA/H0/BTA-5-1 in CDCl3. 

To quantify PLA substitution on H0, the amount of unreacted hydroxyl groups by using a TAI 

derivatization model was determined. As discussed previously in sections 4.2.2 and 4.3, a TAI 

reaction with unoccupied –OH groups in H0 results in a peak labeled c’’ at 4.4 ppm, which 
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corresponds to protons adjacent to TAI-terminated functional end groups in H0. Figure 31a is 

a schematic illustration of a partially successful reaction between PLA and H0, and Figure 31b 

is a schematic illustration of an unsuccessful reaction between PLA and H0. The green circles 

represent PLA-substituted H0, whereas the blue circles represent TAI-substituted H0. As shown 

in Figure 31a, the rate of TAI substitution onto H0 is low in case of partially successful PLA-H0 

reaction due to limited availability of free –OH groups of H0. The consequence of the failed 

reaction between PLA and H0 is an increased rate of TAI substitution (Figure 31b). 

 

Figure 31: Schematic illustration of TAI derivatization in (a) partially successful reaction of H0-PLA and (b) 

unsuccessful reaction between H0 and PLA. The green circles represent PLA-substituted H0 and the blue circles 

represent TAI-substituted H0. 

Figure 32 shows an enlarged section of 1H-NMR spectrum of PLA (Figure 32a), PLA/H0-5-1 

(Figure 32b), PLA/H0/BTA-1-1 (Figure 32c) and PLA/H0/BTA-5-1 (Figure 32d), and their 

respective TAI derivatives (Figure 32a’-d’). The peak (g) corresponding to a methine group 

linked to the end hydroxyl group of PLA (Figure 32a) disappears after substitution of TAI onto 

PLA (Figure 32a’).  In the case of TAI-derivatized PLA/H0-5-1 (Figure 32b’), PLA/H0/BTA-1-1 

(Figure 32c’) and PLA/H0/BTA-5-1 (Figure 32d’), disappearance of g leaves c’ uncovered. In 

addition, signal c’’ at 4.4 ppm is visible in TAI-derivatized samples and corresponds to the 

protons adjacent to TAI-terminated functional end groups in modified H0. As seen earlier in 

Figure 24b of TAI-terminated pristine H0 in section 4.2.2, the intensity of signal c’’ dominates 
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the intensity of signal c’. The intensity ratio of signal c’’ to c’ is 1.7 for PLA/H0-5-1. On addition 

of BTA as catalyst to the PLA/H0 system, the ratio of signal intensity c’’ to c’ changes to 1.1 for 

PLA/H0/BTA-1-1 and and 0.8 for PLA/H0/BTA-5-1. A successful substitution of PLA onto H0 

lowers the number of available free hydroxyl groups that can undergo termination with TAI, 

thereby lowering the ratio of signal intensity c’’ to c’.  In other words, a distinctly lower signal 

intensity of c’’ in case of a PLA/H0 system catalyzed by BTA confirms a successful reaction 

between PLA and H0, unlike in the case of non-catalyzed PLA/H0 system.  Thus, a partial 

modification of hyperbranched polyester with PLA can be confirmed for PLA/H0/BTA-1-1 and 

PLA/H0/BTA-5-1 systems in a melt mixing process, and a catalyst is required to support the 

esterification. 

 

Figure 32: Portion of the 1H-NMR of (a) PLA, (b) PLA/H0-5-1, (c) PLA/H0/BTA-1-1, (d) PLA/H0/BTA-5-1 and TAI 

derivative (a`) PLA, (b`) PLA/H0-5-1 (c`) PLA/H0/BTA-1-1, (d`) PLA/H0/BTA-5-1.  
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The thermal stability of PLA, PLA/H0-5-1, PLA/H0/BTA-1-1 and PLA/H0/BTA-5-1 was 

analyzed by thermogravimetric analysis. The samples were examined under nitrogen 

atmosphere at a heating rate of 10 °C/min. Figure 33 shows TG and DTG thermograms of 

various test specimens. Thermal decomposition of PLA/H0/BTA-1-1 and PLA/H0/BTA-5-1 

samples occurs faster than in case of neat PLA and PLA/H0-5-1. The temperature of maximum 

decomposition rate obtained from DTG of PLA, PLA/H0-5-1, PLA/H0/BTA-1-1 and 

PLA/H0/BTA-5-1 is 371 °C, 369 °C, 277 °C and 275 °C, respectively. The reason for a sharp 

drop in the decomposition temperature of PLA/H0/BTA-1-1 and PLA/H0/BTA-5-1 could be 

related to the degradation due to the use of the catalyst in the melt mixing process. Besides the 

esterification activity, using tin as catalyst is known to cause back-biting reactions in PLA, 

leading to formation of lactide [173]. 

 

Figure 33: (a) TGA and (b) DTG curves of the thermal decomposition of PLA (black), PLA/H0-5-1 (red), PLA/H0/BTA-

1-1 (green), PLA/H0/BTA-5-1 (blue). 
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In similar manner as previously mentioned, different amounts of BTA ranging from 0.2 % to 

0.02 % were melt mixed with PLA in order to investigate the effect of the catalyst on the thermal 

properties of PLA. Figure 34 shows DTG thermograms of neat PLA and PLA containing different 

amounts of BTA. 

 

Figure 34: DTG curves of the thermal decomposition of PLA (black) and PLA containing 0.02 % (red), 0.05 % (blue), 

0.075 % (green) and 0.2 % (purple) monobutyltin oxide. 

As shown in the Figure 34, the maximum decomposition temperature of neat PLA is 372 °C 

(black curve).  The addition of BTA to PLA causes a shift in the decomposition temperature and 

the extent of the temperature shift depends upon the amount of BTA content in PLA. As BTA 

content in PLA decreases from 0.2 % (purple curve) to 0.075 % (green curve), the maximum 

decomposition temperature shifts from lower temperature to higher temperature.  In addition, 

a small shoulder peak in the range of 340 °C is observed, suggesting that the decomposition of 

PLA catalyzed with 0.075 % BTA occurs in two steps. The two-step decomposition is distinctly 

visible as the amount of BTA in PLA is reduced further to 0.05 % (blue curve). The maximum 

decomposition temperature shifts towards higher temperature, which means towards the 

maximum decomposition temperature of neat PLA. In the case of the PLA sample consisting of 

0.02 % BTA (red curve), the maximum decomposition rate is 368 °C, which is almost as high 

as that for neat PLA (372 °C). The decomposition by 0.02 % BTA is 40 °C below the starting 

point of PLA decomposition, which is visible as a low temperature shoulder.  

The two-step decomposition of PLA samples consisting of 0.02 %, 0.05 % and 0.075 % of BTA 

could be caused by tin-catalyzed PLA de-polymerization [25]. The literature suggests that PLA 

samples with substantial concentrations of tin catalysts decompose in two dominating 

pathways [174]. The low temperature decomposition occurs due to tin-catalyzed PLA de-

polymerization that yields lactide, produced in a backbiting reaction. The high-temperature 
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decomposition produces lactide, higher cyclic oligomers and nonselective decomposition 

products. It is likely that lactide and higher cyclic oligomers produced during the second step 

of decomposition are formed by radical cyclization or nucleophilic substitution reactions 

occurring randomly inside the polymer chain [174]. In the case of PLA consisting of 0.2 % BTA, 

a single decomposition step is observed, which could be due to the dominance of tin-catalyzed 

PLA de-polymerization initiated via free hydroxyl groups at the chain ends. 

To understand the thermal degradation behavior of PLA and PLA catalyzed with BTA, 1H-NMR 

analysis was examined on samples before and after extrusion, as shown in Figure 35. The 

samples for 1H-NMR analysis were prepared in CDCl3. The signal ‘s’ in Figure 35 corresponds to 

the solvent. 1H-NMR spectrum of neat PLA before and after extrusion does not show any 

evidence of change in the polymer structure, which might confirm that PLA does not undergo 

degradation during the extrusion process. However, in the case of PLA samples extruded with 

0.2 % BTA (Figure 35c), new signals appear at 5 ppm (k) and 1.7 ppm (j), which could be 

related to the lactide unit formation, and confirms the material degradation during 

processing [172]. Signal ‘k’ is related to methine proton in the ring and signal ‘j’ to the methyl 

proton of the lactide unit. A drop in the catalyst amount in PLA to 0.02 % reduces the intensity 

of signal corresponding to lactide (Figure 35d), indicating that the tin-catalyzed PLA de-

polymerization could be limited. 

 

Figure 35: 1H-NMR spectra and peak assignments of (a) PLA before extrusion (b) PLA after extrusion containing 

(c) 0.2 % BTA and (d) 0.02 % BTA. The spectrums were recorder in CDCl3. 
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4.5. Synthesis of H08 and H12 modified PLA 

The earlier section presented the possibility of modifying H0 with PLA in the presence of a 

catalyst such as BTA, in a reactive extrusion process. However, the amount of BTA is critical in 

terms of the degradation of PLA and an amount as high as 0.2 % could cause substantial 

degradation of PLA. The present section discusses melt extrusion of SA modified H0 and PLA in 

presence of BTA. First, a model experiment consisting of H08, PLA and 0.02 % BTA was 

conducted.  H08 and PLA were mixed in molar ratio of 5:1 and 1:1. In addition, a model 

experiment consisting of H08 and PLA without BTA was conducted, which forms the reference. 

The model reactions were carried out in TGA equipment, and the reaction conditions, such as 

temperature and reaction time, were maintained identical to those in the reactive extrusion 

process. The aim of the model experiment was to evaluate if 0.02 % BTA is sufficient to catalyze 

the reaction between PLA and H08. 

In order to facilitate dispersion of the reaction components, PLA, H08 and BTA were dissolved 

in dichloromethane. After evaporating dichloromethane, TAI termination of free hydroxyl 

groups was performed on each sample before and after the reaction in the melt. To perform the 

reaction in the melt, the samples were placed in a TGA pan and were heated up to 110°C for 2 

hours to remove residual moisture. Finally, the samples were heated to 180°C. After 10 minutes, 

the samples were cooled rapidly to room temperature. As discussed in previous sections, TAI 

derivatization confirms the modification of hydroxyl groups of hyperbranched polyester polyol 

with PLA. Table 11 summarizes the composition of test samples.  

Table 11: Sample composition with corresponding 1H-NMR code as presented in Figure 36. 

Sample code PLA:H08 

[molar ratio] 

BTA 

[%] 
Remark 

PLA/H08-A 1:1 - Prior reaction in melt 

PLA/H08-A` 1:1 - After reaction in melt 

PLA/H08-B 1:1 0.02 Prior reaction in melt 

PLA/H08-B` 1:1 0.02 After reaction in melt 

PLA/H08-C 5:1 - Prior reaction in melt 

PLA/H08-C` 5:1 - After reaction in melt 

PLA/H08-D 5:1 0.02 Prior reaction in melt 

PLA/H08-D` 5:1 0.02 After reaction in melt 

The samples listed in Table 11 were characterized through 1H-NMR spectroscopy. Figure 36 is 

an enlarged portion of the 1H-NMR spectrum, showing signals attributed to protons adjacent to 

H08 end groups terminated with TAI. 
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Figure 36: Expanded portion of the 1H-NMR spectrum of TAI-terminated a) PLA/H08-A (b) PLA/H08-A` (c) PLA/H08-

B (d) PLA/H08-B` (e) PLA/H08-C (f) PLA/H08-C` (g) PLA/H08-D and (h) PLA/H08-D`. The samples for 1H-NMR 

spectroscopy were dissolved CDCl3. 

Figure 36a and Figure 36b show the enlarged portion of 1H-NMR of TAI-terminated PLA/H08 

samples mixed in molar ratio 1:1 without BTA, before and after a reaction in TGA, respectively. 

As shown in Figure 36a and Figure 36b, the 1H-NMR overlap and no change in intensity of 

signal c’’ is observed. On addition of the catalyst to the reaction mixture, a slight change in 

intensity of signal c’’ between the samples before and after TGA process is observed, as shown 

in Figure 36c and 36d. Figure 36c and Figure 36d show enlarged portion of 1H-NMR of TAI-

terminated PLA/H08 samples mixed in molar ratio 1:1 containing 0.02 % BTA before and after 

a reaction in TGA, respectively. The change in intensity of signal c’’ could suggest that as less as 

0.02 % BTA could support the reaction between free hydroxyl groups in H08 and PLA. As the 

molar ratio of PLA/H08 was increased to 5:1 without addition of BTA, similar behavior in 1H-

NMR of TAI-terminated PLA/H08 samples before and after a reaction in TGA was observed. As 

shown in Figure 36e and Figure 36f, there is no noticeable change in intensity of signal c’’ in 

1H-NMR spectrum. However, as shown by an arrow in Figure 36h, after addition of 0.02 % BTA 

to the reaction mixture, the signal intensity of signal c’’ almost disappears from the spectrum 

after the reaction in TGA. Figure 36g and Figure 36h show the enlarged portion of 1H-NMR of 

TAI-terminated PLA/H08 samples mixed in molar ratio 5:1 containing 0.2 % BTA, before and 
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after reaction in TGA, respectively. The disappearance of signal c’’ is a strong indication of a 

successful PLA functionalized H08. The reaction mixture of PLA/H08 with a molar composition 

5:1 has a higher number of acid groups arising from PLA, and has a greater chance to 

functionalize hydroxyl groups of H08 with PLA, as compared to the reaction mixture of 

PLA/H08 with a molar composition 1:1. 

Based on the observation made in the model reactions, PLA was melt blended with 

hyperbranched polyesters H08 and H12 in the presence of BTA in a JSW TEX twin-screw 

extruder. The sample PLA/H08/BTA-5-1 comprises of PLA/H08 having a molar composition 

5:1 and 0.02 % BTA. The sample PLA/H12/BTA-5-1 comprises of PLA/H12 having a molar 

composition 5:1 and 0.02 % BTA. As explained earlier in section 4.3, H08 and H12 differ in the 

ratio of SA chains to free hydroxyl groups. In case of H08, the ratio of SA chains to free hydroxyl 

groups is approximately 1:1, whereas the ratio of SA chains to free hydroxyl groups in H12 is 

approximately 3:1. The extruded materials were derivatized with TAI, which is illustrated 

schematically in Figure 37. 

 

Figure 37: Schematic illustration of reaction between PLA and (a) H08, (b) H12 in PLA melt during reactive extrusion, 

followed by TAI derivatization of the extrudate. 

The 1H-NMR samples were prepared by dissolving the TAI derivatized extrudate in CDCl3. 1H-

NMR spectrum of TAI-derivatized H08 and H12 forms the reference. The signals corresponding 

to protons adjacent to hydroxyl end groups terminated with TAI are marked as c’’ and these 

signals overlap with the signal c’ of the methylene α to ester groups. 
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Figure 38: Enlarged portion of the 1H-NMR of TAI derivatized (a) H08 (a`) PLA/H08/BTA-5-1 (b) H12 and (b`) 

PLA/H12/BTA-5-1. The spectrums were recorded in CDCl3. 

The intensity of signal c’’ of TAI-derivatized H08 (Figure 38a) is significantly higher as 

compared to that of TAI derivatized PLA/H08/BTA-5-1 (Figure 38a’), which indicates the 

presence of a larger number of free hydroxyl groups in H08 as compared to PLA/H08/BTA-5-

1. It can be inferred that functionalization of PLA onto H08 was effective in the presence of 

BTA. In case of TAI-derivatized H12 (Figure 38b), the signal intensity of c’’ is very weak and it 

yet again confirms the presence of a larger amount of free hydroxyl groups as compared to TAI-

derivatized H08. The weak signal intensities make it difficult to draw a clear conclusion about 

the functionalization of PLA onto H12 in the presence of BTA (Figure  38b’). The intensity of 

signal c’’ in TAI derivatized H12 is much weaker than signal intensity of c’’ in TAI derivatized 

H08. 

An attempt was made to investigate the utility of PLA/H08/BTA-5-1 and PLA/H12/BTA-5-1 as 

compatibilizers for PLA/PE binary blends. The ternary blends consisting of PLA/PE at a constant 

weight ratio of 80:20 wt% : wt% with PLA-modified H08 or PLA-modified H12 (5 or 10 wt%) 

were produced using a twin-screw extruder Process 11. The extrusion processes were 

characterized by pressure fluctuations and drop in melt pressure after addition of potential 

compatibilizer, from ~40 bar for binary blend to ~25 bar for ternary blend. The final material 

was highly deformed with visible melt instabilities and the resulting product was not suitable 

to be tested in a tensile testing equipment. Further investigation of processing parameters is 

required to obtain a homogeneous product. 
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4.6. Summary of hyperbranched polyester polyol modification with stearic acid and 
polylactic acid 

A modification of a hyperbranched polymer into a star-shaped polymer comprising of stearic 

acid (SA) and poly lactic acid (PLA) arms was presented in this chapter. Boltorn™ HB20 (H0) 

is selected as the scaffold. An in-depth 1H-NMR spectroscopy allowed quantification of the 

number of free -OH groups available for the H0 functionalization. A model study based on 

trichloracetylisocynate (TAI) was developed to quantify and verify the functionalization of H0 

with stearic acid (SA) and PLA. 1H-NMR spectroscopy analysis also helped to monitor the 

chemical changes occurring in H0 after TAI derivatization, SA and PLA substitution.   

H0 was partially modified wit SA under melt conditions at two molar ratios; H0:SA / 1:8 (H8) 

and H0:SA / 1:12 (H12). The thermal stability of H08 and H12 increased with an increasing 

amount of end group modification. To study the conditions required for H08 and H12 

functionalization with PLA, H0 was melt blended with PLA in a continuous extrusion process at 

different molar ratio of H0 and PLA along with 0.2 % butyl stannoic acid catalyst (BTA). The 

1H-NMR study of a TAI-derivatized extrudate revealed partial modification of hyperbranched 

polyesters with PLA in a catalyzed system, whereas there were no signs of reaction between 

PLA and H0 in a non-catalyzed system.  A thermogravimetric analysis indicated that BTA causes 

material degradation during extrusion.  

As low as 0.02 % BTA lowered the temperature of the maximum decomposition rate by 4°C as 

compared to neat PLA. The trigger temperature of decomposition was 40°C lower than that of 

neat PLA. The thermal stability of PLA was further affected by higher concentration of the 

catalyst. 

Following the H0 and PLA reaction in presence of BTA, another reference study was conducted 

in order to evaluate PLA substitution onto H08 in presence of 0.02 % BTA. PLA and H08 were 

mixed in a molar ratio 1:1 and 5:1 and the reaction was performed in TGA under conditions 

that closely mimicked the conditions in an extrusion process. The samples were subjected to 

TAI derivatization before and after the reaction, and the samples were analyzed via 1H-NMR 

spectroscopy. The TAI derivatization confirmed that as low as 0.02 % BTA supports the reaction 

between free hydroxyl groups in H08 and PLA. There was no sign of reaction between PLA and 

H08 in the absence of a catalyst. Finally, a reactive extrusion comprising of PLA:H08 / 5:1 and 

PLA:H12 / 5:1, in presence of 0.02 % BTA, was conducted. The resulting samples subjected to 

TAI derivatization and 1H-NMR spectroscopy analysis confirmed a successful partial substitution 

of PLA onto H08. Owing to a low number of free hydroxyl groups and the resulting weak signal 
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intensities in 1H-NMR spectrum of H12 and PLA/H12/BTA-5-1 it was difficult to conclude a 

successful partial substitution of PLA onto H12. 
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5. Compatibilization of PLA and PE blends with epoxy functionalized PE. Degradation 

study on binary and ternary blends 

5.1. General remarks 

This chapter is divided into two subparts.  The first part of this chapter presents 

compatibilization studies on PLA/PE blends using ethylene-glycidyl methacrylate (E-GMA) as 

the compatibilizer. The mechanical properties of the resulting PLA/PE/E-GMA ternary blends 

are investigated and compared against PLA/PE binary blends. The influence of E-GMA on the 

deformation behavior of the dispersed phase during uniaxial elongation is examined in detail. 

In the second part of this chapter, the impact of PE and E-GMA on the natural weathering 

behavior of PLA is investigated. The sample preparation and the field set-up are explained. The 

methodology uses the variation in the thermal stability of the samples, changes in the chemical 

structure, and the molecular weight due to natural weathering to study sample degradation. 

The present research is the first of its kind to study the response of PLA/PE blends to natural 

outdoor conditions and environmental UV radiation. 

5.2. Tensile testing and morphology investigation of PLA/PE/E-GMA ternary blends 

The ternary blends were prepared at a constant weight ratio of PLA/PE/E-

GMA / 80:20:5 / wt%: wt%: wt% using a twin-screw extruder Process 11, equipped with a slit 

die and conveyor belt at the die exit. The extruded material was drawn continuously at a draw 

ratio of 2. The dispersed phase of ternary blends comprises the PE types HDPE, LDPE, LLDPE 

and mPE. The elasticity modulus and elongation at break of the resulting blends were 

characterized in a tensile testing machine. The sample specimens for tensile testing were 

punched directly out of the extruded film. The tensile test data of E-GMA compatibilized PLA/PE 

ternary blends are summarized in Table 12. For comparison purposes, the tensile test data of 

neat PLA and PLA/PE binary blends from chapter 3 (section 3.1) are also included in the Table 

12. 
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Table 12: Comparison of tensile properties of PLA, PLA/PE binary blends and E-GMA compatibilized PLA/PE ternary 

blends. 

Sample Composition Elasticity Modulus 

(MPa) 

Elongation at break 

(%) 

PLA 100 1810 ± 188 8.6 ± 1.9 

PLA/HDPE 80/20 1590 ± 95 11 ± 8 

PLA/HDPE/E-GMA 80/20/5 1580 ± 70 384.0 ± 16 

PLA/LDPE 80/20 1330 ± 29 5 ± 0.8 

PLA/LDPE/E-GMA 80/20/5 1330 ± 50 342 ± 24 

PLA/LLDPE 80/20 1400 ± 69 355 ± 34 

PLA/LLDPE/E-GMA 80/20/5 1310 ± 85 396 ± 28 

PLA/mPE 80/20 1390 ± 78 364 ± 30 

PLA/mPE/E-GMA 80/20/5 1270 ± 25 419 ± 35 

As previously discussed in chapter 3, the elongation at break of PLA/mPE and PLA/LLDPE is 

noticeably higher than neat PLA, PLA/HDPE and PLA/LDPE blends. Addition of E-GMA to the 

PLA/LLDPE and the PLA/mPE blends provides a negligible boost to the elongation at break as 

shown in Table 12. On the other hand, an addition of 5 % E-GMA to the PLA/HDPE and the 

PLA/LDPE blends has an enormous impact on the elongation at break as compared to that in 

the PLA/HDPE and the PLA/LDPE binary blends. Approximately an increase by 300 % in 

elongation at break of the PLA, the PLA/HDPE and the PLA/LDPE blends is obtained on addition 

of 5 % E-GMA to the blend composition. However, addition of E-GMA has a negligible impact 

on the elasticity modulus of the PLA/HDPE and the PLA/LDPE binary blends. Importantly, the 

presence of E-GMA does not deteriorate the elasticity modulus of the PLA/HDPE and the 

PLA/LDPE binary blends. 

The morphology of PLA/PE/E-GMA ternary blends listed in Table 12 was investigated. A 

comparison of morphologies of PLA/PE binary and PLA/PE/E-GMA ternary blends is presented 

in Figure 39. 
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Figure 39: SEM morphologies of the cryogenically-fractured surface of compatibilized blends (a) PLA/HDPE/E-GMA, 

(b) PLA/LDPE/E-GMA, (c) PLA/LLDPE/E-GMA, (d) PLA/mPE/E-GMA and binary blends (a’) PLA/HDPE, (b’) PLA/LDPE, 

(c’) PLA/LLDPE and (d’) PLA/mPE. 

Figure 39 indicates that addition of E-GMA to PLA/PE blend leads to a finer morphology of 

dispersed phase with very few cavities being visible on the fractured surface, in contrast to 

morphology of uncompatibilized blends.  In particular, PLA/HDPE/E-GMA (Figure 39a) and 
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PLA/LDPE/E-GMA (Figure 39b) have a noticeably different morphology, where the size of the 

PE globules is much lesser as compared to that observed in the PLA/HDPE (Figure 39a’) and 

the PLA/LDPE (Figure 39b’) binary blends. The addition of an interfacial modifier like E-GMA 

results in a decrease in interfacial tension, which significantly decreases the particle size that is 

difficult to be deformed. The improvement of interfacial adhesion between the matrix and the 

dispersed phases could result in better stress transfer and subsequent improvement in 

elongation at break. Addition of a compatibilizer to PLA/LLDPE and PLA/mPE inhibits the 

coalescence of the dispersed phase. As discussed earlier in the chapter 3, coalescence might 

contribute to the development of elongated dispersed phase particles in binary blends. The 

merger of the droplets is prevented as the dispersed phase is coated with the compatibilizer 

[175]. Therefore, morphology of the PLA/LLDPE/E-GMA (Figure 39c) and the PLA/mPE/E-GMA 

blends (Figure 39d) is transformed into fine spherical particles dispersed in the matrix.   

In order to confirm interfacial adhesion between the matrix and the dispersed phases, DSC 

analysis on pure PLA and PE-free PLA/E-GMA blends were performed. The amount of E-GMA 

in the PE-free PLA/E-GMA blend composition was varied. Figure 40 shows the DSC second 

heating thermograms of PLA (curve a) and different PLA/E-GMA blends (curve b to e) recorded 

at heating rate of 10 °C/min. The amount of E-GMA in the blend composition was increased 

from 5 wt% (curve b) to 20 wt% (curve e) in steps of 5 wt%. 

 

Figure 40: DSC heating curves of (a) PLA and PLA/E-GMA blends in different ratios of E-GMA (b) 95/5, (c) 90/10, 

(d) 85/15, (e) 80/20 recorded at the heating rate of 10 °C/min. 

Figure 40 shows that addition of 5 wt% of E-GMA into PLA (curve b) results in a drop in 

enthalpy of cold crystallization and melting point enthalpy of PLA, whereas cold crystallization 

(Tcc) of PLA shifts to a higher temperature. A further increase in the amount of E-GMA in the 

blend composition causes a minor increase in the cold crystallization temperature of PLA, and 
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a decrease in the melting point enthalpy of PLA.  The melting point enthalpy of PLA is barely 

visible as the amount of E-GMA in the blend composition reaches 20 wt% (curve e). This 

diminishing of the melting enthalpy of PLA could be attributed to a chemical reaction between 

end carboxyl groups of PLA and epoxy groups of E-GMA, which also reduces the mobility of 

PLA chains and their ability to crystallize [176,177]. The DSC data of the PLA and the PLA/E-GMA 

blends are summarized in Table 13. 

Table 13: Thermal parameters obtained from DSC heating scan of PLA and PLA/E-GMA blends recorded at a rate of 

10 °C/min. 

Sample 
Composition 

(wt% / wt%) 

Tg 

[°C] 

TmI 

[°C] 

ΔHmI 

[J/g] 

Tcc 

[°C] 

ΔHcc 

[J/g] 

TmII 

[°C] 

ΔHmII 

[J/g] 

PLA 100 58 - - 121 15 148 15 

PLA/E-GMA 95/5 58 102 3 125 7 149 7 

PLA/E-GMA 90/10 58 102 4 126 5 149 5 

PLA/E-GMA 85/15 58 103 7 127 3 150 3 

PLA/E-GMA 80/20 59 104 10 - - 150 0.2 

5.3. Field setup 

In this section, the impact of mPE and E-GMA on the weathering properties of PLA under natural 

environmental conditions is investigated. Blends of PLA/mPE with the weight ratio 80:20 and 

those of PLA/mPE/EGMA with the weight ratio 80:20:5 were prepared, and PLA was selected 

as a reference sample. The PLA, PLA/mPE binary and PLA/mPE/EGMA ternary blends were 

extruded through a film blowing extruder equipment. The pellet composition was added to a 

25 L/D AxonBX25 extruder fitted with a blowing die of 70 mm diameter and an associated 

tower. The samples were melt mixed into a film of thickness 0.02-0.03 mm.  

The samples were tested over five months from January to May 2017 (Australian summer-

autumn period) at Pinjarra Hills, Queensland Australia. The field study was carried out during 

favorable meteorological conditions, where the atmospheric temperatures and humidity were 

high. At the trial site, the temperature, humidity and rainfall were recorded with the support of 

a weather station (Campbell Scientific Inc.). However, the soil conditions were not recorded. 

Figure 41 shows monthly average temperature and humidity data recorded by the weather 

station over the period of the field test.  The total rainfall accumulation was 3 mm from January 

to end of February, 305 mm in March, 16 mm in April and 46 mm in May. 



  

66 

 

Figure 41: Monthly average temperature and humidity data recorded from January to May 2017 recorded by the 

weather station.  

The samples were partially submerged in soil, as it is known that various environmental factors 

could affect degradation of the sample place either under or above the ground. Sunlight is the 

major source of UV radiation and temperature, whereas rain and atmospheric humidity are the 

source of moisture [178]. It is known that the chain scission in the PLA backbone and reduction 

in the molecular weight could occur as a consequence of UV irradiation, hydrolysis and/or 

microbial attack [178–180].  Figure 42a is a picture taken from the field, where PLA, PLA/mPE and 

PLA/mPE/E-GMA samples were partially submerged in soil. Figure 42b and 42c are schematic 

representations that show part of the film submerged in soil (UG) and part of the sample lieing 

above the soil (AG) from top view and cross-section, respectively. 

 

Figure 42: (a) PLA, PLA/mPE and PLA/E-GMA samples placed at the field in the outskirts of Brisbane, (b) schematic 

representation of sample placed at the field partially submerged in the soil from top and (c) cross-section. 
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5.4.  Weathering behavior of PLA and PLA blends 

The variation in thermal behavior of samples before and after weathering was used as a method 

to study sample degradation. Thermal gravimetric analysis (TGA) determines the thermal 

stability of the samples and it can be correlated to the material degradation,  as the low 

molecular weight fraction derived from the degradation of the long chain polymer can volatilize 

easily [181]. Thermogravimetric analysis was performed on film specimens that were placed 

above the soil and under the soil. The film specimens were cleaned prior to the TGA analysis. 

Figure 43 shows temperatures obtained for all the samples at a mass loss of 10 % (T10) and 

50 % (T50). 

 

Figure 43: Effect of the exposure time on the thermal degradation temperature obtained at (a) 10 % mass loss and 

(b) 50 % mass loss for the sample specimen placed above the ground (AG solid line) and under the ground (UG 

dashed line). 

At exposure time 0, an increase in thermal stability of PLA/mPE binary and PLA/mPE/EGMA 

ternary blends as compared to neat PLA is observed. The increase in initial degradation 

temperature of PLA/mPE and PLA/mPE/E-GMA could be related to polyethylene particles 

retarding the diffusion of oxygen into the polymer matrix [91]. Thus, the thermal oxidation of 



  

68 

PLA in either PLA/mPE or PLA/mPE/E-GMA blend is inhibited, resulting in enhancement of the 

thermal stability of the blend. A significant difference can be observed in thermal degradation 

temperatures of the sample specimen above the ground (solid line) and sample specimen under 

the ground (dashed line), which follows a similar pattern at a mass loss of 10 % and 50 %. 

A decrease in the thermal stability of the PLA (blue solid line), the PLA/mPE (red solid line) 

and the PLA/mPE/E-GMA (black solid line) films placed above the ground is seen after just one 

month of exposure. The thermal stability of the PLA and PLA/mPE samples continues to 

decrease until the end of 5 months of exposure, whereas the addition of E-GMA inhibits the 

degradation process of PLA/mPE/E-GMA. The higher thermal stability of PLA/mPE/E-GMA 

compared to that of PLA/mPE could be a result of the stabilizing effect that E-GMA imparts at 

the blend interface. The morphology evaluation of the blown film was not feasible due to very 

low thickness of the film. However, as discussed in the sections 3.2 and 5.2, the morphology of 

PLA/mPE is characterized by micro voids at the interfacial region of the PLA and the mPE 

phases, whereas PLA/mPE/E-GMA morphology is more homogenous. The large amounts of 

micro voids might create space for water to penetrate into PLA/mPE, which could result in PLA 

hydrolysis and reduced thermal stability of the binary blend [182]. 

In case of films buried under the soil, no changes are observed in thermal behavior of PLA 

(Figure 43, blue dashed line) and PLA/mPE/EGMA (Figure 43, black dashed line) over the 

entire 5 months of exposure, thus providing no signs of degradation. However, just after one 

month of exposure, the thermal stability of the PLA/mPE sample buried under the soil (Figure 

43, red dashed line) drops, which could be correlated to the presence of micro voids that 

promote water intake and subsequent PLA hydrolysis as explained earlier. Thus, the 

degradation rate of all sample specimens above the soil is faster, where the specimen has 

maximum exposure to UV radiation, compared to sample specimens underneath the soil. 

FT-IR analysis of PLA (Figure 44a), PLA/mPE (Figure 44b) and PLA/mPE/EGMA (Figure 44c) 

was performed in order to reveal the changes in the chemical bonds of samples after 

weathering. In these figures, the sample specimen before exposure to natural weathering is 

denoted as sample I (black line), the sample specimen after five months of exposure to natural 

weathering underneath the soil is denoted as sample II (green line), and the sample specimen 

after five months of exposure to natural weathering and placed above the soil is denoted as 

sample III (red line). 
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Figure 44: FT-IR spectrum of (a) PLA, (b) PLA/mPE and (c) PLA/mPE/EGMA. (I) Sample specimen before weathering, 

(II) sample specimen underneath the soil after 5 months and (III) sample specimen above the soil and exposure to 

the sun after 5 months. 

As shown in Figure 44a, the characteristic bands in FT-IR spectrum of  PLA before weathering 

(sample I) are in accordance with the FT-IR bands of PLA reported in the literature [180,183]. The 

individual FT-IR bands of PLA are summarized in Table 14. 
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Table 14: Characteristic bands in FT-IR spectrum of PLA. 

Position [cm-1] Assignments 

868 C-C stretching 

1266, 1182, 1128,1080,1043 C-O stretching 

1360, 1380, 1452 C-H deformation 

1748, 
C=O ester carbonyl groups 

 

2996, 2923, 2852 C-H stretching 

As shown in Figure 44a, the PLA sample specimen under the soil (sample II) and the PLA sample 

above the soil (sample III) do not show a shift to a higher or a lower signal intensity. However, 

the PLA sample III shows the presence of a new band at 920 cm-1. With respect to PLA 

degradation, the band at  920 cm-1 can be ascribed to either vinyl unsaturated groups or the 

presence of alpha crystals [184–187]. It is reported that PLA photo-degradation might result into 

chain scission of ester backbone by the formation of C=C double bonds and carboxylic 

acids [184]. Another study reveals that the band at   920 cm-1 could represent a PLA crystalline 

structure, which appears as a consequence of the erosion of the amorphous parts due to 

hydrolysis [187]. Additionally, it is observed that the band at 1268 cm-1, which corresponds to 

carbonyl ester groups, is less intense in the PLA sample III compared to PLA sample I and PLA 

sample II. The decrease in C-O stretching peak could be correlated to either photodegradation 

or hydrolysis of PLA, and either of these leads to chain scission of C-O bonds of the PLA ester 

backbone [178]. Consequently, it is observed that the amount of ester links is reduced, and the 

amount of carboxylic group is enhanced simultaneously, which reflects in a more intense band 

at 1211 cm-1 corresponding to –OC-O stretching of the carboxylic group [188]. In addition, the 

vibration of –CH group at 1360 cm-1 is sharper for the PLA sample III due to the different 

arrangement of chain conformations [188]. The observations and analysis so far suggest that 

photodegradation and hydrolysis are the possible route of PLA degradation. Structural 

differences between sample I and sample II are not observed. Thus, based on thermogravimetric 

and FT-IR analysis, it can be confirmed that PLA degradation under the soil was not present or 

was negligible. Slow rate of PLA degradation under the soil could be due to slow rate of 

hydrolysis at low temperatures and low water content, and relative scarcity of PLA degrading 

organisms [189]. Distribution of PLA-degrading microorganisms in a natural environment is 

limited, and thus, PLA degradation in soil is slow or does not occur [190]. As degradation of PLA 
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underneath the soil is based mainly on the chemical hydrolysis and microbial activity, this 

process can be supported at elevated temperature in a medium that is rich in micro-organisms 

and that has a high capacity to hold water [191]. 

The outcome of the PLA/mPE and PLA/mPE/E-GMA tests is similar to that for PLA. In both 

cases, the sample specimen before weathering (sample I) and the sample specimen underneath 

the soil after exposure to natural weathering are identical and do not show traces of 

degradation. The sample III of the binary and ternary blends, which is the sample specimen 

above the soil and exposed to UV radiation, behaves similar to the PLA sample III, and which 

confirms that mPE or E-GMA do not deteriorate the degradation mechanism of PLA. 

In order to confirm the changes caused by photo-oxidation, the extent of PLA degradation was 

evaluated by analyzing Weight Average Molecular Weight (Mw) through GPC analysis. PLA is 

completely soluble in chloroform (CHCl3), whereas mPE and E-GMA are insoluble. Thus, PLA 

was extracted from the blends by dissolving the blends in CHCl3, followed by filtration. GPC 

analysis was performed on the samples before natural weathering and on the samples placed 

above the ground after 5 months of natural weathering. Table 15 summarizes the average molar 

mass values and the percentage of Mw degradation. 

Table 15: Mw and percentages of Mw degradation of samples under natural weathering.  

Sample 
Exposure time 

[months] 
Mw [g/mol] 

% Mw 

degradation 

PLA 0 230943 - 

PLA 5 220019 5 

PLA extracted from PLA/mPE 0 223776 - 

PLA extracted from PLA/mPE 5 170175 24 

PLA extracted from PLA/mPE/E-GMA 0 230846 - 

PLA extracted from PLA/mPE/E-GMA 5 174154 25 

After 5 months of natural weathering Mw of PLA is reduced by 5 %. Higher decrease in Mw is 

observed for the PLA extracted from PLA/mPE (24 %) and PLA/mPE/E-GMA (25 %). The 

decrease in Mw could be associated with the structural changes observed in the FT-IR spectrum. 

Compared to neat PLA, an inhomogeneous morphology of PLA/mPE and PLA/mPE/EGMA 

blends could result into easier penetration of water, thus enhancing the rate of PLA degradation. 
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This reveals that mPE and E-GMA accelerate PLA degradation and simultaneously provide an 

improvement in the tensile properties of PLA. 

5.5. Summary on PLA/PE blend compatibilization and degradation study 

In this chapter, it was demonstrated that an addition of 5 % E-GMA compatibilizer to PLA/HDPE 

and PLA/LDPE blends significantly improved the elongation at break of the resulting ternary 

blends and closely matched the elongation at break of PLA/LLDPE and PLA/mPE binary blends. 

Following the addition of the compatibilizer, the blend morphology transferred from a coarse 

to a fine dispersed PE phase. DSC experiments on PLA/E-GMA blends confirmed strong 

interaction of PLA and E-GMA that likely contributed to an improved elongation at break 

properties of the PLA/HDPE and the PLA/LDPE ternary blends.  The addition of an interfacial 

modifier to the PLA/LLDPE and the PLA/mPE blends converted the elongated dispersed phase 

particles to spherical small droplets. However, the morphology development for PLA/LLDPE/E-

GMA and PLA/mPE/E-GMA did not significantly influence the tensile properties of the blend. 

A field test was performed with the objective to investigate the impact of mPE and E-GMA on 

the degradation properties of PLA, PLA/mPE binary and PLA/mPE/E-GMA ternary blends, 

where the samples were partially submerged under soil over five months. The thermal 

properties of sample specimens underneath the soil and above the soil were conducted through 

TGA at a mass loss of 10 % and 50 %. TGA analysis confirmed that in case of sample specimens 

placed on top of the soil and exposed to direct sunlight, the PLA/mPE/E-GMA sample specimen 

has better thermal stability compared to the pure PLA and PLA/mPE blends, which could be 

related to the interfacial stability that E-GMA incorporates into the blend system. In case of 

sample specimens underneath the soil, PLA/mPE showed minor degradation, whereas pure PLA 

and PLA/mPE/E-GMA did not degrade. The degradation of PLA/mPE could be attributed to the 

presence of micro voids that promote water intake and subsequent PLA hydrolysis. 

FT-IR spectroscopy analysis of the samples confirmed that mPE and E-GMA do not hinder the 

degradation process of PLA for the sample specimens above the soil and exposed directly to the 

UV radiation. There were no signs of degradation for the sample specimens underneath the soil 

as per FT-IR spectroscopy. Additionally, GPC analysis was conducted on the PLA before 

weathering and on the PLA extracted from PLA/mPE and PLA/mPE/E-GMA sample specimens 

above the ground after five months of weathering period. GPC analysis confirmed that a 

decrease in molecular weight of PLA extracted from the blends was more pronounced as 

compared to the decrease in the molecular weight of pure PLA. Thus, confirming that mPE and 

E-GMA might accelerate degradation process of PLA in blend.  
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6. Nucleating agent for Polylactide and its effect on PLA/PE blends 

The objective of this chapter is to examine the use of terephthaloyl-bis-N, N’-naphthalimidester 

(TN) as a nucleating agent (NA) for PLA, PLA/mPE binary and PLA/mPE/E-GMA ternary 

blends. DSC is used to evaluate the nucleating ability of different nucleating agents on the 

crystallization kinetics of PLA and PLA blends. The first part of the chapter presents the 

nucleating potential of TN and other commercially available nucleating agents on the non-

isothermal crystallization behavior of two different PLA types. The scope of the examination is 

extended to determine the impact of the nucleating agents at different concentrations and 

thermal cooling/heating rates on PLA under non-isothermal and isothermal conditions. In the 

second part of this chapter, the impact of TN and commercial nucleating agents on non-

isothermal crystallization behavior of PLA/mPE binary and PLA/mPE/E-GMA ternary blends is 

investigated. The motivation behind this study is to ensure that TN does not have an 

antagonistic effect on tensile properties of PLA/mPE binary and PLA/mPE/E-GMA ternary 

blends. 

6.1. Non-isothermal crystallization behavior of PLA and nucleated PLA 

An important factor affecting crystallization rate of PLA is its optical purity [192]. Therefore, two 

types of PLA that differ in L/D isomer ratio were selected. The L/D isomer ratios of PLA grade 

4043D and PLA grade 4032D are 96:4 and 98:2, respectively.  The nucleating power of TN was 

compared against the following commercially available nucleating agents: 

tetramethylenedicarboxylic dibenzoylhydrazide (TMC-306, in the chapter marked as TMC) and 

orotic acid (OA) [118,121,130,133,137]. PLA grade 4043D and PLA grade 4032D were blended with 

0.5 % TMC, 0.5 % TN and 0.5 % OA. Prior to compounding, the nucleating agents and PLA 

were dried in a vacuum oven. Later, the dried nucleating agents were pre-mixed with PLA in a 

plastic bag until the mixture was optically homogeneous. A twin-screw extruder Process 11 

operating in co-rotating mode was used for compounding. The processing details of twin-screw 

extruder Process 11 are summarized in the experimental section 10.4. 

The crystallization kinetics of neat PLA and nucleated PLA were analyzed under non-isothermal 

conditions. Since the thermogram of the first heating cycle correlates to the thermal history 

during processing, evaluations are based on the thermogram of the first cooling and second 

heating cycle. The melt crystallization (Tcm) and the enthalpy (ΔHcm) were determined during 

the first cooling scan, whereas glass transition temperature (Tg), peak temperature (Tcc) and 

enthalpy of the cold crystallization (ΔHcc), melting temperature (Tm) and enthalpy of melting 
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(ΔHm) were determined during the second heating scan. Percentage crystallinity (Xc) of neat 

PLA and nucleated PLA was calculated using equation 12. 

𝑋𝑐 =  
𝛥𝐻𝑐𝑚 

𝛥𝐻𝑚
°  · 100%                                                       (12) 

𝛥𝐻𝑚
°  is the melt enthalpy of completely crystalline PLA, and its value is 93.7 J/g [193]. 

6.1.1. Thermal properties of PLA 4043D and nucleated PLA 4043D 

Figure 45 shows the DSC thermogram of neat PLA 4043D (blue curve), PLA 4043D blended 

with 0.5 % of TMC (orange curve), 0.5 % of TN (black curve) and 0.5 % OA (green curve). The 

DSC cooling and heating curves were recorded at a rate of 5 °C/min. Table 16 summarizes the 

absolute values of DSC thermograms corresponding to Figure 45. 

 

Figure 45: (a) DSC cooling curves and (b) subsequent DSC heating curves of the PLA 4043D (blue) and the nucleated 

PLA 4043D with 0.5 % of TMC (orange), TN (black) and OA (green) recorded at a rate of 5 °C/min. 
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The crystallization of PLA 4043D is not detectable in the cooling scan at cooling rate of 

5 °C/min, which indicates an amorphous nature of PLA 4043D at room temperature. The 

kinetics are not fast enough to allow crystallization of PLA 4043D. In the subsequent DSC 

heating curve of PLA 4043D, after non-isothermal crystallization, glass transition (Tg) at 58 °C, 

cold crystallization peak (Tcc) at 117 °C and melting peak (Tm) at 148 °C are detected. The 

presence of Tcc peak indicates that the material is not amorphous but crystallizes at a very slow 

rate [130].  As shown in Table 16, the values of ΔHcc and ΔHm are similar and confirm the absence 

of crystals at room temperature.  

Table 16: Thermal parameters obtained from DSC cooling and subsequent heating scans of neat PLA 4043D and 

PLA 4043D containing 0.5 % of TMC, 0.5 % of TN and 0.5 % of OA recorded at a rate of 5 °C/min. 

PLA grade NA 
Tcm 

[°C] 

ΔHcm 

[J/g] 

Tg 

[°C] 

Tcc 

[°C] 

ΔHcc 

[J/g] 

Tm        

[°C] 

ΔHm 

[J/g] 

Xc 

[%] 

PLA 4043D - - - 58 117 22.5 148 22.5 0 

 TMC 98 3 58 107 22 146/150 25 3 

 TN 100 8 58 104 16 146/150 24 8 

 OA - - 58 112 24 147 24 0 

Upon cooling, the addition of TMC and TN to PLA 4043D induces crystallization at 98 °C and 

100 °C, respectively. The addition of OA does not cause crystallization of PLA 4043D. In the 

subsequent heating process, a shift in Tcc of PLA 4043D to lower temperatures is observed after 

addition of TN and TMC, which could be an indication of a nucleating effect. In contrary to TN 

and TMC, OA has a limited nucleating effect on PLA 4043D, as Tcc of PLA 4043D undergoes a 

minimal change after addition of OA. The addition of TN and TMC to PLA shifts Tcc from 117 °C 

to 104 °C and 107 °C, respectively. In comparison to TMC-nucleated PLA, TN-nucleated PLA 

induces a slightly greater shift in Tcc , which indicates that the TN-nucleated sample crystallizes 

sooner upon heating. 

In the heating scan of TN-nucleated and TMC-nucleated PLA 4043D, a double melting peak at 

146 °C and 150 °C, respectively, is observed. When Tcc is below 120 °C,  a double melting peak 

or a shoulder peak prior to the main melting peak might be an indication of the co-existence of 

two crystal forms, α- and α´-form crystal [130,194,195]. Only α´-form crystals are formed at Tcc 

below 100 °C, and α-form crystals are formed above 120 °C [196,197]. The α´- crystals are unstable 

and exhibit loose and disordered chain packing, and they transform into more stable and 

orderly packed α- crystals upon heating [194,197]. Consequently, the melting of preexisting α- 
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crystals take place before the melting of the α-form crystals developed in the transition process 

[194,195]. 

6.1.2. Thermal properties of PLA 4032D and nucleated PLA 4032D 

Figure 46 shows the DSC thermogram of neat PLA 4032D (blue), PLA 4032D blended with 0.5 

% of TMC (orange), 0.5 % of TN (black curve) and 0.5 % OA (green). The DSC cooling and 

heating curves were recorded at the rate of 5 °C/min. Table 17 summarizes the absolute values 

of the DSC thermogram corresponding to Figure 46. 

 

Figure 46: (a) DSC cooling and (b) subsequent heating curves of the PLA 4032D (blue) and the nucleated PLA 4032D 

with 0.5 % of TMC (orange), TN (black) and OA (green) recorded at a rate of 5 °C/min. 

Crystallization of PLA 4032D upon cooling is not observed. Thus, regardless of the differences 

in optical purity, upon cooling, PLA 4032D follows a crystallization pattern similar to that of 

PLA 4043D. The presence of Tcc peak in the heating curve suggests that the material is not 
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amorphous but crystallizes very slowly [130]. Furthermore, as shown in Table 17, identical ΔHcc 

and ΔHm values confirm the absence of crystals at room temperature. In addition to Tg at 61 °C 

and Tcc at 105 °C, a small shoulder peak at 163 °C prior to the main Tm at 169 °C is observed, 

which could be attributed to the melting-recrystallization-remelting process, as discussed 

earlier. The lower melting peak corresponds to melting of primary crystals, and the higher 

melting peak is associated with melting of the recrystallized crystals [123]. 

Table 17: Thermal parameters obtained from DSC cooling and subsequent heating scans of neat PLA 4032D and 

PLA 4032D containing 0.5 % of TMC, 0.5 % of TN and 0.5 % of OA recorded at a rate of 5 °C/min. 

Polymer NA 
Tcm 

[°C] 

ΔHcm 

[J/g] 

Tg 

[°C] 

Tcc 

[°C] 

ΔHcc 

[J/g] 

Tm     

[°C] 

ΔHm 

[J/g] 

Xc 

[%] 

PLA 4032D - - - 61 106 32 163/169 32 0 

 TMC 125 38 61 - - 167 38 40 

 TN 132 39 61 - - 168 39 42 

 OA 135 40 61 - - 168 40 43 

In the heating scan, a distinct difference in Tcc and Tm of PLA 4032D compared to PLA 4043D is 

observed, which can be associated with the difference in optical purity of two PLA samples. The 

stereoregularity of PLA 4043D is slightly disturbed by the presence of 4 % D-lactide 

configuration, hence it crystallizes slower upon heating (Figure 45b)  contrary to PLA 4032D 

that has only 2 % D- lactide [198]. Moreover, as the D-lactide content increases, the melting point 

decreases [26]. 

As shown in the Figure 46a and Figure 46b, addition of TMC, TN and OA has a noticeable 

impact on the crystallization behavior of PLA 4032D.  All the three nucleating agents 

dramatically enhance the crystallization exotherm of PLA 4032D. OA-nucleated PLA exhibits a 

higher peak crystallization temperature and enthalpy compared to TMC-nucleataed and TN-

nucleated PLA, and affirm that the nucleating efficiency of OA is better than that of TMC and 

TN. The peak crystallization temperature and enthalpy for TN-nucleated PLA is 132 °C and 

39 J/g, which confirms that the nucleating efficiency of TN is better than that of TMC-nucleated 

PLA (Tcm 125 °C and ΔHcm 38 J/g). For all nucleated PLA samples, no traces of Tcc are observed 

during the heating scan, thus the crystallization of PLA is completed upon cooling. All the three 

nucleating agents drastically accelerate the crystallization of PLA 4032D. 
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6.1.3. Thermal properties of nucleated PLA 4032D at varying concentration of 

nucleating agents 

In the previous section, the effect of different nucleating agents at a concentration of 0.5 % in 

PLA 4032D was examined. In the next step, the crystallization kinetics of the nucleated PLA 

under non-isothermal conditions and under varying concentration of the nucleating agents was 

analyzed. Two additional nucleating agents - ethylene bis-stearamide (EBS) and  phthalimide 

(PI) - besides TMC, TN and OA, were included in the test matrix [26,117,121,125,126,135,199]. PLA 

4032D was selected over PLA 4043D because it showed a distinctly better response to the 

nucleating agents as discussed earlier in section 6.1.2. The performance of different nucleating 

agents in PLA 4032D was investigated at concentration of 0.3 %, 0.5 % and 1 %. The DSC 

cooling and heating curves were recorded at a rate of 5 °C/min. Figure 47a- e are DSC 

thermograms of PLA 4032D nucleated with TMC, TN, OA, EBS and PI, respectively. 
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Figure 47: DSC cooling (blue) and subsequent heating curves (black) of PLA 4032D containing different loading 

(0.3 %, 0.5 % and 1 %) of (a) TMC (b) TN (c) OA (d) EBS and (e) PI recorded at 5 °C/min. 

The cooling curves of TMC, TN and OA nucleated PLA 4032D indicate that adding only 0.3 % 

of each of the three nucleating agents improves crystallization of PLA 4032D.  As discussed 

previously in section 6.1.2, PLA itself does not crystallize. As the loading of TMC, TN and OA in 

PLA 4032D increases, the crystallization peak of the nucleated PLA becomes sharper and shifts 

to a higher temperature. An exception is 0.5 % TMC, where a small drop in Tcm is observed.  

Upon addition of 0.3 % EBS, a tiny and broad crystallization peak appears on the cooling scan 

at approximately 100 °C, which is ~30 °C below Tcm of TMC, TN and OA nucleated PLA 4032D. 

No visible improvement in PLA crystallization behavior can be noticed with increasing addition 

of EBS, which confirms that EBS has a very limited influence on PLA crystallization. As shown 

in Figure 47e for PI-nucleated PLA, no crystallization peak appears for the additive loading in 

the range 0.3-1 % upon cooling at 5 °C/min. PI is not able to enhance the crystallization of PLA 

under the selected conditions. 
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The absence of a Tcc trace in the heating scan of TMC, TN and OA nucleated PLA 4032D confirms 

the completion of the crystallization of nucleated PLA upon cooling. In the heating scan of EBS 

nucleated PLA, the broad peak at 95 °C indicates cold crystallization of the amorphous zone. 

PI-nucleated PLA exhibits Tcc in the heating scans between 107-110 °C. Thus, EBS and PI have 

negligible influence on enhancing the crystallinity of PLA. Whereas, TMC, TN and OA play the 

role of efficient nucleating agents for PLA. 

6.1.4. Thermal properties of nucleated PLA 4032D at varying cooling-heating rates 

The thermal properties of PLA 4032D nucleated with varying concentration of TMC, TN and 

OA were investigated at heating and cooling rates of 10 °C/min and 20 °C/min, respectively. 

Based on the learnings from the previous section, EBS and PI were not included in the present 

study because both EBS and PI showed no effect on PLA 4032D. The information collected from 

the non-isothermal crystallization of PLA could be of use to model real industrial processes 

[200,201]. The peak of melt crystallization (Tcm) and degree of crystallinity (Xc) recorded from DSC 

cooling thermograms are plotted as a function of additive content in Figure 48. 
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Figure 48: (a) Peak of melt crystallization (Tcm) and (b) crystallinity (Xc) of nucleated PLA 4032D as a function of 

additive content. Data obtained from DSC cooling traces recorded at 10 °C/min for (■): PLA/TMC, (■): PLA/TN, (■): 

PLA/OA and 20 °C/min for (▲): PLA/TMC, (▲): PLA/TN, (▲): PLA/TN.  

Irrespective of the nucleating agent and the cooling rates, an increase in the amount of 

nucleating agent results in an increase in Tcm and Xc of nucleated PLA. A slight drop in Tcm of 

TMC-nucleated PLA is observed upon addition of 0.5 % TMC at 10 °C/min and 20 °C/min 

cooling rates. Whereas, a slight drop in Xc of TMC-nucleated PLA is observed at a concentration 

of 0.3 % at 10 °C/min and 20 °C/min cooling rates. Over the entire range of additive content 

and cooling rates, Tcm of TN-nucleated PLA is higher compared to TMC nucleated PLA, and 

slightly lower than OA-nucleated PLA.  A similar pattern is observed in case of Xc as a function 

of additive concentration.  Adding a very small amount of TN is effective in enhancing the melt 

crystallization of the PLA matrix. Even if the cooling rate is increased from 10 °C/min to 

20 °C/min, TN nucleated PLA reaches up to 38 % crystallinity, which is very similar to that of 
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OA-nucleated PLA. The cooling rate of 20 °C/min is fast for standard DSC measurement, 

because higher cooling rates are considered to be uncontrollable in DSC measurement [202]. 

However, in order to predict nucleation ability in actual processing where cooling rates are 

faster, DSC measurement with heating /cooling rate of 30 °C/min for 1 % loading of TMC, TN 

and OA were conducted. Table 18 summarizes the corresponding DSC data. 

Table 18: Thermal parameters obtained from DSC cooling and subsequent heating scans of PLA 4032D containing 

1 % of either TMC, TN or OA recorded at a rate of 30 °C/min. 

Composition 
Tcm 

[°C] 

ΔHcm 

[J/g] 

Tg 

[°C] 

Tcc 

[°C] 

ΔHcc 

[J/g] 

Tm        

[°C] 

ΔHm 

[J/g] 

Xc 

[%] 

PLA + 1 TMC 111 30 64 109 2 163 32 32 

PLA + 1 TN 111 30 64 103 2 165 32 32 

PLA + 1 OA 116 32 64 - - 164 32 34 

It is a common phenomenon that the higher the cooling rate, the lesser the time for the polymer 

chains to arrange regularly, and thus, the crystallization process is delayed [203]. Hence, a drop 

in Tcm and Xc of nucleated PLA samples is detected with an increased cooling rate. Nevertheless, 

the crystallization behavior of the nucleated PLA samples remains very good. Based on non-

isothermal study, the nucleation ability of TN is comparable with that of TMC and OA, which 

are considered as very effective nucleating agents for PLA [129,130,133,137]. 

6.2. Isothermal crystallization behavior of PLA and nucleated PLA 

To study the effect of a nucleating agent on the isothermal crystallization kinetics of PLA 4032D, 

the samples were cooled from the melt to the desired crystallization temperature Tiso and the 

samples were held at Tiso until the crystallization process was complete. The DSC isothermal 

crystallization exotherm curves of PLA (blue curve), PLA nucleated with 0.3 % of TMC (orange 

curve), TN (black curve) and OA (green curve) crystallized at 130 °C are shown in Figure 49.  

The neat PLA does not show a crystallization peak even after a crystallization time of 40 min. 

On addition of 0.3 % TMC, TN, or OA to PLA, a sharp crystallization peak appears and the 

crystallization process completes in less than 3 min for all nucleated samples. 
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Figure 49: Isothermal crystallization exotherms of PLA 4032D (blue) and PLA 4032D nucleated with 0.3 % of TMC 

(orange), 0.3 % TN (black) and 0.3 % OA (green) at 130 °C. 

Isothermal crystallization kinetics can be evaluated based on crystallization half-time t1/2, which 

is defined as the time needed to achieve 50 % of the sample final crystallinity. The half-time t1/2 

can be directly obtained from the plot of relative crystallinity (Xt) as a function of t. The relative 

crystallinity (Xt) is expressed as the ratio of the area of the exotherm at crystallization time t to 

the total area of the exothermal peak, as per equation 13. 

𝑋𝑡 =  
∫

𝑡

0
(𝑑𝐻/𝑑𝑡)𝑑𝑡

∫
∞

0
(𝑑𝐻/𝑑𝑡)𝑑𝑡

                                                           (13) 

In equation 13, dH/dt is the heat flow rate at time t.  

 

Figure 50: Relative crystallinity (Xt) as a function of crystallization time (t) of PLA 4032D nucleated with 0.3 % TMC 

(orange), 0.3 % TN (black) and 0.3 % OA (green) at 130 °C. 
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Figure 50 is the plot of Xt as a function of t for PLA nucleated with 0.3 % TMC (orange curve), 

0.3 % TN (black curve) and 0.3 % OA (green curve). PLA nucleated with OA exhibits the highest 

crystallization rate, followed by PLA nucleated with TN, and PLA nucleated with TMC. The 

values of t1/2 for each sample are summarized in Table 19. 

Table 19: The crystallization halt-time t1/2 obtained for nucleated PLA 4032D at 130 °C. 

Composition t1/2 [min] 

PLA + 0.3 % TMC 1.05 

PLA + 0.3 % TN 0.88 

PLA + 0.3 % OA 0.62 

As shown in Table 19, an addition of 0.3 % TMC results in a crystallization half time of 1.05 min 

at 130 °C, which further decreases to 0.88 min upon addition of 0.3 % TN. The lowest value of 

crystallization half time of 0.62 min is achieved for PLA with 0.3 % OA. Thus, TN provides 

better nucleating efficiency compared to TMC, and is comparable to OA. A short crystallization 

half time is an important asset to industry processes like injection molding and compression 

molding, where rapid and uniform cooling of a molded object can result in increased 

productivity. Thus, it is possible that TN could serve as a powerful nucleating agent to facilitate 

quicker cooling and increased productivity.  

Further, PLA was nucleated with different loadings of TN, such as 0.1 %, 0.2 % and 0.3 %, and 

the isothermal crystallization behavior of PLA in a temperature range between 130 °C and 

145 °C was examined. Figure 51 is a plot of t1/2 as a function of the TN content in PLA, where 

the black curve, blue curve and red curve show the isothermal crystallization behavior of PLA 

at 130 °C, 140 °C and 145 °C, respectively. The crystallization half time increases as the 

isothermal crystallization temperature increases from 130 °C to 145 °C. Moreover, with an 

increase in the concentration of the TN content in PLA, a progressive decrease of the 

crystallization half time is observed. The lowest t1/2 value was achieved for PLA with 0.3 % TN 

at 130 °C. Thus, the level of improvement of the crystallization behavior of PLA by TN depends 

upon the crystallization temperature and the TN concentration. 
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Figure 51: Dependency of crystallization half-time (t1/2) on TN loading measured at crystallization temperature (Tiso) 

of 130 °C, 140 °C and 145 °C. 

6.3. Non-isothermal crystallization behavior of non-nucleated and nucleated PLA/mPE 
binary and PLA/mPE/E-GMA ternary blends 

Before analyzing the crystallization behavior of nucleated blends, the crystallization behavior 

of non-nucleated PLA/mPE binary and PLA/mPE/E-GMA ternary blends was studied. 

Thereafter, the tensile properties of nucleated binary and ternary blends were evaluated. As 

discussed in chapter 3 and chapter 5, PLA/mPE and PLA/mPE/E-GMA blends have superior 

tensile properties compared to pure PLA. Thus, the objective of this section is to understand the 

impact of TN on the tensile properties of the blends system.  

All blends contain PLA 4032D as the matrix phase. The blends were prepared using an extruder 

equipped with slit die and conveyor belt at the die exit. The thermal properties of the resulting 

blends were evaluated via DSC thermogram of the first cooling and second heating cycle at 

cooling/heating rate of 10 °C/min. 

6.3.1. Non-isothermal crystallization behavior of PLA/mPE and PLA/mPE/E-GMA blends 

Before thermal properties of the blends were investigated, individual DSC cooling traces of mPE 

and E-GMA homopolymers were obtained. Figure 52 shows DSC cooling scans of mPE (gray 

trace) and E-GMA (blue trace) at a cooling rate of 10 °C/min. 
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Figure 52: DSC cooling traces of mPE (black) and E-GMA (blue) recorded at a rate of 10 °C/min. 

The DSC cooling curve of mPE reveals two main exotherms - exotherm I and exotherm II. 

Although mPE is considered as a homogenous material due to a narrow molecular weight 

distribution and uniform short-chain branch distribution, there is evidence that mPE possesses 

intra- and intermolecular heterogeneity, which could be related to the multiple exothermic 

peaks visible in Figure 52 [204,205]. The major crystallization exotherm I has a peak crystallization 

temperature at 104 °C and a broad shoulder at 95 °C (I’). The major crystallization exotherm I 

could be a result of the crystallization of heterogeneously nucleated long linear segments in 

mPE and are known as primary crystallization.  The long linear segments in mPE crystallize 

faster than short chain crystalline sections, which usually crystallize at slightly lower 

temperatures, and are known as secondary crystallization (exotherm I’) [206–209]. The tie 

molecules formed during the lamellar folding process are not incorporated into crystallization 

at a high temperature and remain in the melt due to a restriction in their topological movement 

through the already formed lamellas [209,210]. Nevertheless, at higher undercooling, tie molecules 

can aggregate locally into bundle-like inter-crystalline links leading to the second stage of 

secondary crystallization, and give rise to an exotherm II at 66 °C [209,210]. Similar to the cooling 

curve of mPE, two crystallization exotherms for E-GMA are observed. The peak crystallization 

exotherm I of E-GMA and secondary crystallization exotherm II occurs at 90 °C and 54 °C, 

respectively. As discussed in the previous sections, PLA itself does not crystallize during the 

cooling process. 

In the next step, the crystallization behavior of PLA/mPE binary blends and PLA/mPE/E-GMA 

ternary blends was investigated. The PLA/mPE blend was extruded in the blend ratio of 80:20 

/ wt %: wt % / PLA/mPE. The ternary blend was prepared by adding 5 % E-GMA to the 

PLA/mPE binary blend. Figure 53 shows DSC cooling scans of the PLA/mPE binary and the 
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PLA/mPE/E-GMA ternary blends. Table 20 summarizes the DSC data corresponding to Figure 

52 and Figure 53. 

 

Figure 53: DSC cooling traces of PLA/mPE (black) and PLA/mPE/E-GMA (blue) recorded at a rate of 10 °C/min. 

Table 20: Thermal parameters obtained from DSC cooling scans of mPE, E-GMA and their blends with PLA recorded 

at a rate of 10 °C/min. 

Composition 
Tcm [°C] 

ΔHcm(I+I’+II) 

[J/g] 
(I) (I’) (II) 

mPE 104 95 66 120 

E-GMA 90 - 54 89 

PLA/mPE 103 94 75 19 

PLA/mPE/E-GMA 88 - 74 15 

The cooling curve of the PLA/mPE binary blend exhibits a characteristic exotherm consisting of 

a high-temperature crystallization peak (I), a broad low-temperature crystallization peak 

located close to it (I’), and a very-low temperature crystallization peak (II). A separate 

crystallization peak that could be attributed to the crystallization of PLA matrix is not observed. 

In comparison to bulk mPE, the peak labeled I is shifted slightly to a lower crystallization 

temperature at 103 °C, whereas peak II is shifted to a higher crystallization temperature at 

75 °C. The ratio of peak area in the PLA/mPE blend and bulk mPE is different.   

The exotherm II in PLA/mPE is more prominent than that in neat mPE, which could be 

attributed to the fractionated crystallization of the dispersed mPE phase. In a bulk polymer, the 

crystallization is triggered by active heterogeneity that dominates the crystallization of the 
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polymer [211]. The blending process divides the polymer into droplets that might contain 

heterogeneities as well as clean droplets that do not possess any impurities. The clean droplets 

undergo homogeneous nucleation on their own, giving rise to an exothermic peak at higher 

supercooling (exotherm II) [212]. During non-isothermal cooling, nucleation of the crystallizable 

polymer is restricted to the volume of the droplet [213]. It has been reported that nucleation in 

droplets is slightly more difficult than in bulk material, which could cause the shift of exotherm 

I to a lower crystallization temperature [211]. 

Addition of the compatibilizer E-GMA to the binary blend results in a distinctly different 

exotherm compared to the exotherm of the binary blend. The sharp crystallization exotherm I 

is not observed. Instead, a broad exotherm extending from 98 °C to 70 °C appears, which 

overlaps with the low temperature exotherm II at 74 °C. The lack of the sharp crystallization 

peak at the high temperature could be related to the change in morphology caused by the 

addition of E-GMA, as reported in chapter 5. In a compatibilized blend, there is an increase in 

the number of finely dispersed minor phase particles. Thus, the probability of finding 

heterogeneities in a large number of mPE droplets decreases, thereby favoring the possible 

activation of homogeneous nucleation [211]. Additionally, the olefin segments of E-GMA can be 

partially miscible with PE, which could cause deterioration of the crystallization of PE [214]. 

6.3.2. Non-isothermal crystallization behavior of nucleated PLA/mPE and 

PLA/mPE/EGMA blends 

Figures 54a and 54b show DSC cooling scans of the PLA/mPE binary blend and the PLA/mPE/E-

GMA ternary blend nucleated with 1 % of TMC (orange), TN (black) and OA (green), 

respectively.  
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Figure 54: DSC cooling traces of (a) PLA/mPE and (b) PLA/mPE/E-GMA blends containing 1 % of TMC (orange), TN 

(black) or OA (green) recorded at a rate of 10 °C/min. 

As shown in Figure 54a, an exothermic peak corresponding to the crystallization of PLA is 

observed upon addition of TMC, TN and OA to the binary PLA/mPE blend, unlike in the non-

nucleated PLA/mPE binary blends (Figure 53).  Contrary to the non-nucleated PLA/mPE blend, 

the nucleated PLA/mPE blend depicts a distinct two-step process of mPE crystallization that 

occurs between 110 °C and 80 °C, which could be attributed to crystallization of a less linear 

fraction of mPE triggered by the nucleating agent. Moreover, the low temperature 

crystallization exotherm (II) in mPE disappears and an overall decrease in crystallization 

enthalpy is observed. All three nucleating agents have similar impact on the crystallization 

behavior of the PLA/mPE binary blend. 

In a manner similar to nucleated binary blends, upon addition of TN and TMC to E-GMA 

compatibilized PLA/mPE ternary blends, characteristic crystallization peaks of PLA are visible 
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at 121 and 125 °C, respectively (Figure 54b). In case of the TN-nucleated ternary blend, a broad 

crystallization exotherm ranging from 101 to 67 °C with a peak at 81 °C is observed, and a high 

temperature shoulder appears at the position of mPE exotherm I. Whereas, for the TMC 

nucleated ternary blend, the crystallization exotherm of mPE is flattened. Addition of OA to 

the compatibilized blend does not cause crystallization of PLA, while only two crystallization 

peaks at 96 °C and 74 °C, which are characteristic of mPE, are visible. In fact, the cooling trace 

of the OA-nucleated ternary blend is similar to that of the non-compatibilized PLA/mPE blend 

upon cooling. The results indicate that the effectiveness to compatibilize the PLA/mPE blend by 

E-GMA decreases by addition of OA, which could be explained by a reaction between epoxide 

moieties and benzoic acid molecules [215]. A potential reaction between E-GMA epoxide 

functions and carboxyl group of OA results in the encapsulation of OA within the E-GMA phase 

and thereby prevents dispersion of the nucleating agent in the PLA phase. Thus, one could 

expect the inhibition of matrix crystallization. Table 21 summarizes the DSC data corresponding 

to Figures 54a and 54b. 

Table 21: Thermal parameters obtained from DSC cooling scans of PLA/mPE and PLA/mPE/E-GMA blends containing 

1 % of nucleating agent. 

Composition 
Tcm(PLA) 

[°C] 

ΔHcm  

[J/g] 

Tcm [°C] 
ΔHcm(I+I’+II) 

[J/g] 
(I) (I’) (II) 

PLA/mPE/TMC 124 23 104 95 - 8 

PLA/mPE/TN 125 27 103 95 - 13 

PLA/mPE/OA 125 27 105 95 - 11 

PLA/mPE/E-GMA/TMC 124 23 103 80 - 8 

PLA/mPE/E-GMA/TN 121 23 90 81 - 13 

PLA/mPE/E-GMA/OA - - 96 - 74 14 

6.3.3. Effect of nucleating agents on the mechanical properties of the PLA/mPE binary 

blend and the PLA/mPE/E-GMA ternary blend 

The sample specimens for tensile testing were punched directly out of the extruded film. The 

degree of crystallinity of the nucleated PLA/mPE binary blend and the nucleated PLA/mPE/E-

GMA ternary blend presented so far were recorded at the second heating scan. However, the 

degree of crystallinity of the sample measured under controlled non-isothermal conditions does 

not represent the degree of crystallinity of the sample as obtained directly from processing. 
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Thus, the degree of crystallinity obtained from the first heating scan is referred while discussing 

mechanical properties of PLA blends.  

Table 22 summarizes cold crystallization enthalpy (ΔHcc) and enthalpy of melting (ΔHm) of PLA 

4032D and nucleated PLA 4032D after the first heating scan at 10 °C/min. PLA 4032D was 

blended with 1 % of TMC, TN or OA.  As shown in Table 22, ΔHcc and ΔHm are similar for non-

nucleated PLA 4032D and nucleated PLA 4032D, irrespective of the choice of nucleating agent. 

This is an indication that the extruded material, regardless of its composition, remains 

amorphous due to rapid cooling of the extruded film at the die exit. 

Table 22: Thermal parameters obtained from the DSC first heating scan of PLA 4032D and PLA containing 1 % of 

either TMC, TN or OA, recorded at a rate of 10 °C/min. 

Composition ΔHcm [J/g] ΔHm [J/g] 

PLA 4032D 35 35 

PLA + 1 TMC 35 35 

PLA + 1 TN 35 35 

PLA + 1 OA 31 31 

The mechanical properties of PLA 4032D and PLA 4032D blended with 1% of TN, TMC and OA 

are investigated, and the test results are summarized in Table 23. 

Table 23: Mechanical properties of PLA 4032D and PLA containing 1 % of either TMC, TN or OA. 

Composition 
Elasticity Modulus 

[MPa] 

Elongation at 

break [%] 

PLA 4032D 1955 ± 90 9 ± 2 

PLA + 1 TMC 2240 ± 54 25 ± 12 

PLA + 1 TN 2130 ± 31 18 ± 12 

PLA + 1 OA 2200 ± 57 10.7 ± 1 

The modulus of elasticity (E-modulus) and elongation at break of PLA 4032D increases upon 

addition of TN, TMC or OA, which is an indication that the additive acts as a filler to improve 

the material stiffness despite the absence of crystals. The increase in stiffness of PLA 4032D by 

addition of the nucleating agent is similar regardless of the choice of the nucleating agent. 
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Similar to nucleated and non-nucleated PLA 4032D, nucleated and non-nucleated PLA/mPE 

binary and PLA/mPE/E-GMA ternary blends do not show signs of crystalline behavior. In the 

next step, the mechanical properties of PLA 4032D, non-nucleated and nucleated PLA/mPE 

binary and PLA/mPE/E-GMA ternary blends are evaluated. 1 % TN, TMC or OA was added to 

each of the blends. The summary of the test results is shown in Table 24. 

Table 24: Mechanical properties of PLA 4032D and nucleated PLA/mPE binary and PLA/mPE/E-GMA ternary blends. 

Each blend contains 1 % of nucleating agent. 

Composition 
Elasticity 

Modulus (MPa) 

Elongation at 

Break (%) 

PLA 4032D 1955 ± 90 9 ± 2 

PLA/mPE 1439 ± 55 413 ± 29 

PLA/mPE/TMC 1558 ± 20 85 ± 105 

PLA/mPE/TN 1447 ± 40 7 ± 2 

PLA/mPE/OA 1450 ± 61 6 ± 1 

PLA/mPE/E-GMA 1386 ± 58 467 ± 8 

PLA/mPE/E-GMA/TMC 1610 ± 53 376 ± 29 

PLA/mPE/E-GMA/TN 1450 ± 56 442 ±17 

PLA/mPE/E-GMA/OA 1330 ± 129 59 ± 61 

Table 24 shows that addition of mPE to PLA 4032D results in a slight reduction in the elasticity 

modulus and a substantial increase in elongation at break. However, addition of TMC, TN or 

OA causes a substantial drop in elongation at break of the binary blends. The PLA/mPE blend 

with TN or OA exhibits a lower elasticity modulus and a lower elongation at break compared 

to the PLA/mPE blend with TMC. 

The strong drop in elongation at break upon the addition of nucleating agent could be explained 

on the basis of the blend morphology shown in the Figure 55. The addition of TN to PLA/mPE 

blend significantly changes the morphology of the dispersed phase. The elongated mPE fibrils 

in PLA/mPE blend are responsible for a good stress transfer between PLA and mPE phase and 

therefore high elongation at break change into droplet upon addition of TN to the blend 

composition. It is expected that additive incorporation might have an impact on the viscosity of 

the blend components, which could explain the morphology alteration. Blend compatibilization 
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with E-GMA leads to finer morphology of dispersed phase that contribute to the enhancement 

of elongation at break. 

 

Figure 55: SEM morphologies of the cryogenically-fractured surface of (a) PLA/mPE, (b) PLA/mPE/TN and (c) 

PLA/mPE/E-GMA/TN. 

Furthermore, Table 24 shows that addition of E-GMA to the PLA/mPE blend results in a slight 

reduction in the elasticity modulus and a substantial increase in elongation at break compared 

to the non-compatibilized PLA/mPE blend. Upon addition of TN and TMC to PLA/mPE/E-GMA, 

an improvement in the elasticity modulus is noticed. The effect of adding TN to the ternary 

blend on elongation at break is greater than that of adding TMC. The addition of TN increases 

the elongation at break to 442 % and E-modulus to 1450 MPa of the ternary blend, whereas, 

the addition of TMC increases the elongation at break to 376 % and E-modulus to 1610 MPa. 

This ensures a relatively good balance of high stiffness and flexibility. Whereas, addition of OA 

to the PLA/mPE/E-GMA blend substantially deteriorates the elongation at break of the non-

nucleated PLA/mPE/E-GMA blend. 
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6.4. Summary on nucleating agent for Polylactide and its effect on PLA/PE blends 

The objective of this chapter was to investigate the nucleating ability of terephthaloyl-bis-N, N’-

naphthalimidester (TN) on PLA and to compare the nucleating power of TN against commercial 

nucleating agents. Two PLA grades - PLA 4043D and PLA 4032D - were selected, which did not 

crystallize when slowly cooled from the melt.  

Based on the crystallization kinetics study under non-isothermal conditions at heating/cooling 

rates of 5 °C/min, minimal response to various nucleating agents was noticed for PLA 4043D. 

Contrary to PLA 4043D, a noticeable improvement was observed in the crystallization behavior 

of PLA 4032D after addition of as less as 0.3 % of TN. Its nucleating ability was comparable to 

that of the commercial nucleating agent OA but superior to TMC. Whereas, the nucleating 

efficiency of two additional commercial nucleating agents EBS and PI was negligible on 

improvement of PLA 4032D crystallinity. 

The scope of the investigation was broadened to varying heating/cooling rates of 10 °C/min, 

20 °C/min and 30 °C/min and varying additive content. Almost over the entire range of 

evaluated additive concentration and cooling rates, OA was the most effective nucleating agent 

for PLA 4032D, followed by TN, which was consistently better than TMC. Even at a cooling rate 

of 30 °C/min, TN-nucleated PLA provided excellent crystallization temperature and enthalpy.  

Under isothermal conditions, addition of 0.3 % TN, TMC or OA to PLA resulted in completion 

of the crystallization process at 130 °C in less than 3 minutes for all nucleated PLA samples. 

Based on the crystallinity half time t1/2 analysis, a high crystallization rate for PLA nucleated 

with TN was confirmed, which could be an important asset in industry processes to improve 

productivity. 

All three nucleating agents showed similar impact on the non-isothermal crystallization 

behavior of PLA in PLA/mPE blend, triggering an exothermic peak corresponding to the 

crystallization of PLA. In case of the PLA/mPE/E-GMA ternary blend, a characteristic 

crystallization peak of PLA was observed for TN and TMC nucleated ternary blends.  Addition 

of OA to the compatibilized blend did not cause crystallization of PLA. 

The tensile properties of PLA 4032D, PLA/mPE binary blends and PLA/mPE/E-GMA ternary 

blends with 1 % of TN, TMC or OA were tested. Finally, the samples subjected to the mechanical 

testing were not in the crystalline state. Blending PLA/mPE with TN, TMC or OA showed 

deterioration in the elongation at break, whereas addition of TN or TMC to E-GMA 

compatibilized PLA/mPE ternary blends increased the elasticity modulus but the elongation at 
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break remained unaffected. Thus, the presence of E-GMA in the PLA/mPE blend system is 

necessary to sustain high elasticity modulus and elongation at break. Addition of OA to E-GMA 

compatibilized PLA/mPE ternary blends significantly deteriorated the elongation at break of 

non-additized ternary blend, while the elasticity modulus remained unaffected. 
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7.  Summary 

The objective of the present thesis was the improvement of the tensile properties and 

crystallization properties of PLA.  Considering that the tensile properties of PLA is a vast field 

of research, the focus was laid on the enhancing of the elongation at break of PLA without 

deteriorating the degradation property of PLA. Another objective linked to the tensile property 

improvement was to develop a synthetic route to functionalize a commercially available 

hyperbranched polymer to enhance the compatibility of PLA/PE blends. 

The strategy to improve the elongation at break was based on the theory of polymer blends. 

First, the binary blends comprising of PLA and different PE-types - HDPE, LDPE, LLDPE and 

mPE - were prepared in a twin-screw extruder.  PLA-HDPE and PLA-LDPE blends exhibited a 

low elongation at break; whereas PLA-LLDPE and PLA-mPE blends exhibited a very high 

elongation at break. The addition of PE to PLA dropped the elasticity modulus of the PLA-PE 

blends, which could be due to the plasticizing effect induced by PE into the blend system.  The 

morphology of the blends was thoroughly investigated, and correlations were drawn between 

the blend morphology and the elongation at break. The low elongation at break of PLA/HDPE 

and PLA/LDPE blends was related to weakly-adhered large globules of HDPE and LDPE in the 

PLA matrix. On the other hand, a very high elongation at break of PLA/LLDPE and PLA/mPE 

was related to elongated microfibrils of the dispersed phase, interpenetrated in the PLA matrix. 

The impact of the drawing method on the morphology of PLA-PE blends was evaluated with a 

calendar roller system at the die exit, that imparted an elongation flow field on the extruded 

material. PLA-HDPE and PLA-mPE blends were prepared under three different conditions. In 

one case, the blends were cooled directly in a water bath, and in the other two cases, the blends 

were drawn continuously at a draw ratio of 4.5 and 9. The blends cooled directly in a water 

bath exhibited a globular morphology, which indicated poor interfacial adhesion properties. 

Upon drawing, PLA-mPE blend exhibited fine fibrillar morphology of mPE dispersed well in PLA 

matrix with very few cavities present. Similar observations were made at both draw ratios. In 

case of drawn PLA-HDPE blends, the diameter of HDPE droplets reduced progressively with an 

increasing draw ratio because of intensive stretching deformation. 

The second strategy to improve the elongation was based on the use of compatibilizers in the 

blend composition. The topic of ternary blends consisted of two parts, functionalization of a 

hyperbranched polymer towards a potential new class of compatibilizers for PLA/PE blends and 

PLA/PE blends comprising of a compatibilizer such as E-GMA. Boltorn™ HB20 (H0), a 

commercially available hyperbranched polyester polyol was selected as a scaffold and was 
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functionalized with stearic acid (SA) and PLA in a two-step process. Prior to the 

functionalization of H0 with SA and PLA, a model study was conducted to determine the degree 

of functionalized -OH groups. The so-called ‘TAI-model’ was based on trichloracetylisocyanate 

(TAI) functionalized H0, where the degree of functionalization was estimated via 1H-NMR 

spectroscopy. The TAI-model was a very important tool that enabled quantification of the 

residual -OH groups during the functionalization of H0 with SA and PLA.   

In the first step, SA was added to H0 in two molar ratios; H0:SA 1:8 (H08) and 1:12 (H12). A 

stearyl substitution of 48 % in H08 and 78 % in H12 was confirmed via 1H-NMR spectroscopy. 

In addition, TGA analysis confirmed that the functionalization of SA onto H0 improved the 

thermal stability of H0. In the second step, PLA:H08 / 5:1 and PLA:H12 / 5:1 were blended 

with 0.02 % BTA catalyst in a reactive extrusion process. It was observed that BTA supported 

the reaction but BTA also affected thermal stability of PLA. 1H-NMR spectroscopy confirmed 

functionalization of PLA on H08 in presence of BTA. However, the complete functionalization 

of PLA on H12 could not be confirmed owing to weak signal intensities.  Finally, a blend 

comprising of PLA/mPE and PLA-modified H08 or PLA-modified H12 was prepared in a twin-

screw extruder. The extrudate was highly deformed, and it was not possible to investigate the 

tensile properties of the resulting material. 

Ternary blends comprising of PLA, different PE-types (HDPE, LDPE, LLDPE and mPE), and E-

GMA were prepared in a twin-screw extruder. PLA/HDPE and PLA/LDPE blends compatibilized 

with 5 % E-GMA showed a major improvement in the elongation at break and nearly matched 

the elongation at break of PLA/mPE and PLA/LLDPE binary blends. Addition of E-GMA to 

PLA/LLDPE and PLA/mPE gave a slight boost to the elongation break of PLA/LLDPE and 

PLA/mPE binary blends. In case of all-ternary blends, the morphology of the dispersed phase 

was much finer, with a very few cavities on the fractured surface. The size of PE globules in 

HDPE and LDPE ternary blends dropped substantially and facilitated a better adhesion between 

the matrix and the dispersed phase, which was related to much improved elongation at break. 

The impact of the dispersed phase and the compatibilizer on the weathering properties of PLA 

was investigated under hot and humid natural environmental conditions in Queensland, 

Australia. Blown film extrusion samples of PLA, PLA/mPE and PLA/mPE/E-GMA were placed 

above and underneath the soil over a period of 5 months. The weathering properties were 

correlated to the thermal stability data from TGA, as the low molecular weight species that 

originate from the degradation of long polymer chains can volatilize easily.  Amongst the 

samples placed above the soil and with an exposure to direct sunlight, the thermal stability of 

PLA/mPE/E-GMA was better than that of PLA/mPE and was related to interfacial stability that 
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E-GMA incorporates in the ternary blend system. FT-IR spectroscopy confirmed that E-GMA and 

mPE did not hinder the degradation behavior of the PLA placed over the soil. In addition, GPC 

analysis confirmed that the molecular weight of PLA extracted from the PLA/mPE and 

PLA/mPE/E-GMA samples above the soil after five months of weathering period decreased 

compared to the molecular weight of PLA before weathering. This confirmed that mPE and E-

GMA accelerate the degradation process of PLA in the blend. In the case of the sample specimens 

buried under the soil, PLA/mPE showed minor degradation in contrast to PLA and PLA/mPE/E-

GMA that showed no signs of degradation. The degradation of PLA/mPE was attributed to the 

presence of micro voids that promoted water intake and subsequent PLA hydrolysis.  

A novel nucleating agent, terephthaloyl-bis-N, N’-naphthalimidester (TN) was introduced in the 

present thesis. The nucleating ability of TN and different commercially-available nucleating 

agents, such as tetramethylenedicarboxylic dibenzoylhydrazide (TMC) and orotic acid (OA), on 

the crystallization capability of PLA, PLA/mPE and PLA/mPE/E-GMA was evaluated. First, the 

nucleating potential of TN, TMC, and OA under non-isothermal conditions was measured in 

two different PLA types - PLA 4032D (L/D; 98/2) compared to PLA 4043D (L/D; 95/5).  All the 

nucleating agents significantly improved the crystallization kinetics of PLA 4032D compared to 

PLA 4043D. The nucleation efficiency of TN was comparable to OA and TMC, where only 0.3% 

of each nucleating agent improved the crystallization of PLA 4032D.   

The nucleating efficiency of TMC, TN, and OA on the crystallization of PLA was investigated 

under isothermal conditions. An addition of 0.3% TMC, TN, and OA to PLA completed the 

crystallization process in less than 3 minutes. PLA nucleated with OA exhibits the highest 

crystallization rate, followed by PLA nucleated with TN, and PLA nucleated with TMC. It was 

found that crystallization is improved with an increase in crystallization temperature and the 

concentration of the nucleating agent. 

The nucleation ability of TMC, TN, and OA in PLA/mPE binary blends and PLA/mPE/E-GMA 

ternary blend was evaluated under non-isothermal conditions. The blends were prepared in a 

twin-screw extruder and the blends were nucleated with 1 % of TMC, TN, and OA. The addition 

of TMC and TN had a positive impact on the crystallization behavior of binary blends, whereas 

the OA-nucleated ternary blend did not show any improvement in the crystallization behavior 

of PLA. The addition of TMC, TN, or OA caused a substantial drop in elongation at break of the 

binary blends. However, the addition of E-GMA to the blend composition improved the 

elongation at break. The ternary blend comprising of TN showed the maximum improvement, 

followed by the blend comprising of TMC. Addition of OA to the ternary blend substantially 

deteriorated the elongation at break. 
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8. Zusammenfassung 

Das Ziel der vorliegenden Arbeit war die Verbesserung der Zug- und 

Kristallisationseigenschaften von PLA. In Anbetracht der Tatsache, dass die Zugfestigkeit von 

PLA ein weites Feld der Forschung ist, wurde der Schwerpunkt auf die Verbesserung der 

Bruchdehnung von PLA gelegt, ohne die Abbaueigenschaften von PLA zu beeinträchtigen. Ein 

weiteres Ziel im Zusammenhang mit der Verbesserung der Zugeigenschaften war die 

Entwicklung eines synthetischen Verfahrens zur Funktionalisierung eines kommerziell 

erhältlichen, hochverzweigten Polymers, mit der Absicht, die Kompatibilität von PLA/PE-Blends 

zu verbessern. 

Die Strategie zur Verbesserung der Bruchdehnung basierte auf der Polymerblends-Theorie. Im 

ersten Schritt wurden die binären Mischungen aus PLA und verschiedenen PE-Typen (HDPE, 

LDPE, LLDPE und mPE) in einem Doppelschneckenextruder hergestellt. PLA-HDPE- und PLA-

LDPE-Blends zeigten eine geringe Bruchdehnung, während PLA-LLDPE- und PLA-mPE-Blends 

eine sehr hohe Bruchdehnung aufwiesen. Die Zugabe von PE zu PLA senkte das 

Elastizitätsmodul der PLA-PE-Mischungen. Ein möglicher Erklärungsansatz stellt die 

plastifizierende Wirkung von PE dar. Morphologische Untersuchungen ergaben, dass ein 

Zusammenhang zwischen Bruchdehnung und Morphologie der Mischung besteht. PLA/HDPE- 

und PLA/LDPE-Blends zeigten geringe Bruchdehnungen, welche auf große Globuli aus HDPE 

und LDPE in der PLA-Matrix zurückzuführen sind. Diese sind lediglich schwach in die Matrix 

integriert. Andererseits war eine sehr hohe Bruchdehnung von PLA/LLDPE und PLA/mPE mit 

länglichen Mikrofibrillen der dispergierten Phase verbunden, welche in die PLA-Matrix 

interpenetriert sind. 

Da je nach Zugbeanspruchung bei der Herstellung des Extrudats möglicherweise 

unterschiedliche Orientierung der Polymerkette erreicht wird, wurde die Auswirkung der 

verschiedenen Zugverhältnisse auf die Morphologie von PLA-PE-Mischungen evaluiert. Dafür 

wurde ein Kalenderwalzensystem verwendet, das dem extrudierten Material ein Dehnungsfeld 

verleiht, was wiederum die Morphologie und Materialeigenschaften beeinflusst. Die 

Mischungen von PLA-HDPE und PLA-mPE wurden unter drei verschiedenen Bedingungen 

hergestellt. Neben der direkten Wasserbadkühlung wurden zwei unterschiedliche 

Zugverhältnisse gewählt (4.5 und 9.0). Direkt im Wasserbad abgekühlte Mischungen zeigten 

eine kugelförmige Morphologie, was auf eine schlechte Grenzflächenhaftung hinweist. 

Interessanterweise zeigte die PLA-mPE-Mischung nach der Zugbeanspruchung eine fein 

fibrilläre Morphologie von gut dispergiertem mPE in der PLA-Matrix mit sehr wenigen 

vorhandenen Hohlräumen. Dies trägt potential zu einem Spannungsübertragung im System bei, 
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was wiederum die Bruchdehnung steigert. Ähnliche Beobachtungen wurden bei beiden 

Zugverhältnissen festgestellt. Ein anderes Verhalten wurde bei PLA-HDPE Mischungen 

beobachtet. Mit zunehmendem Zugverhältnis reduziert sich schrittweise der Durchmesser der 

HDPE-Globuli aufgrund intensiver Streckverformung, wobei die Form der dispergierten Phase 

weiterhin kugelförmig bleibt. 

Die zweite Strategie zur Verbesserung der Dehnung basierte auf dem Zusatz von 

Kompatibilisatoren zum binärem Blend. Das Thema der ternären Mischungen bestand aus zwei 

Teilen: Der Funktionalisierung eines hyperverzweigten Polymers in Richtung einer potenziell 

neuen Klasse von Kompatibilisatoren für PLA/PE-Blends, sowie der Herstellung von PLA/PE-

Blends, die ein Kompatibilisierungsmittel (wie beispielsweise E-GMA) enthalten. Boltorn™ 

HB20 (H0), ein kommerziell erhältliches, hochverzweigtes Polyesterpolyol, wurde als Gerüst 

ausgewählt und in einem zweistufigen Prozess mit Stearinsäure (SA) und PLA funktionalisiert. 

Vor der Funktionalisierung von H0 mit SA und PLA wurde eine Modellstudie durchgeführt, um 

den Grad der funktionalisierten -OH-Gruppen zu bestimmen. Das so genannte TAI-Modell 

basierte auf dem Trichloracetylisocyanat (TAI) funktionalisierten H0, wobei der 

Funktionalisierungsgrad mittels 1H-NMR-Spektroskopie bestimmt wurde. Das TAI-Modell war 

ein sehr wichtiges Werkzeug, das die Quantifizierung der Funktionalisierung von H0 mit SA 

und PLA durch Bestimmung der restlichen -OH Gruppen ermöglichte.  

Im ersten Schritt wurde SA zu H0 in zwei Molverhältnissen hinzugefügt; H0:SA 1:8 (H08) und 

1:12 (H12). Eine Stearyl-Substitution von 48 % in H08 und 78 % in H12 wurde mittels 1H-

NMR-Spektroskopie nachgewiesen. Darüber hinaus bestätigte die TGA-Analyse, dass die 

Funktionalisierung von H0 mit SA die thermische Stabilität von H0 verbessert. Im zweiten 

Schritt wurden PLA:H08 / 5:1 und PLA:H12 / 5:1 mit 0,02 % BTA-Katalysator in einem 

reaktiven Extrusionsprozess vermischt. Es wurde beobachtet, dass BTA die Reaktion 

unterstützt, jedoch gleichzeitig die thermische Stabilität von PLA beeinflusst. Die 1H-NMR-

Spektroskopie bestätigte die Funktionalisierung von H08 mit PLA in Gegenwart von BTA. 

Vollständige Funktionalisierung von PLA auf H12 ließ sich aufgrund schwacher 

Signalintensitäten nicht eindeutig bestätigen. Schließlich wurde in einem 

Doppelschneckenextruder eine Mischung aus PLA/mPE und PLA-modifiziertem H08 oder PLA-

modifiziertem H12 hergestellt. Das extrudierte Material war stark verformt, sodass eine 

Untersuchung der Zugeigenschaften nicht zielführend gewesen wäre. 

Ternäre Mischungen aus PLA, verschiedenen PE-Typen (HDPE, LDPE, LLDPE und mPE) und E-

GMA wurden in einem Doppelschneckenextruder hergestellt. PLA/HDPE- und PLA/LDPE-

Blends, die mit 5 % E-GMA kompatibilisiert wurden, zeigten eine deutliche Verbesserung der 
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Bruchdehnung und erreichten nahezu die Kennwerte von PLA/mPE- und PLA/LLDPE-binären 

Blends. Die Zugabe von E-GMA zu PLA/LLDPE und PLA/mPE führte zu einem leichten Anstieg 

der Bruchdehnung von PLA/LLDPE und PLA/mPE Binärmischungen. Bei morphologischen 

Untersuchungen der Bruchfläche zeigte sich bei allen ternären Mischungen eine feine 

dispergierte Phase mit einem geringen Anteil an Hohlräumen. Die Größe der PE-Globuli in 

ternären Mischungen aus HDPE und LDPE nahm erheblich ab und ermöglichte eine bessere 

Haftung zwischen der Matrix und der dispergierten Phase. Hieraus resultierte eine signifikante 

Verbesserung der Bruchdehnung.  

Der Einfluss der dispergierten Phase und des Kompatibilisators auf die Witterungseigenschaften 

von PLA wurde in Queensland, Australien, unter heißen und feuchten natürlichen 

Umweltbedingungen untersucht. Dabei wurden mittels Blasfolienanlage 0.02-0.03 mm dicke 

Filme aus PLA, PLA/mPE und PLA/mPE/E-GMA hergestellt und unter- und oberhalb des Bodens 

über einen Zeitraum von 5 Monaten platziert. 

Die Verwitterungseigenschaften wurden mit den Daten der Thermogravimetrischen Analyse 

(TGA) korreliert. Niedermolekulare Verbindungen, welche durch Degradationsprozesse aus 

langen Polymerketten gebildet werden, weisen eine geringe thermische Stabilität in der TGA 

auf und verflüchtigen sich daher früher. Proben von PLA/mPE/E-GMA, die über dem Boden 

platziert und direkter Sonneneinstrahlung ausgesetzt wurden, wiesen eine höhere thermische 

Stabilität als die unter gleichen Bedingungen gealterten PLA/mPE-Folien auf. Grund hierfür ist 

die Grenzflächenstabilität, welche durch E-GMA erreicht wurde. Durch FT-IR-Spektroskopie 

wurde belegt, dass E-GMA und mPE das Abbauverhalten der über dem Boden platzierten PLA 

nicht behindern. 

Darüber hinaus wurde durch GPC-Analyse aufgeklärt, dass bei PLA die fünf monatige 

Bewitterungszeit zu einem Molekulargewichtsabbau führt. Dieses wurde aus Proben von 

PLA/mPE- und PLA/mPE/E-GMA-Proben extrahiert. Dies bestätigte, dass mPE und E-GMA den 

Abbauprozess von PLA in der Mischung beschleunigen. Bei den unter dem Boden platzierten 

Proben zeigte PLA/mPE einen geringeren Abbau im Gegensatz zu PLA und PLA/mPE/E-GMA, 

die keine Anzeichen eines Abbaus zeigten. Der Abbau von PLA/mPE wurde auf das 

Vorhandensein von Mikrohohlräumen zurückgeführt, welche die Wasseraufnahme und die 

anschließende PLA-Hydrolyse förderten. 

Ein neuartiges Nukleierungsmittel, Terephthaloyl-bis-N,N'-Naphthalimidester (TN), wurde in 

der vorliegenden Arbeit zum Einsatz gebracht. Die Nukleierfähigkeit von TN und verschiedenen 

kommerziell verfügbaren Nukleierungsmitteln, wie Tetramethylendicarbonsäure-
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Dibenzoylhydrazid (TMC) und Orotsäure (OA), wurde hinsichtlich der Kristallisationsfähigkeit 

von PLA, PLA/mPE und PLA/mPE/E-GMA untersucht. Zunächst wurde das 

Keimbildungspotenzial von TN, TMC und OA unter nicht-isothermen Bedingungen in zwei 

verschiedenen PLA-Typen, PLA 4032D (L/D; 98/2) und PLA 4043D (L/D; 95/5), analysiert. 

Alle Nukleierungsmittel verbesserten signifikant die Kristallisationskinetik von PLA 4032D, im 

Gegensatz zu PLA 4043D. Interessanterweise war die Keimbildungseffizienz von TN 

vergleichbar mit OA und TMC, wobei nur 0,3% jedes Keimbildungsmittels die Kristallisation 

von PLA 4032D verbesserten. 

Die Keimbildungseffizienz von TMC, TN und OA auf die Kristallisation von PLA wurde ebenfalls 

unter isothermen Bedingungen untersucht. Aufgrund der Zugabe von 0,3% TMC, TN oder OA 

erfolgte die Beendung des Kristallisationsprozesses von PLA in weniger als 3 Minuten. PLA, das 

mit OA nukleiert wurde, weist die höchste Kristallisationsrate auf, gefolgt von PLA, das mit TN 

nukleiert wurde, und PLA, das mit TMC nukleiert wurde. Es wurde festgestellt, dass die 

Kristallisation mit einer Erhöhung der Kristallisationstemperatur und der Konzentration des 

Keimbildners verbessert wird. Die aufgeführten Ergebnisse qualifizieren TN für den Einsatz als 

Nukleierungsmittel in der Schmelzeverarbeitung. 

Die Keimbildungsfähigkeit von TMC, TN und OA in PLA/mPE-Binärmischung und PLA/mPE/E-

GMA-Ternärmischung wurde unter nicht-isothermen Bedingungen untersucht. Die mit 1 % 

TMC, TN oder OA nukleierten Mischungen wurden in einem Doppelschneckenextruder 

hergestellt. Die Zugabe von Nukleierungsmitteln hatte einen positiven Einfluss auf das 

Kristallisationsverhalten von binären Blends, während die OA-nukleierten ternäre Blends keine 

Verbesserung des Kristallisationsverhaltens von PLA zeigten. Die Zugabe von TMC, TN oder OA 

führte zu einem erheblichen Rückgang der Bruchdehnung der binären Mischungen. Die Zugabe 

von E-GMA zur Blend-Composition verbesserte jedoch die Bruchdehnung. Die ternäre Mischung 

mit Zusatz von TN, zeigte die maximale Verbesserung, gefolgt von der Mischung mit TMC. Die 

Zugabe von OA zur ternären Mischung führte dagegen zu einer erheblichen Verschlechterung 

der Bruchdehnung. 

  



  

104 

9. Outlook 

It was shown that the choice of the dispersed phase in the blend composition has a substantial 

impact on the blend morphology and the resulting tensile properties. The control over the blend 

morphology played an important role in tailoring the elongation at break of PLA/PE blends that 

was achieved through the use of slit die and calendar roller at the die exit of a twin-screw 

extruder. As subsequent work, one could take a deeper look into the shear viscosity and the 

uniaxial elongation of the blend components to predict the most suitable PE type for in-situ 

fibrillation within the PLA matrix. 

It was confirmed during the degradation field study that mPE accelerated the degradation rate 

of PLA.  The blends investigated in the degradation field study contained PE particles smaller 

than 4 µm, which might degrade faster compared to larger PE particles. As PE itself has a very 

slow rate of degradation, the addition of PE prodegradants based on transition metal salts or 

carboxylates (such as stearates) to the blend composition might be another approach to be 

explored to accelerate the photo-degradation [216].  

The functionalization of hyperbranched polymer (HBP) with SA and PLA through reactive melt 

blending presented a promising approach to develop a new class of compatibilizer for PLA/PE 

blends. The presence and concentration of tin catalyst was detected as a crucial factor that 

impacts the residual lactide level due to a reversible equilibrium polymerization reaction [217]. 

The residual monomer can induce processing instabilities due to viscosity and rheological 

changes leading to poor mechanical properties of the final product. It would be beneficial to 

explore organotin(IV) catalysts used in industrial (trans)esterification processes, and comparing 

its catalytic activities might help to optimize HBP functionalization reaction and reduce the 

amount of side reactions [218]. In addition, the focus of the current system was on modifying the 

second generation HBP. The functionalization of HBP with SA and PLA can be extended to 

higher generation of HBP with greater concentration of reactive sites. This could be an 

interesting approach towards tailoring interfacial properties of immiscible polymer blends and 

reducing the compatibilizer loading. Moreover, fatty acids with longer aliphatic tails can be 

chosen to ensure a better interaction with PE in PLA/PE blend. 

The crystallization properties of PLA were improved through the use of a nucleating agent in 

the PLA/PE blend composition. Terephthaloyl-bis-N,N’-naphthalimidester (TN), which was 

introduced in the present thesis, was confirmed to be very efficient, and comparable or better 

than commercially-available nucleating agents for PLA. The strong nucleating ability of TN was 

confirmed based on crystallization study under non-isothermal and isothermal conditions. 
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Polarized optical microscopy accompanied by Atomic Force Microscopy (AFM) is yet another 

helpful tool to study crystallite growth, organization, and morphology. Understanding the 

dispersion of a nucleating agent and its solubility in the PLA melt can help to tune the crystal 

morphology and consequently, tailoring the permeability coefficient of the PLA film. This might 

be of great benefit in designing PLA-based food packaging materials [31]. Because PLA heat 

deflection temperature, strength, and stiffness are influenced by PLA crystallinity, it would be 

worthwhile to focus on fabrication of TN-nucleated goods via injection molding and process 

optimization, towards the development of high crystalline PLA molded articles [117]. 
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10. Experimental 

10.1. Material 

Table 25 summarizes the list of polymers and Table 26 summarizes the list of additives and 

reagents used in the present work.  

Table 25: List of polymers. 

Polymer Trade name Supplier 

PLA Ingeo 4043D Resinex 

PLA Ingeo 4032D Resinex 

mPE Exceed 2018HA ExxonMobil 

LLDPE LL 1001XV ExxonMobil 

LDPE LD 185BW ExxonMobil 

HDPE HTA 108 ExxonMobil 

E-GMA Lotader AX8840 Arkema 

Boltorn HB20 Perstorp 

Table 26: List of additives/reagents. 

Additive and reagents Supplier 

Tetramethylenedicarboxylic 

dibenzoylhydrazide 
Oriental Faith 

N-hydroxynaphthalimide Sigma-Aldrich 

Terephthalic acid dichloride Sigma-Aldrich 

Orotic acid Sigma-Aldrich 

Ethylene bis-stearamide Münzing  

Phthalimid Sigma-Aldrich 

Stearic acid Sigma-Aldrich 

p-toluensulfonic acid Sigma-Aldrich 

FASCAT 4100 (butyl 

stannoic acid catalyst) 
PMC Organometallix 

Trichloracetylisocyanate Sigma-Aldrich 
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10.2. Synthesis 

10.2.1. Terephthaloyl-bis-N, N’-naphthalimidester  

N-hydroxynaphthalimide (28.7 g, 0.135 mol, 2.5 eq.)  was dissolved in 800 mL dry pyridine at 

55 °C in a dry 1 L three-neck round bottom flask with nitrogen inlet and gas bubbler. 

Terephthalic acid dichloride (10.95 g, 0.054 mol, 1 eq.) was added to the solution and the 

mixture was stirred under nitrogen for 6 hours at 50 °C. The precipitated product was washed 

with 5 % hydrochloric acid and with water and then dried for 12 h at 80 °C in a vacuum oven. 

Product with the yield of 93 % (28 g) was obtained. The decomposition temperature of 380 °C 

was determined using TGA. 

1 H-NMR (ODCB, 300 MHz) δ [ppm] = 7.41 (t, 4H), 7.83 (d, 4H), 8.12 (s, 4H), 8.34 (d, 4H)  

10.2.2. Stearic acid modified H0 

Preparation of H08 

Boltorn H20 (50 g, 0.029 mol, 1 eq.), stearic acid (65.12 g, 0.229 mol, 8 eq.) and p-

toluensulfonic acid (2 g, 0.011 mol, 0.38 eq.) were placed in a 250 mL three-neck round bottom 

flask with an argon inlet. The flask containing the mixture was attached to vacuum line. The 

mixture was heated to 140 °C under argon (the reactants melt at 140 °C) and stirred for 

16 hours. The water that condensed over the progress of the reaction was removed by applied 

vacuum. The resulting product was washed with ethanol and dried in vacuum oven. The 

decomposition temperature of 410 °C was determined using TGA. 

1 H-NMR (CDCl3, 500 MHz) δ [ppm] = 0.88 (t, 0.32H), 1.25 (m, 3.42H), 1.58 (m, 0.21H), 2.30 

(m, 0.21H), 3.63 (m, 0.49H), 4.24 (m, 0.51H) 

Preparation of H12 

Boltorn H20 (35 g, 0.029 mol, 1 eq.), stearic acid (65.12 g, 0.229 mol, 8 eq.) and p-

toluensulfonic acid (2 g, 0.011 mol, 0.38 eq.) were placed in a 250 mL three-neck round bottom 

flask with an argon inlet. The flask containing the mixture was attached to vacuum line. The 

mixture was heated to 140 °C under argon (the reactants melt at 140 °C) and stirred for 

16 hours. The water that condensed over the progress of the reaction was removed by applied 

vacuum. The resulting product was washed with ethanol and dried in vacuum oven. The 

decomposition temperature of 420 °C was determined using TGA. 

1 H-NMR (CDCl3, 500 MHz) δ [ppm] = 0.88 (t, 0.51H), 1.25 (m, 5.26H), 1.58 (m, 0.34H), 2.30 

(m, 0.34H), 3.63 (m, 0.36H), 4.24 (m, 0.64H) 



  

108 

10.3. TAI derivatization procedure 

A polymer sample (3-10 mg) was dissolved in an aprotic solvent (CDCl3 or DMSO-d6) (0.5 mL). 

Afterwards, the dissolved mixture was transferred to a NMR tube. Derivatization with 

trichloroacetyl isocyanate (TAI) was performed in NMR tube upon addition of TAI (5-10 µL). 

10.4. Compounding 

10.4.1. Process 11 parallel twin-screw extruder 

Polymer blends and PLA comprising of the nucleating agent (chapter 3, 5 and 6) were prepared 

by melt extrusion using parallel co-rotating twin-screw extruder Process 11 from Thermo 

Scientific. The screw had 11 mm screw diameter and length to diameter ratio (L/D) of 40. The 

laboratory scale extruder enabled to compound small amount of product and at the same time 

simulate an industrial process. The screw design consisted of feed, push, and mixing elements 

as shown in the Figure 56. The processed formulations were extruded with degassing vent. 

 

Figure 56: Screw profile of Process 11 twin screw extruder used in processing of polymer blends and PLA comprising 

of a nucleating agent. 

Due to a small dimension of extruder, polymers were grounded in Retsch SM200 cutting mill. 

All polymers were dried in a vacuum oven prior to blending in order to avoid hydrolytic 

degradation of PLA during melt processing. PLA was dried at 80 °C for 24 hours under vacuum 

whereas the PE types, E-GMA and additives were dried at 60 °C for 8 hours under vacuum. Prior 

to the extrusion of compounds, components in a desired concentration were intimately mixed 

in a plastic bag for optical homogeneity. Blending of the components was carried out in extruder 

operating at a screw speed of 200 rpm and feed rate of 0.8 kg/h. The extruder was equipped 

with a slit die which was 30 mm wide and 0.4 mm thick.  
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Figure 57: Extruder equipped with slit die. 

The temperature profile was set from 180 °C in the feed zone to 200 °C at the die. Extruded 

material was drawn continuously into film using either conveyer belt or stretching rolls in a 

three-roll calendar set-up. The three-roll calendar was used to tailor the morphology of PLA/PE 

blends. In the case of conveyor belt, the draw ratio of 2 was applied and extrudate was cooled 

with nitrogen flow. For three roll calendar the temperature was set to 15 °C and the draw ratio 

was set to 4.5 or 9.0. The draw ratio was defined as the ratio of the linear velocity of take-up 

device (conveyor belt or three roll calendar) to the linear velocity of the extrudate. The conveyor 

belt and calendar roll are shown in Figure 58. 

 

Figure 58: (a) Conveyor belt and (b)calendar roll. 

10.4.2. JSW TEX 32 twin-screw extruder 

Experiments to modify the hyperbranched polyester (chapter 4) were conducted in JSW TEX 

32 co-rotating twin screw extruder, having 32 mm screw diameter and a length to diameter 

ratio (L/D) of 52. The screw design is presented in the Figure 59. 
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Figure 59: Screw profile of JSW TEX 32 twin screw extruder, employed in experiments on modification of 

hyperbranched polyester. 

Prior to blending, PLA was dried at 60 °C for 12 hours in dehumidifying hopper, whereas 

hyperbranched polyester (H0, H08 and H12) were dried at 30 °C for 24 hours under vacuum. 

The extruder was loaded through two gravimetric dosage units. One unit was used for PLA, 

while another for hyperbranched polyester (H0, H08 or H12) and catalyst in powder form. 

Therefore, a precise control over the formulation concentration was ensured. The components 

were blended in an extruder operating at a screw speed of 300 rpm and feed rate of 5 kg/h at 

180 °C. The extrudate was air-cooled and pelletized. 

10.4.3. AxonBX25 extruder 

Films for the degradation study (chapter 5, section 5.3) were prepared by melt extrusion using 

AxonBX25 extruder with single general-purpose screw having a length to diameter ratio (L/D) 

of 25. The extruder was fitted with a blowing die of 70 mm in a diameter with inner and outer 

air stream and associated tower. All polymers were dried in a vacuum oven prior to blending 

so as to avoid hydrolytic degradation of PLA during melt processing. PLA was dried at 80 °C for 

24 hours under vacuum whereas the PE and E-GMA were dried at 60 °C for 8 hours under 

vacuum. Prior to extrusion, compounds were mixed in desired concentration in a plastic bag 

for optical homogeneity. The pellet composition was added to extruder and blending of the 

components was carried out in extruder operating at a screw speed of 30 rpm. Samples were 

compounded/melt mixed into film with the thickness of about 0.02-0.03 mm. 

10.5. Analytical methods 

10.5.1. Thermogravimetric analysis (TGA) 

The thermogravimetric analysis was conducted on Mettler-Toledo TGA/DSC1 instrument in a 

nitrogen flow (50 ml/min) using ceramic crucible. Post the isothermal step at 35 °C (5 min), 

samples were heated to 600 or 700 °C at a rate of 10 °C/min. The data evaluation was carried 

out with STARe evaluation software form Mettler-Toledo AG. Thermogravimetric analysis was 

used as a method to determine thermal chain degradation, whereby temperatures for certain 

mass losses were detected. From the plot of first derivative of the TGA curve (DTG curve), the 

temperature of the maximum decomposition rate was obtained. 
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10.5.2. Differential scanning calorimeter (DSC) 

The thermal properties of homopolymers and blends were measured using a differential 

scanning calorimeter (Mettler Toledo DSC 822E) in a nitrogen flow (20 ml/min). The DSC was 

calibrated periodically with indium and zinc standards. For the measurements, 7 (±0,1) mg of 

formulation or homopolymer was weighed and sealed in 40 μL aluminum pan. Prior to 

measurements, sample was dried for 12 hours at 60 °C in vacuum oven. The data evaluation 

was carried out with STARe evaluation software form Mettler-Toledo AG.  

Non-isothermal measurement 

All samples were measured under nitrogen atmosphere in the temperature range of 25-200 °C. 

Samples were heated from 25 °C to 200 °C at a rate of 10 °C/min (first heating cycle). After a 

period of 5 min the sample was cooled at a defined cooling rate (5, 10, 20 or 30 °C/min) to 

25 °C (first cooling cycle) and reheated to 200 °C at a rate used previously for cooling (5, 10, 

20 or 30 °C/min) (second heating cycle). In order to evaluate material properties without 

processing effects, thermograms of the first cooling and second heating cycle were analyzed. 

The thermograms from the first heating cycle were used only to evaluate the thermal history 

during processing. From the heating scan, glass transition temperature (Tg), peak temperature 

(Tcc) and enthalpy of the cold crystallization (ΔHcc), melting temperature (Tm) and enthalpy of 

melting (ΔHm) were detected, whereas melt crystallization (Tcm) and enthalpy (ΔHcm) were 

measured during cooling scan.  

Isothermal measurement 

Samples were heated from 25 °C to 200 °C at a rate of 10 °C/min (first heating cycle). After a 

period of 5 min, samples were cooled at a rate of 80 °C/min to the desired temperature. The 

samples were at the desired temperature until the crystallization was complete.  

10.5.3. Scanning electron microscopy (SEM) 

Scanning electron microscopy (SEM) was used to investigate the blend morphology. The 

extruded film was fractured in liquid nitrogen at a direction perpendicular to the machine 

direction. The specimens were dried, attached to specimen mounts through conductive tape 

and the surface was sputter coated with gold within 180 s. The morphology was observed under 

a scanning electron microscope, Topcon SM 300, operated at 20 kV acceleration voltage. 

10.5.4. Size-exclusion chromatography 

To determine the average molar mass of PE, a High-Temperature Gel Permeation 

Chromatograph (HT-GPC), PL 220 (Agilent, Waldbronn, Germany), was used. The temperature 
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of the injection sample block and of the column compartment was set at 150 °C. The flow rate 

of the mobile phase was 1 mL/min. The polymer was dissolved in 1,2,4- trichlorobenzene (TCB) 

(Merck, Darmstadt, Germany) at a concentration of 1 mg/mL at 150 °C and 200 μL of a polymer 

solution was injected. Polystyrene standards (Polymer Standards Service, PSS, Mainz, 

Germany) were used for calibration of a column set (3 x PL gel Olexis columns). The sample 

was detected using an infrared detector (model IR4, PolymerChar, Valencia, Spain). The data 

evaluation was carried out with the software WinGPC Unity. 

The average molecular weight of PLA was determined by means of an Agilent 1100 HPLC 

System with RI-Detection (Agilent 1260 Infinity RI Detector). The temperature of the column 

compartment was set at 35 °C. The flow rate of the mobile phase was 1 mL/min. The polymer 

was dissolved in chloroform (Merck, Darmstadt, Germany) at a concentration of 2 mg/mL. 100 

μL of a polymer solution was injected. Polystyrene standards (Polymer Standards Service, PSS, 

Mainz, Germany) were used for calibration of a column set (2 x PL Mixed columns). The data 

evaluation was carried out with the software WinGPC Unity. 

10.5.5. Nuclear magnetic resonance spectroscopy (NMR) 

The 13C-NMR spectra of PE were recorded in a Varian Mercury-VX 400 NMR spectrometer (9.4 

T, Palo Alto, US). 50 mg of each PE sample (mPE, LLDPE, HDPE and LDPE) were dissolved in 

2 mL 1,2,4-trichlorobenzene at 160 °C upon addition of 1 mg Irganox B225 as stabilizer and ca. 

14 mg Cr(acac)3 as relaxation reagent. 0.5 mL deuterated 1,2-dichlorobenzene-d4 was added. 

The inverse-gated -1H-decoupling pulse sequence was used to acquire quantitative 13C-NMR 

spectra. Further parameters were set as followed: temperature=140 °C, spectrometer 

frequency= 100.62 MHz, spectral with=25 kHz, acquisition time=1.3 s, relaxation delay=15 

s, number of scans=4,400 – 16,000 depends on sample, chemical shift axis was referenced to 

the PE signal of repeating CH2-units at 29.98 ppm. 

The 1H NMR spectrum of Terephthaloyl-bis-N, N’-naphthalimidester was acquired on a Varian 

Mercury-VX 400 NMR spectrometer (9.4 T, Palo Alto, US). 3 mg of the sample was dissolved in 

1 mL 1,2,4-trichlorobenzene at 160 °C upon. 0.5 mL deuterated 1,2-dichlorobenzene-d4 was 

added. For the 1H NMR measurement the following parameters were used: temperature=120 

°C, spectrometer frequency= 400.13 MHz, spectral with=6.4 kHz, acquisition time=5.1 s, 

relaxation delay=25 s, number of scans=7936, chemical shift axis was referenced to the 

solvent. 

The 1H NMR spectra presented in chapter 6 were recorded using a Bruker Biospin Av500 

spectrometer. The samples were dissolved in either CDCl3 or DMSO-d6 (as stated in the text, 
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chapter 6). The parameters were set as followed: temperature=25 °C, spectrometer frequency= 

500.53 MHz, spectral with=10 kHz, acquisition time=3.3 s, relaxation delay=2 s, number of 

scans=128, chemical shift axis was referenced to the solvent.  

The data evaluation was carried out with the software MestReNova (Version 11.0.3). The signal 

assignments with corresponding numbers are presented in the associated figure. 

10.5.6. Fourier transform infrared spectroscopy (FTIR) 

IR spectra were recorded with Nicolet Nexus FTIR spectrometer in attenuated total reflectance 

(ATR) mode within the wavenumber range of 4000 to 525 cm-1 at an optical resolution of 4 cm-

1 (64 scans), gain of 8 and a mirror velocity of 0.6329 cm/s. The data evaluation was carried 

out with the software OMNIC (Version 7.3). 

10.5.7. Tensile test 

The dog bone tensile test samples (25 mm · 4 mm · 0.3-0.45 mm; length · width · thickness) 

were punched out of the extruded film. These specimens were kept under ambient temperature 

for at least 48h prior to testing (23 °C, 50 % relative humidity). The tensile properties were 

measured at room temperature. The test was performed on a tensile tester Zwick/Roell, 

Germany at room temperature. The sample specimens were clamped between test jaws and the 

clamping force was manually adjusted by means of set screws. The test was performed with a 

pre-load of 5 N and crosshead speed of 20 mm/min. The elasticity modulus was measured with 

a test speed of 1 mm/min in the range of 0.05 to 0.25 % elongation. 
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Appendix 

I 13C NMR Determination of PE Branching 

Nomenclature used [219]: 

• xBn where n is the length of the branch and x is the carbon number starting with the 

methyl group as “1”  

• for the backbone carbons, Greek letters and “br” are used instead of x for the 

methylenes and a branch point, respectively 

HDPE 

 

Figure 60: 13C NMR spectrum of HDPE. 

Table 27: HDPE- 13C NMR chemical shift and assignments [219]. 

Chem. Shift (ppm) Integral Assignments 

30 1 δB 
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LDPE 

 

Figure 61: 13C NMR spectrum of LDPE. 

Table 28: LDPE- 13C NMR chemical shift and assignments [219]. 

Chem. Shift (ppm) Integral Assignments 

14.09 1 1B4 

22.84 0.4 2B5 

23.36 0.45 2B4 

27.3 1.23 βBn 

30 58.18 δB 

32.15 0.19 3B6 

32.67 0.26 3B5 

34.15 0.32 4B4 

34.56 1.52 αBn 

38.16 0.6 brBn 

 

Branching Branch degree 

(per 1000 Carbon) 

Butyl branches 7 

Amyl branches 4 

Long branches 3 
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LLDPE 

 

Figure 62: 13C NMR spectrum of LLDPE. 

Table 29: LLDPE- 13C NMR chemical shift and assignments [219]. 

Chem. Shift (ppm) Integral Assignments 

11.2 0.95 1B2 

26.8 0.91 2B2 

27.35 1.92 βB2 

30 70.4 δB 

34.14 1.59 αB2 

39.76 1 brB2 

 

Branching Branch degree 

(per 1000 Carbon) 

Ethyl branches 13 
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mPE 

 

Figure 63: 13C NMR spectrum of mPE. 

Table 30: mPE- 13C NMR chemical shift and assignments [219]. 

Chem. Shift (ppm) Integral Assignments 

14.11 1.17 1B4 

23.38 1.22 2B4 

27.31 2.44 βB4 

30 108.78 δB 

34.17 0.75 4B4 

34.58 2.55 αB4 

38.18 1 brB4 

 

Branching Branch degree 

(per 1000 Carbon) 

Butyl branches 10 
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II 1H-NMR spectrum of H12 in CDCl3 

 

Figure 64: 1H-NMR spectrum of H12 in CDCl3. 
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