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[bookmark: _GoBack][image: C:\Users\Höfling_Marion\AppData\Local\Microsoft\Windows\INetCache\Content.Word\S2_temperature_phase_transition.tif]Figure S1. Temperature dependent X-ray diffraction from 30 °C to 150 °C. Singlets are formed above 130 °C.
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