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management concepts: first, controlled and 
gated water imbibition and condensation 
into nanoscale pores; second, drop coales-
cence. To study both, ceramic mesoporous 
thin films are interesting model systems, 
and their manufacture[4] and functionali-
zation[5] have been examined deeply in the 
last 25 years.[6] Water manipulation on and 
in such films or separation layers has been 
intensively investigated more recently.[7] 
However, in comparison to planar and 
structured surfaces, the possibilities for the 
control of wettability and consequently of 
water imbibition, condensation, and drop 
coalescence in mesopores have been much 
less investigated and are less well under-
stood. In recent years, the main interest 
with respect to the wettability of surfaces 
has been the development of superhydro-
phobic, superamphiphobic, or nonicing 
surfaces.[8] The approaches used are often 
inspired by naturally occurring surfaces, 
such as the lotus leaf, pitcher plant, or fog 
basking beetles, and are always based on a 

combination of surface structure on the micro- and nanometer 
scale with correspondingly hydrophobic surface chemistry,[8b,9] 
or with hydrophobic lubricants enclosed in a porous struc-
ture.[10] One challenge is to achieve a sufficiently large change 
in wettability upon switching of responsive functional groups.[9b] 
By altering the contact angle of drops on the surface as well as 
the contact line, which is essential for applications such as drop 
merging, for example, this change in wettability is explored to be 
used in the context of water generation from humidity.[11] One 
of the common applications is self-removal substrates, which 
collect condensed droplets and remove them from structured 
substrates.[12] In most cases, macro-[13] and microstructured[14] 
surfaces are used to enhance the self-cleaning processes. During 
self-cleaning or fog-harvesting processes, drop coalescence on 
structured surfaces is one of the rate-controlling processes.[15] 
Light-driven movement of liquid drops also offers to control 
droplet-based processes.[16] Using light-driven drop coalescence 
would allow the use of contact-free drop coalescence in pro-
cesses such as water collection or fundamental investigations 
such as undisturbed (photoinduced) drop coalescence.

Wettability can be made stimuli-responsive by utilizing 
functional groups with switchable polarity or by designing the 
micro- or nanoscale structure to change upon stimuli impact.[17] 
A frequently used stimulus is light, as it can be adjusted exter-
nally and gradually. A highly interesting molecule which is 
responsive to light is, for example, the spiropyran. As nicely 
reviewed by Klajn  et  al., the spiropyran was subject of many 

A systematic study of gating water infiltration and condensation into ceramic 
nanopores by carefully adjusting the wetting properties of mesoporous films 
using photoactive spiropyran is presented. Contact angle measurements 
from the side reveal significant changes in wettability after irradiation due to 
spiropyran/merocyanine-isomerization, which induce a wetting transition from 
dry to wet pores. The change in wettability allows the control of water imbibition 
in the nanopores and is reflected by the formation of an imbibition ring around 
a droplet. Furthermore, the photoresponsive wettability is able to overcome 
pinning effects and cause a movement of a droplet contact line, facilitating 
droplet coalescence, as recorded by high-speed imaging. The absorbed light 
not only effectuates droplet merging but also causes flows inside the drop 
due to heat absorption by the spiropyran, which results in gradients in the 
surface tension. IR imaging and particle tracking is used to investigate the heat 
absorption and temperature-induced flows, respectively. These flows can be used 
to manipulate, for example, molecular movement inside water and deposition 
inside solid mesoporous materials and are therefore of great importance for 
nanofluidic devices as well as for future water management concepts, which 
include filtering by imbibition and collection by droplet coalescence.
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1. Introduction

Wettability in nanoscale space is of great significance for under-
standing many increasingly relevant problems, such as water or 
liquid processing,[1] catalysis,[2] and energy storage and conver-
sion.[3] In this context, two phenomena are of significant impor-
tance, especially regarding liquid processing and future water 
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studies to design dynamic materials.[18] Spiropyrans can be used 
as molecular switches that undergoes a photoisomerization to a 
merocyanine in response to different orthogonal stimuli such as 
light, temperature, mechanical stress, redox potential, or metal 
ions. During this isomerization, the properties of the molecule 
change drastically. The charge separation in the merocyanine 
effectuates a large electrical dipole (≈14–18  D) moment which 
is significantly higher than for the spiropyran (≈4–6 D).[19] This 
increase in dipole moment and therefore surface polarity man-
ifests itself in the change of wetting properties. On flat, non-
structured surfaces, the photoisomerization of the molecules 
causes only a minor change of ≈10° in the contact angle.[9c,18] 
When attached to a structured surface, photoisomerization 
potentially has a more severe effect on the wetting properties 
of the material due to the possibility of wetting transitions. For 
example, Dattilo  et  al. described a slight increase in contact 
angle change when spiropyran is irradiated while attached to a 
porous surface instead of a flat surface.[20] Rosario et al. found 
a change of 22° in wetting properties when spiropyran was 
attached to rougher (nano- or microscale) silicon nanowires.[21] 
Only with the use of additional metal(II) ions for enhancing the 
merocyanine form, larger contact angle differences of 32–35° 
were achieved.[20,22] A higher change of contact angle caused 
by pure illumination could be achieved by neither Dattilo et al. 
nor Rosario et al. because the photoisomerization was not cou-
pled to wetting-transition. In this context, Groten et al. provided 
insights into the interplay between roughness (black silicon) 
and photochemical switching of an azobenzene containing 
polymer monolayer by carefully tuning the surface polarity 
close to wetting transitions.[9c] By coupling the photoprocess to 
a wetting transition of the substrate, extremely large changes 
in contact angle could be achieved on structured surfaces. Nev-
ertheless, it has not yet been investigated how such concepts 
can be transferred to mesoporous thin films with pores smaller 
than 20 nm and thicknesses below 1 µm and how water infil-
tration or drop coalescence can be gated using light as the 
stimulus to change the wettability of a mesoporous layer. In a 
theoretical study, an abrupt transition between fully wetted and 
dry surfaces, which is above Wenzel’s contact angle, has been 
demonstrated for mesoscale structured surfaces.[23] In addition, 
these nanoscale pores in the format of nanoscale thin coatings 
are complex, as evaporation and condensation affect wetting 
behavior and must be considered.[7c] Furthermore, when light 
is used as a trigger, heat absorption due to irradiation must 
be regarded, as this can alter the temperature of the substrate, 
leading to Bénard–Marangoni convection.[24] Formed convec-
tion cells can be used to manipulate the flow inside the droplet 
and induce a specified deposition of molecules on a surface.[25]

In this study, we coupled a spiropyran-photoswitch to a wet-
ting transition for ceramic mesoporous thin films. Therefore, 
the contact angle prior to the photoisomerization must not be 
higher than ≈10° above the threshold contact angle that defines 
the wetting transition, as this is the change in contact angle that 
spiropyrans can achieve on a plane surfaces. The functionaliza-
tion strategy was kept as simple as possible, and the grafting 
conditions for a monolayer layer were optimized. A wetting 
transition from water exclusion to water infiltration could be 
induced, detected by an abrupt increase in the light-induced 
contact angle change, as compared to the same switching more 

far away from a transition, accompanied by water imbibition. 
This water imbibition into the mesoporous coating is visible by 
a ring-shaped imbibed zone around a deposited water droplet, 
which was monitored using a top view camera. A contact angle 
decrease of ≈30° was observed upon photoinduced water imbi-
bition. This shows that small changes in surface energy near a 
wetting transition have an increased effect on the wetting prop-
erties, even for substrate-supported mesoporous thin films. 
In addition, this wetting transition as a tool for light-induced 
droplet manipulation and coalescence is discussed. We expect 
these results to impact mesoporous thin film applications, for 
example, in electronics or optics, as well as open new fields, for 
example, regarding separation or water collection by condensa-
tion and drop coalescence from humidity.

2. Results and Discussion

2.1. Spiropyran Modification of Mesopores

2.1.1. Light-Gated Wettability and Water Imbibition into Mesopores

Mesoporous silica thin films were prepared via sol-gel synthesis 
and evaporation-induced self-assembly (EISA) using a sol con-
taining tetraethyl orthosilicate (TEOS) as the silica precursor 
and the block-copolymer template Pluronic F127. In agree-
ment with previous studies,[4,26]  ≈170  nm thick mesoporous 
silica thin films with a pore diameter of ≈6–8  nm and a neck 
diameter of ≈2–3  nm were obtained, as verified by transmis-
sion electron microscopy (TEM) imaging (Figure 1a). As sche-
matically described in the Experimental Section in Schemes  2 
and  3, the surface-active hydroxyl groups of the mesoporous 
silica materials were used for amine and subsequent spiro-
pyran grafting. In general, different amines, such as 3-amino-
propyltriethoxy silane (APTES), 3-aminopropyldimethylmethoxy 
silane (APDMMS), or 3-aminopropyldimethylethoxy silane 
(APDMES), were used for modification. After the attachment 
of spiropyran and exposure to UV light (inducing isomeriza-
tion to the merocyanine form), all samples showed a strong 
violet coloration (independent of the amine used), as shown 
for APDMES in Figure 1a, which can also be verified by UV–vis 
spectroscopy (Figure  1b). Before irradiation with UV light (see 
Experimental Section for details), the spiropyran-modified sam-
ples exhibited a maximum absorption at ≈340 nm in the UV–vis 
spectrum as well as a smaller absorption maximum at ≈560 nm 
(black curve) corresponding to the merocyanine form,[18] which 
drastically increased after exposure to UV light (magenta curve).

The sample coloration and the corresponding spectra 
showed that the mesopores were clearly accessible for modi-
fication. As a reference experiment, a nonporous dense silica 
film and mesoporous silica film were modified under identical 
conditions, and a UV–vis spectrum was recorded from both 
samples. Compared to the mesoporous film, the dense silica 
film showed no detectable absorption maxima, indicating that 
the spiropyran amounts of a single outer layer were not suf-
ficient to cause visible coloration or measurable absorption (see 
Figure S2, Supporting Information). Furthermore, the colora-
tion proved that photoisomerization still takes place in nano-
confinement. Krohm et al. showed similar results by attaching 
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spiropyrans and spirooxazines in the form of polynorbornene 
oligomers to mesopores.[27] A surface and confinement effect in 
the kinetics of the photoconversion was shown. This became 
particularly visible for the samples discussed here, when 
looking at the thermal relaxation of surface bound merocyanine 
isomers compared to the dissolved species. Increased stabiliza-
tion of the polar isomer by the hydrophilic silica matrix led to a 
significant increase in thermal relaxation times (see Figure S3, 
Supporting Information).[28] When dissolved in dimethylforma-
mide, the merocyanine relaxed almost completely to the spiro-
pyran isomer within 15 min. However, when attached to silica 
mesopores, the thermal relaxation from merocyanine to spiro-
pyran was not completed even after 60 min. Approximately five 
percent of the maximum achieved amount of merocyanine did 
not relax.

The effect of the spatial confinement and silica surface on 
the spiropyran–merocyanine equilibrium must also be con-
sidered for the investigation of the wetting properties. In this 
context, the first step of amine coupling should be performed 
with special care. Although chemically simple, this first step 
strongly influences subsequent spiropyran binding. It is known 
from the literature that an elevated binding temperature has a 
positive effect on the hydrolytic stability of the bond,[29] which is 
why all aminosilanes in this work were grafted in dry toluene at 
80 °C. Furthermore, APDMES was mainly used as an anchor 
group to limit the possible orientations and branching of the 
aminosilanes at the surface, since these factors are also known 
to affect the wettability.[29a] As recently shown, an organic mono-
functional anchor group does not affect the root mean square 
roughness (Sq) of mesoporous silica thin films drastically.[26b] 
Prior to functionalization, the Sq was rather low (0.36 nm) and 
remained on the same scale afterwards (0.39 nm).

Varying the concentration (c) of the aminosilane in the reac-
tion solution between 0.005 and 0.05  wt% under otherwise 
constant binding conditions (toluene, 80 °C, 2 h) resulted in 
a similar deposited contact angle (CA) of 65° and refractive 
index (RI) of 1.32 after 2  h (see Figure  S4, Supporting Infor-
mation). However, increasing the aminosilane concentration to 
0.065 wt% resulted in an unusually high CA of >100°,  regard-
less of which amine was used (APDMES, APDMMS, APTES, 
see Figure S5a, Supporting Information). Scanning electron 
microscope images after APTES binding from a 0.065 wt% 
solution revealed agglomerate formation and thus the genera-
tion of a rougher structure, as agglomerates of several hundred 
nm in size were clearly visible on the mesoporous film (see 
Figure S5b, Supporting Information).

Since variation in the concentration was not suitable to 
adjust the initial wettability, a fixed APDMES concentration of 
0.01 wt% in toluene was initially chosen, and the binding time 
of the functionalization was varied (Figure 2a).

As shown in Figure  2b, by adjusting the reaction time of 
APDMES, the CA of the materials can be adjusted between 
50° and 80°. While the initial CA of an unfunctionalized 
mesoporous silica thin film before APDMES bonding was 
≈20°,[26b] it reached ≈70–80° after 2  h of reaction time. As the 
reaction time increased, the proportion of organic molecules on 
the inorganic silica surface increased, which reduced its hydro-
philicity. However, ellipsometry measurements showed that the 
RI and thus the pore filling (≈43%) did not significantly change 
after different reaction times (Figure 2c, green). This indicates 
that the different reaction times probably have a particular 
effect on the number of amino anchors on the outer surface 
of the mesoporous films, which directly influences the macro-
scopic wetting properties detected by the CA (Figure 2b).

Figure 1.  a) Photoisomerization of spiropyran and merocyanine while attached to a mesoporous silica thin film as indicated by a TEM image (scale 
bar = 20 nm). When deposited on a glass substrate, the color change (colorless to violet) of the mesoporous silica thin film upon photoisomerization 
became obvious at room temperature (RT). b) This can also be measured by UV-vis spectroscopy, as shown in the spectrum. Before UV irradiation 
(black), only one pronounced maximum was observed at 340  nm (spiropyran). After UV irradiation (magenta, irradiation time = 30 s), a second 
maximum emerged at 560 nm (merocyanine).
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The same trends in CA and RI after APDMES bonding 
continued after spiropyran grafting. RI and therefore pore 
filling increased (≈61%), but the RI increase upon spiro-
pyran binding did not show differences in dependence of the 
APDMES reaction time (Figure  2c, black), while CA values 
showed an increasing trend with increasing reaction time and 
even reached values above 90°, which implies water exclusion 
(Figure  2d, black). After exposure to UV light and thus the 
formation of merocyanine, the spiropyran-modified surfaces 
all showed a reduced CA (Figure  2d, magenta). However, a 
significant decrease in CA change was observed when the ini-
tial contact angle was adjusted slightly above 90°. This indi-
cates that the mesoporous films functionalized by spiropyran 
prevent water imbibition in this wetting range. The isomeri-
zation of spiropyran to its merocyanine isomer as a result of 

light exposure thus causes a significant contact angle decrease 
of ≈15°  since it takes place at a wetting transition from water 
exclusion to water imbibition, as described by Groten et al. for 
structured surfaces.[9c]

When increasing the amount of grafted APDMES, the 
trigger at the wetting transition can potentially be ampli-
fied. By adjusting the concentration in the reaction solution to  
0.05 wt% and the reaction time to 4  h, the amount of spiro-
pyran was increased. Figure 3a shows that CA changes of up to 
30° were obtained. To the best of our knowledge, CA changes 
of that order of magnitude caused by spiropyran isomerization 
have not yet been observed for mesoporous thin films. Only 
adding, for example, metal ions, which promote the equilib-
rium of the isomerization to the merocyanine form, resulted in 
similar changes and only for randomly generated porosity and  

Figure 2.  a) Surface functionalization of mesoporous silica thin films with APDMES for different intervals of time (t) at 80 °C (1) and spiropyran at room 
temperature (RT) for 24 h (2). b) CA of mesoporous silica thin films after APDMES bonding (c = 0.01 wt%) for different time intervals. c) Refractive 
index of mesoporous silica thin films before (gray) and after different times of amine functionalization (green) with subsequent spiropyran esterification 
(black). d) CA of mesoporous silica thin films after spiropyran modification (black) with subsequent UV irradiation (magenta, irradiation time = 30 s)  
as a function of prior APDMES bonding time.
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thickness.[20] In this work, the addition of M2+ ions did not cause 
a further decrease in CA upon UV irradiation (see  Figure  S6, 
Supporting Information). This supports the hypothesis that sig-
nificant CA changes due to wetting transitions were observed. 
This was already achieved by the photoswitch, so that the further 
addition of metal cations had only minor and not necessarily 
macroscopically detectable consequences. To analyze the wet-
ting transition and water imbibition in more detail, a top-view 
camera with integrated collimated coaxial illumination was used. 
Upon irradiation and thus merocyanine formation, the contact 
angle was reduced such that water imbibed into the mesoporous 
film. As the film thickness and pore size had nanoscale dimen-
sions, evaporation strongly affected water imbibition. This 
resulted in the formation of an imbibition ring around the water 
droplet under equilibrium conditions (Figure  3b). For further 
explanation, please refer to previous work by our group[30] or by 
groups of Grosso or Berli, for example.[7a,b] Due to the imbibition 
of water into the mesopores, the refractive index of the mate-
rial changed in such a way that the light was reflected and thus 
clearly demarcated in the form of the mentioned imbibition ring 
shown in white around the droplet (Figure 3b).

After the sample was exposed to visible (green) light, cleaned, 
and dried, the CA increased again to ≈90°, which was slightly 
lower than the initial CA. It should be noted that if the initial 
CA was not located close to a wetting transition, illumination 
and merocyanine formation did not cause major changes in the 
contact angle. If, for example, superhydrophobic silicon nano-
filaments as used in Geyer et al.[31] were activated by plasma and 
then functionalized in accordance with Figure 2a, exposure to UV 
light showed hardly any effect, since the initial CA was too high 
to induce a wetting transition upon irradiation and merocyanine 
formation (see Figures S7 and S8, Supporting Information).

Furthermore, responsive molecules on the outer surface 
of the mesoporous films are necessary to induce noticeable 

changes in wettability and water imbibition upon UV light 
exposure. By removing the amino groups on the outer sur-
face using a CO2 plasma treatment according to Babu et al.,[32] 
prior to spiropyran grafting followed by the subsequent vapor 
deposition of perfluorooctyldimethylchlorosilane (PFODMCS) 
(according to a previous publication[26b]), a similar degree of 
hydrophobicity to that after normal spiropyran binding was 
achieved (see Figure S9, Supporting Information). Exposure to 
UV light did not show major CA changes for this functionaliza-
tion strategy, which can be attributed to the absence of photos-
witches on the outer mesoporous film surface (see Figure S10, 
Supporting Information).

2.1.2. Light-Gated Droplet Coalescence and Heat Absorption

Envisioning a surface that is able to manipulate, for example, to 
collect droplets while simultaneously filtering them, requires 
not only the control of water imbibition but also simultaneous 
control of droplet coalescence. The described photoresponsive 
contact angle change is able to induce light-triggered droplet 
coalescence while triggering water imbibition. To capture 
details of this process, such as the time dependence and the 
influence of the contact line shape, high-speed imaging from 
the top and side views was applied. To test for changes due 
to the fluid properties, experiments were performed using 
water and glycerol droplets, and both showed similar initial 
CAs (Figure 3; and Figure S11, Supporting Information). The 
spreading process took almost 4 s in the case of water (see 
also Videos S1 and S2, Supporting Information) and 20.5 s 
for glycerol. The time difference can be related to the higher 
viscosity of glycerin compared to water. This light-induced 
droplet spreading leads to a contact line movement of 0.3 mm 
for water and 0.15 mm for glycerin (corresponding to 11% and 

Figure 3.  a) CA of mesoporous silica thin films after spiropyran esterification (gray) (post APDMES grafting with a 0.05 wt% solution) and subsequent 
UV-Light (magenta, irradiation time = 30 s) and visible light (Vis) irradiation (gray again, irradiation time = 120 s). b) Effect of photoisomerization to the 
merocyanine form on wettability, shown by imaging a droplet from the side as well as from the top. The top view reveals imbibition in the mesoporous 
film by showing a white ring around the droplet.
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12% of the drop radius, respectively), which was accompanied 
by a contact angle reduction of ≈20° for water and more than 
10° for glycerin (see Figure S11, Supporting Information).

Not only can illumination by UV light induce droplet merging 
due to contact line movement, but it can also cause flows inside 
the drop due to light-triggered imbibition and heat uptake 
by the spiropyran chromophore (see also Videos S3 and S4,  
Supporting Information).

To visualize potential temperature changes and associated 
heat transport as well as a possible and filtering relevant fluid 
flow within the droplet upon UV irradiation, IR imaging and 
particle tracking (the setup is imaged in Figure S12, Supporting 
Information) were carried out.

The temperature-induced flows inside the droplet were visu-
alized using particle tracking, which clearly demonstrated con-
vection. Polystyrene particles, too large to enter the mesopores, 
were added to the water droplet and observed from the side. 
The convection cells were visible after 1.3 s of illumination 
as the particles started to move in an elliptical manner (see 
Video S4, Supporting Information) caused by water imbibi-
tion and light absorption, which caused an increase in surface 
temperature.

The temperature field for different irradiation times upon 
UV-light irradiation and thus merocyanine formation are 
depicted in Figure 4. UV-light irradiation induced a temperature 
increase of 1.3 °C in the dry area and a temperature increase of 
0.9 °C under the center of the droplet after 2 s. After an irradia-
tion time of 25 s, the temperature further increased by 4.6 °C 
for the dry and 4.1 °C for the wet area (Figure S13, Supporting 
Information). This temperature increase was caused by absorp-
tion of the applied UV light. As the substrate temperature 
increases faster than that of the water drops at the air–liquid 
interface, it can be assumed that this temperature difference 

leads to Rayleigh–Bénard–Marangoni convection cells inside 
the drop.[33] There are two types of forces involved.

First, when the droplet is heated from below, the surface ten-
sion is reduced. This local variation in surface tension leads 
to Bénard–Marangoni convection cells.[24b] The surface ten-
sion decreases with increasing temperature. As a result, there 
is an induced flow from the region with lower surface tension 
to the region with higher surface tension. On the other hand, 
the viscosity resists this flow. Based on these two mechanisms, 
the nondimensional Marangoni number is defined to show 
whether the Bénard–Marangoni convection cells are formed.

TMa
Tlσ

ηκ
= ∆ 	 (1)

where σT = ∂σ/∂T is the change in surface tension σ as a func-
tion of temperature T; ΔT is the temperature difference; l is 
the characteristic length, which is the height of the drop in 
this case; η is the dynamic viscosity of the fluid; and κ is the 
thermal diffusivity of the fluid.

If the Marangoni number is higher than a critical value, 
convection cells will form. If one excludes gravitational effects 
(g = 0), the critical value of the Marangoni number for a thin film 
is Mac = 81.[24b] In the studied case, the temperature difference 
after 2 s is 1.3 for the dry part and 0.9 for the wet part. Then, we 
consider that the temperature difference between the top of the 
drop and the substrate is almost 1.1 °C. Due to the physical char-
acteristics of water, the Marangoni number is 1700 ≫ Mac.

Second, the temperature gradient in the drop also gen-
erates a density gradient of liquid in different regions. The 
resulting density difference can also induce convection, called 
Rayleigh–Bénard convection. The balance of the driving 
buoyant force and dissipative viscous drag in this case is given 

Figure 4.  IR images of a 9 µL water drop on mesoporous silica thin films, showing the temperature rise due to UV light irradiation captured by IR 
cameras.
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by the nondimensional Rayleigh number (Equation  (2)). The 
onset of cells formation occurs when the Rayleigh number 
exceeds a critical value Rac.

β
νκ

=
∆ 3

Ra
g Tl

	 (2)

where g is gravity acceleration; β denotes the coefficient of 
thermal volume expansion; and ν is the kinematic viscosity.

The onset of convection for a liquid layer with a free upper 
surface (where the stress is zero) and a solid hot bottom wall 
is Rac ≅ 1100.[33] In the studied case, the Rayleigh number is 
approximately 60. Although there are geometrical differences 
between the drop and liquid film, we can exclude buoyancy as 
the driving force for convection. The dominant driving force of 
the observed convection is gradients in surface tension.[34]

Finally, the use of light-induced contact line motion to cause 
droplet coalescence is demonstrated in Figure  5. The drops 
were placed close to each other, here, at a distance of approxi-
mately 0.3  mm. Light-induced drop spreading, contact, and 
drop merging were observed. Thus, we open the path for the 
light-induced control of droplet motion, which might find 
applications in water collection. In this context, Video S5, Sup-
porting Information, also shows the coalescence of three drop-
lets with the final droplet being formed in the downward direc-
tion of the tilted surface.

Consequently, when positioned at the transition from water 
exclusion to water infiltration, the molecular switch can change 
the macroscopic wetting properties of mesoporous silica thin 
films such that the applicative potential of the materials is 
increased immensely (droplet merging, controlled water flow, 
etc.). The spiropyran specifically changes not only the wetting 
properties of the material, resulting in simultaneous changes 

in water imbibition and droplet coalescence but also the heat 
capacity and transport properties (see Figure  4). Therefore, 
Bénard–Marangoni flows, induced by heat absorption, can 
be used for filtering or to create a patterned functionalization 
inside a mesoporous matrix (see Figure S14, Supporting Infor-
mation). The literature contains exciting examples that use the 
flows in ink droplets, for example, to create conducting sur-
faces by exploiting the “coffee ring” effect and deposit carbon 
nanotubes[25c] or silver nanoparticles in ring-shaped patterns.[35] 
In a similar manner, droplet deposition and evaporation of a 
solution could be used to create patterned surface function-
alization in a porous system. Solvent infiltration accompanied 
by evaporation creates flows inside the droplet, which lead to 
an accumulation of molecules inside the porous network, as 
shown, for example, for a fluorescein-dyed water drop on a 
mesoporous silica thin film (see Figure S14, Supporting Infor-
mation). Combining the water imbibition and simultaneous 
droplet coalescence control on mesoporous layers with a pos-
sible control of the Marangoni flow or suppression of the 
“coffee ring” effect[25b] by irradiation and molecule-specific heat 
absorption opens an interesting path for droplet filtering and 
structured molecule deposition in solid host materials.

3. Conclusion

In this work, we demonstrate a simultaneous photoswitching 
wetting transition that results in light-gated water imbibi-
tion with simultaneous switching of droplet coalescence on 
mesoporous silica thin films. Therefore, it is important to place 
the initial contact angle, determined by spiropyran molecules, 
close to the Cassie–Wenzel transition contact angle. Contact 
angle changes of ≈30° have been induced exclusively by light 

Figure 5.  Droplet merging on mesoporous silica thin films caused by photoisomerization of spiropyran (top and sideview, scale bars = 1 mm).
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irradiation, resulting in a transition from water exclusion to 
water imbibition. Furthermore, it was shown that the irradia-
tion of the spiropyran-modified mesopores caused an increase 
of 4–5 °C in the surface temperature. In combination with the 
light-triggered water imbibition, this leads to convection cells 
inside the droplet, which enables controlled molecule depo-
sition or filtering in the mesoporous matrix. In general, the 
results shown are of the highest importance for all applications 
of mesoporous films or coatings that are based on solid–liquid 
interactions; for example, in nanofluidic devices, the light 
switch can be used to control the flow of ions or other small 
molecules. In particular, mesoporous films or coatings with 
externally controlled wetting transitions allow simultaneous 
droplet coalescence and filtering, presenting a further concept 
for future water management strategies.

4. Experimental Section
Reagents: Pluronic F127, N-hydroxysuccinimide 98  % (NHS), 

anhydrous dimethylformamide (DMF) 99.8  %, 2,6-lutidine, 
2,3,3-trimethylindolenine 98  %, and 3-aminopropyltriethoxysilane 
99  % (APTES) were purchased from Sigma–Aldrich. Tetraethoxysilane 
(TEOS), 2-hydroxy-5-nitrobenzaldehyde and 3-iodopropionic acid 
were purchased from Alfa Aesar. Ethanol (absolute), anhydrous 

2-butanone and anhydrous acetonitrile 99.8  % were purchased 
from Merck Millipore. 3-Aminopropyltriethoxysilane (APTES) and 
3-aminopropyltrimethoxysilane 95  % (APTMS) were purchased from 
Acros Organics. 3-Aminopropyldimethylethoxysilane (APDMES) and 
3-aminopropyldimethylmethoxysilane (APDMMS) were purchased from 
Fluorochem. Dry toluene (max. 0.005% water) was purchased from 
Applichem. All chemicals were used as received unless otherwise noted.
Synthesis of 1-(2-carboxyethyl)-2,3,3-trimethyl-3H-indol-1-ium-Iodide (SP-I): 
SP-I was synthesized according to a modified procedure from the litera-
ture.[36] Briefly, in a dry Schlenk flask, 5.4 g (25 mmol) of 3-iodopropionic 
acid was dried under vacuum for 30 min before 4 mL of dry 2-butanone 
and 4 g (25.3 mmol) of 2,3,3-trimethylindolenine were added in the coun-
terflow of nitrogen. The reaction was heated to reflux and stirred under a 
nitrogen atmosphere overnight. The orange-red precipitate was dissolved 
in a minimum amount of water and extracted four times with dichlo-
romethane. Subsequently, the united organic phase was extracted once 
with water. Under reduced pressure, the aqueous solution was concen-
trated until a yellow-orange salt is obtained (yield 98 %) (Scheme 1). The 
product was characterized by 1H-NMR. 1H NMR (300 MHz, DMSO-d6, δ) 
8.02–7.94 (m, 1H, a), 7.87–7.80 (m, 1H, b), 7.62 (dd, J = 5.8, 3.1 Hz, 2H, c),  
4.65 (t, J = 7.0 Hz, 2H, d), 2.98 (t, J = 7.0 Hz, 2H, e), 2.86 (s, 3H, f), 1.53 
(s, 6H, g).

Synthesis of 3-(3’,3’-dimethyl-nitrospiro[chromene-2,2’-indoline]-1’-yl)
Propionic Acid (SP-II): SP-II was synthesized according to a modified 
procedure from the literature.[36] First, 20  mL of dry 2-butanone was 
added to a dry Schlenk flask containing 3.5  g (9.8  mmol) of SP-II. 
Afterward, 1  mL of freshly distilled piperidine and 1.68  g (10  mmol) 

Scheme 1.  Synthesis of SP-I, SP-II, and SP-III.
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of 2-hydroxy-5-nitrosobenzaldehyde were added, whereupon a dark-
violet solution was formed. The reaction mixture was refluxed for 5  h. 
Subsequently, the heat was removed, and the reaction mixture was 
stirred overnight under protection from light. Overnight, the reaction 
mixture changed color to red-brown and contained a yellow-brown 
precipitate. The solid was collected by filtration and washed with cold 
2-butanone and methanol. A shiny yellow-green solid was obtained 
(yield 56  %) (Scheme  1). The product was characterized by 1H-NMR. 
1H NMR (300 MHz, DMSO-d6, δ) 11.38 (s, 1H, m), 7.40 (d, J = 2.8 Hz, 
1H, a), 7.18 (dd, J = 9.0, 2.8  Hz, 1H, b), 6.39 (d, J = 10.4  Hz, 1H, c), 
6.35–6.27 (m, 2H, d), 6.08–5.93 (m, 2H, e+f), 5.88–5.81 (m, 1H, g), 5.18 
(d, J =  10.4 Hz, 1H, h), 2.76–2.54 (m, 2H, i), 1.86–1.56 (m, 2H, j), 0.37 
(s, 3H, k), 0.26 (s, 3H, l).

Synthesis of 2,5-dioxopyrrolidin-1-yl 3-(3’,3’-dimethyl-6-
nitrospiro[chromene-2,2’-indolenine]-1’-yl)Propanoate: (SP-III): SP-III was 
synthesized according to a modified procedure from the literature.[37] 
In a dry Schlenk flask, 0.5  g (1.35  mmol) of SP-II, 0.27  g (1.28  mmol) 
of N,N-dicyclohexylcarbodiimide (DCC), and 0.16  g (1.4  mmol) of 
N-hydroxysuccinimide were dried under vacuum for at least 30  min. 
Afterward, the three solid components were dissolved in 13.5  mL of 
dry dimethylformamide (DMF), and the reaction mixture was stirred 
overnight at room temperature. The DMF was removed in vacuum, 
and the remaining violet solid residue was dissolved in 20 mL of ethyl 
acetate. The organic phase was extracted with 15  mL of a saturated, 
aqueous sodium bicarbonate solution and then washed three times 
with water. The organic layer was dried over magnesium sulfate and 
concentrated under vacuum, leaving behind a pale brown solid. The 
raw product was purified by recrystallization from ethyl acetate and 
petroleum ether (n-pentane). A yellow solid precipitated overnight 
(4 °C) as the final product and was obtained by filtration (yield 61  %) 
(Scheme  1). The product was characterized by 1H-NMR. 1H NMR 
(300  MHz, Chloroform-d3, δ) 8.08–7.95 (m, 2H, a), 7.21 (dd, J = 7.7,  
1.3  Hz, 1H, b), 7.11 (ddd, J = 7.2, 1.3, 0.5  Hz, 1H, c), 6.98–6.88  
(m, 2H, d), 6.75 (dt, J = 8.3, 0.8 Hz, 1H, e), 6.62 (d, J = 7.7 Hz, 1H, f), 5.92  
(d, J = 10.3 Hz, 1H, g), 4.23–3.99 (EE), 3.76 (dt, J = 14.9, 7.4 Hz, 1H, h), 
3.56 (ddd, J = 15.0, 7.2, 5.6 Hz, 1H, i), 3.04 (dt, J = 16.2, 7.3 Hz, 1H, j), 2.83  
(s, 4H, k), 2.04 (s, EE, DCU), 1.27 (s, 3H, l), 1.19 (s, 3H, m).

Mesoporous Thin Film Preparation: Mesoporous thin silica films were 
prepared by sol-gel chemistry using Pluronic F127 as a template in the 
presence of tetraethyl orthosilicate TEOS as a precursor. The precursor 
solution contained the following molar ratios: 1  TEOS: 0.0075  F127: 
10 H2O: 40 ethanol: 0.28 HCl (37%). The solution was stirred overnight 
before being used for dipcoating to produce thin films with a withdrawal 
speed of 2 mm s−1. The thin films were deposited on glass, indium tin 
oxide (ITO, Delta Technologies) or silicon wafer (Si-Mat) substrates at 
a relative humidity (RH) of ≈50% and a temperature of ≈23 °C. Freshly 
deposited films were kept under these climate conditions for at least 1 h 
before being thermally treated. The films underwent two consecutive 
stabilization steps by being heated to 60 °C in 10 min and maintained 
this temperature for 1  h. Afterward, the temperature was increased to 
130 °C in 10  min and again maintained for 1  h. Next, the temperature 
was increased to 350 °C at a rate of 1 °C min−1 and maintained for 2 h 

to burn out the organic template. Finally, the samples were rinsed with 
ethanol, producing films with pore diameters of 6–8 nm, thicknesses of 
≈130–250 nm and a porosity of ≈50% measured by ellipsometry.[38]

Surface Grafting of Aminosilane: The mesoporous thin films were 
immersed in a solution of wt%-aminosilane (APTES, APDMMS, 
APDMES) in dry toluene and stored in this solution for different periods 
of time at 80 °C (Scheme 2). Subsequently, the samples were rinsed with 
toluene and ethanol and extracted in ethanol.

Grafting of SP-III to Silica Surface: In a dry Schlenk flask, 30  mg of 
SP-III was dissolved in 30 mL of anhydrous acetonitrile. Afterward, four 
drops of freshly distilled 2,6-lutidine were added. The solution was used 
to overlay the amine-functionalized samples in a separate dry Schlenk 
tube. The samples were stored overnight in the solution with light 
excluded and under a nitrogen atmosphere (Scheme  3). Subsequently, 
the samples were rinsed and extracted in acetonitrile and stored in the 
dark until use.

Ellipsometry: Ellipsometry measurements were performed on 
reflecting silicon wafers (Si-Mat) using a Nanofilm Model EP3 imaging 
ellipsometer to determine the film thicknesses and refractive indices of 
the mesoporous thin films before and after functionalization. Therefore, 
one zone angle of incidence (AOI) variation measurements were 
captured between 38° and 68° in steps of 2° with a laser of 658 nm. The 
apparent film thicknesses and refractive indices were calculated from  
the measured ellipsometric angles Ψ and Δ, using the EP4 analysis 
software supplied with the instrument. The measured data were fitted 
with a one-layer box model. The fitting range covered a film thickness 
from 100 to 250  nm and a refractive index range of 1 to 1.5. All films 
were measured at three identically marked positions before and after 
functionalization. Changes were calculated for each specific position 
followed by mean value and error determination. To determine the 
porosity from the refractive indices, the Brüggemann effective medium 
approximation was used. Standard ellipsometry measurements were 
performed at an RH of 15%.[39]

UV–Vis Spectroscopy: UV–vis and kinetic measurements of spiropyran 
and/or spiropyran-modified surfaces were performed by a Cary 
60  UV–vis spectrometer (Agilent). The data were recorded by Agilent 
Cary WinUV-Software. All data were background corrected prior to each 
measurement.

Scheme 2.  Grafting of different amino silanes (APTES, APDMMES, 
APDMES) to mesoporous silica.

Scheme 3.  Grafting of SP-III to amine-functionalized mesoporous silica.
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Contact Angle: Contact angles (CA) were measured as deposited with 
an OCA 35 device by DataPhysics using the SCA 4.5.2 software and the 
sessile drop method under standard atmosphere (T = 23 °C, RH = 50%). 
A drop volume of 2  µL was used, and the CA value was obtained by 
fitting the droplet shape using the approximation algorithm of the 
SCA software. The mean CA was measured for at least five droplets. 
The droplets were then removed from the sample, and after cleaning 
with ethanol (+ drying), the sample was exposed to light (see below for 
details) before the next measurements were performed.

Irradiation of the Samples: The surfaces were illuminated with 
a Lumatec lamp Model Superlite including different cutoff filters 
(λUV  = 320–400  nm, I = 11.8  mW*cm−2 and λVis,green  = 550  nm, 
I = 11.8 mW*cm−2). The samples were irradiated at a distance of 3.0 nm 
and an angle of 45° to the sample, if not otherwise noted. To achieve 
the maximum amount of merocyanine, the samples were irradiated for 
at least 30 s with UV light (determined by UV–vis measurements, see 
Figure S1a, Supporting Information). For backswitching, the samples 
were irradiated with visible, green light for at least 120 s (determined by 
UV–vis measurements, see Figure S1b, Supporting Information).

High Speed and IR Imaging System: To capture the contact line and 
contact angle changes, the test section was observed from the top and 
side by a high-speed camera (Photron miniAX200 with a 2X F mount 
and a maximum 12X zoom lens from NAVITAR Co.). For homogenous 
illumination, an LED lamp (SCHOTTKL 2500 LED) along the diffuser 
sheet was employed. For particle tracking experiments, polystyrene 
particles (PS/Q-R-L2580 microparticles GmbH) were used. For the 
temperature field on the substrate, an IR camera (VarioCAM HD 600, 
InfraTec GmbH) was used.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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