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ABSTRACT We introduce a new scheme for the detection of terahertz pulses based on the frequency
selective optoelectronic downconversion of its individual modes with a continous-wave (CW) ErAs:InGaAs
photoconductive antenna (PCA) driven by a comb-based CW photonic signal. The detection scheme can
be used as metrology tool for the analysis of the fundamental resolution and stability limits of terahertz
pulses and the mode-locked-lasers (MLLs) that drives them, as well as an ultra-high-resolution measurement
technique for terahertz components or gas spectroscopy. We demonstrate both applications by measuring the
linewidth of two frequency components of the particular terahertz pulse analyzed here (one at 75 GHz and
one at 340 GHz) and by measuring a very narrowband filter between 70 and 80 GHz. The main advantage
of this technique with respect to other terahertz pulse detection schemes is its capability of performing ultra-
high-resolution measurements without the need of unpractically long scanning ranges or synchronization of
two MLLs.

INDEX TERMS CW photoconductive detectors, ErAs:In(Al)GaAs photoconductors, FreSOD, noise in

mode-locked lasers, pulsed terahertz emitters, frequency metrology.

I. INTRODUCTION

Photonic terahertz pulsed systems, also known as terahertz
time-domain spectrometers (TDS), have become a powerful
tool for non-destructive testing. Their wide bandwidth cov-
erage and real-time capabilities have made them valuable
tools for thickness determination of optically-opaque thin
layers [1], gas spectroscopy and sensing [2], and quality
control of pharmaceuticals [3].

Most modern TDS systems use a single mode-locked
laser (MLL) with a repetition rate that ranges between several
tens of megahertz and a few hundreds of megahertz in order
to generate an optical pulse with a duration of several tens of
femtoseconds. This optical pulse is rectified by a photocon-
ductive antenna (PCA) acting as an emitter, producing a pulse
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with a bandwidth that ranges from DC to several terahertz.
The emitted terahertz pulse is then received by a second
PCA acting as a receiver, which further receives a delayed
version of the original optical pulse. This PCA mixes the two
pulses, producing a DC current whose value depends on the
relative time delay between them, a process that can actually
be seen as a convolution in the time domain. To resolve
the temporal structure of the terahertz pulse, a mechanical
delay stage scans the time delay between terahertz and optical
pulse. The resolution, in time and frequency, depends on the
delay interval, and on the number of acquired points during
the scan. Due to limited scanning range of the mechanical
delay stages, and the associated reduction in dynamic range
for extremely long scanning ranges, the resolution in these
systems is typically limited to a few gigahertz [4].

Variants of the TDS systems include electronically con-
trolled optical sampling (ECOPS) [5], [6] and asynchronous
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optical sampling (ASOPS) [7]. Both of these schemes use
two synchronized MLLs, one of them is sent to the emitting
PCA, while the other one, featuring a slightly different repe-
tition rate, is sent to the receiving PCA. The slight difference
in repetition rates Af, causes a time delay of (Af,ep)’1
between the pulses, a feature that can be exploited to sample
the emitted terahertz pulse using the optical pulse sent to the
receiver. This removes the need of a mechanical delay stage.

Although the acquisition speed is increased by several
orders of magnitude, the implementations of ECOPS or
ASOPS achieve frequency resolutions comparable to the ones
obtained with traditional pulsed systems. The highest fre-
quency resolution demonstrated with ASOPS is 82.6 MHz,
obtained using an acquisition time of 10 seconds [7]. Other
implementations have achieved resolutions of around 1 GHz
using an acquisition time of 1 second [8]. However, they
require the synchronization of two MLLs, which results in
complex synchronization electronics and tend to make the
system rather expensive.

Less complex implementations using a single-cavity
laser emitting two coherent optical pulses with counter-
propagating directions [9], or having two different wave-
lengths [10], have also been demonstrated to be stable enough
to reach a resolution around 1 GHz. Still, their operation is not
straight-forward.

All of these detection schemes measure the terahertz pulse
envelope, not its actual spectral structure. Indeed, the optical
pulses generated by the MLLs driving the PCAs have a dis-
crete spectral structure, and so the resulting terahertz pulses.
However, the limited spectral resolution of the aforemen-
tioned detection schemes normally prevents the identification
of such discrete spectral components.

Here, we present a scheme for the optoelectronic detec-
tion of terahertz pulses that allows us to see their spectral
structure with a resolution way below the common Fourier
limited resolution, given by the time window used to acquire
the envelope of the detected pulse. We employ two lines
of an electro-optically (EO) generated frequency comb to
produce a continuous wave (CW) terahertz signal that acts
as a photonic local oscillator for the optoelectronic down-
conversion of the individual frequency components of a
terahertz pulse. We therefore call this scheme Frequency
Selective Optoeletronic Downconversion (FreSOD), which
is only feasible thanks to the recent developments in
telecom-wavelength compatible PCAs [11]-[15]: when act-
ing as emitters in pulsed operation, telecom-wavelength
PCAs are now capable of delivering powers in excess
of 0.5 mW [16], while CW receivers have shown noise
equivalent powers (NEPs) as low as 1.8 fW/Hz [17]. For
this particular implementation, we have used state-of-the-
art ErAs:In(Al)GaAs PCAs, which have shown an excellent
performance in both CW and pulsed operation.

Although purely electronic schemes for the detection of
terahertz pulses have already shown their discrete spectral
structure [18], their true resolution was still limited by the
phase noise inherent to the detection process [19]. Moreover,

95392

they were implemented with terahertz electronic sources,
making the scheme difficult to tune or to scale in frequency.

The detection scheme presented here is not limited by
the phase noise of the detection process, at least not for
frequencies above 300 GHz, as we will demonstrate here.
This makes it a valuable tool for metrology. In particular,
the proposed scheme can be used to measure the phase noise
behaviour of the individual components of a terahertz pulse in
order to determine its ultimate resolution and stability limits,
parameters that are also relevant to study the noise behaviour
of the MLLs driving the TDS systems. Since the scheme
does not require the use of terahertz electronic sources, it is
frequency-scalable and widely tunable. A feature that makes
the implementation of high-resolution spectroscopic mea-
surements straight-forward.

As a matter of fact, when a metrologic characterization of
the terahertz pulse is not required, the detection scheme can
be implemented using simple narrow linewidth CW lasers
instead of a comb-based CW system. This would still allow
to perform spectroscopic measurements with a much higher
resolution than that exhibited by any of the TDS implemen-
tations, but at a lower cost.

The article is structured as follows. The theoretical frame-
work describing the spectral structure of terahertz pulses as
well as the basic principles of the CW-based detection scheme
proposed here are presented in Section II. Section III shows
its experimental demonstration by measuring the spectral
characteristics of two different spectral components of an
analyzed terahertz pulse as well as an application exam-
ple consisting of a narrow-band filter measurement in the
70-80 GHz range. Finally, future prospects of the technique
are discussed in Section IV.

Il. THEORETICAL FRAMEWORK
The electric field of the optical pulse generated by a MLL
Epy (1) can be described as a sum of N modes
N-1
EpL(t) = Z EPL”1ei(a)PL+nAw)t+i9,,(t) 1)
n=0
where 7 is the mode index, Epy. ,, and 6,(¢) the field strength
and the timing jitter associated with mode n, respectively,
wpr, = 2mfpr the lowest angular frequency contained in the
pulse, and Aw = 2x Af the mode spacing [20]. NAf is
the bandwidth of the optical pulse, and it is what determines
the pulse duration when no chirping is present, as we have
assumed here for simplicity.
The optical intensity is given by Ipy () = EPL(t)E;';L(t),
resulting in
N-1
Ip(t) = IpLo + Y Ip.acos(Awnft + ¢u(t))  (2)
n=1
where Ipr o is the average intensity, Ipr , the intensity of
mode n, Aw, = nAw, and ¢,(¢) the timing jitter associated
with the degree of coherence between optical modes with a
separation of n.
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The photoconductive material in the PCA absorbs the
energy in the optical pulse at a rate given by Ipy (¢), resulting
in the excitation of an electron-hole pair carrier density n,;(¢)
that follows the optical pulse intensity envelope [21], i.e.

npi(t) ~ Ipp(2). 3)

As indicated by Eq. 2 and 3, the frequencies of the modes
generated in the PCA are the result of the frequency dif-
ferences that exist between the modes of the optical pulse.
Consequently, n,,;(t) does not possess a carrier envelope off-
set. However, like in an optical frequency comb, each of
the modes in ny,(t) does possess a very narrow linewidth.
This is because all the modes are phase-locked given that
they all share the same origin: the MLL driving the PCA.
In fact, the linewidth of the modes in 7,;(¢) is an indication
of the degree of phase-locking, or coherence, between optical
modes sharing the same frequency difference. Therefore, its
characterization is a useful tool for the analysis of the phase
noise behaviour in MLLs.

Applying a DC bias Upc to the PCA transforms n,() into
a net drift current density jj;(¢), whose magnitude is given by

Jpi(t) ~ np(t)evp 4

where e is the electron charge, and v, the drift velocity, with
an approximate value of

Upc
doy

Vpl = LAC )

uac being the AC charge mobility of the respective carrier
type, and dy the length of the field line that accelerates
the charge. In the following, we neglect the actual carrier
dynamics of the photoconductive material in the PCA [22].
We continue with average values for the velocities and we
also neglect hole contributions as these are very small due to
their large effective mass as compared to that of the electrons.
Thus, we can assume that the electric field amplitude of the
pulse emitted by the PCA ey,(t) is proportional to the current
density fed to the antenna [22], hence

N—1
epi(t) ~ Y eplncos (Awyt + (1)) 6)

n=1
where ey, ~ jpi,n- The proportionality constant is related
to the radiation resistance of the antenna and may include
frequency-dependent lifetime and RC roll-offs. As opposed
to the usual understanding of a terahertz pulse as an
ultra-broadband signal without any spectral substructure,
Eq. 6 shows that the pulse is in fact composed of discrete
modes with a mode spacing given by the repetition rate Aw,
a representation that can also be seen as its Fourier series.
Indeed, what we have is an unstabilized terahertz frequency
comb if the MLL is just passively locked.

The CW receiver consists of a PCA whose photoconduc-
tive material absorbs the energy of two CW laser signals with
a frequency offset fj,. As in the previous case, the excitation
of electron-hole pairs by the laser signals results in a carrier
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density 7., that follows the optical intensity envelope, which
for the two CW laser signals of this case results in

Rew(t) = ng + nge cos (wiot + Pio(1)) (7

where ng is the excited DC carrier density, n, the coefficient
of its AC counterpart, wj, = 27f}, and ¢;,(¢) the timing jitter
associated with the degree of coherence between the two CW
optical modes.

Like in the pulsed case, an applied bias generates a current
density out of the optically generated carrier density. Here,
however, the bias originates from the terahertz field ey ()
received by the antenna incorporated in the CW PCA. This
causes a modulation of the drift velocity v, (r) ~ ep(2),
which in turn produces a drift current density j., () with
magnitude

Jew(t) ~ ncw(t)epl(t)- (8)

Thus, j(t) will be composed of three sets of terms

N-1
Jew(®) ~ D" epin cos (Awnt + ¢u(1))
n=1
N-1
+ Y eptncos (Awy — o)t + $at) — dio(0))
n=1
N-1
+ Y epncos ((Awy + @10l + ¢u(t) + Pio(0)). (9)
n=1
where, again, the proportionality constants are related to the
radiation resistance of the receiving antenna and to the RC
and lifetime roll-offs. Almost all terms in Eq. 9 lie outside
the detection bandwidth Awy,,, which typically ranges from
DC to a few MHz at best, depending on the post-detection
electronics connected to the CW PCA. Only the terms with
a frequency that is low enough to be within Awg,; can be
amplified by the post-detection electronics, i.e. only the terms
that result from the frequency differences can be detected.
This occurs if

Awger > |wjp — Awy|. (10)

Therefore, appropriate choice of w;, allows only one mode
of the terahertz pulse to be detected, resulting in a detected
current iges(t) given by

ider(t) ~ €pl,n COS ((Awn — wip)t + ¢det(t)) (11)

where ¢ge(t) = du(t) — Pio(2) is the total timing jitter in the
detected signal. Although the timing jitter is a stochastic vari-
able that fully characterizes the phase noise of a CW signal, its
long-term mean and its long-term variance do not converge.
Therefore, we will use its short-term versions, in particular,
its short-term variance o> and short-term standard deviation
oy, for our analysis.1

I The short term variance is also known as cycle-to-cycle jitter, and it only
measures the variance of each period with respect to the average of a short
period of time. It does not consider long-term drifts. It is also possible to
analyze the long-term variations of the phase, but one needs to use the Allan
deviation instead.
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For the case o5(¢j,) K 05(¢n), 05(dder) 1S @ good measure
of the timing jitter, or phase noise, in the selected mode of
the terahertz pulse. Otherwise, the standard deviation of the
detected phase is given by

05(Pder) = /03 (D10) + TF(n), (12)

but even for the latter case, the average peak value of
ige: () will still be proportional to the average peak value
of ey, meaning that one can still perform measurements
with the resolution of each of the modes in the emitted
pulse, as demonstrated in [18], just without the capability of
characterizing the behaviour of o(¢;,).

Fig. 1 shows a graphical representation of the frequency
selection process in FreSOD. The main difference between
classical TDS systems and this detection technique is the
ability to resolve the individual modes of the terahertz pulse
regardless of the time window Af used. In classical TDS
systems, Ar limits the frequency resolution according to
the Heisenberg uncertainty principle AtAf > 1/2, mak-
ing almost impossible to achieve the resolution required to
resolve each individual mode.

As a detection technique, the main advantages of FreSOD
can be summarized as follows:

1) It allows a Hz-level characterization of the phase noise
of each of the individual modes in the terahertz pulse
when the phase noise in the CW signal is smaller than
that of the individual modes. Such is the case for a
comb-based CW system, at least for higher frequencies.

2) It allows to perform spectroscopy with a stepwise res-
olution equal to the frequency spacing of the modes
in the terahertz pulse, i.e. the repetition rate of the
MLL. With typical values around 100 MHz, FreSOD
resolution is already 1.5 orders of magnitude better than
the resolution of typical TDS systems, with resolutions
in the order of a few GHz.

3) When a precise phase noise characterization of the
terahertz pulse is not required, a simpler version of
the system using two simple CW lasers instead of a
comb is also possible. Such setups are less demanding
and less expensive than the fully electronic one shown
in [18] and also than ASOPS or ECOPS. In general,
standard CW laser systems offer tuning ranges between
1 THz and several THz [23], however, their increased
phase noise would require the implementation of faster
post-detection electronics able to follow the detected
signal jitter. This might increase the overall noise level,
and hence might reduce the available signal-to-noise
ratio.

Ill. EXPERIMENTAL DEMONSTRATION

In the next subsections we show the experimental demon-
stration of the two possible applications of FreSOD: the
precise phase noise characterization of terahertz pulses, and
the realization of extremely high-resolution (sub-)terahertz
measurements using terahertz pulses. In subsection A we
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FIGURE 1. Graphical representation of the mode selection process in the
angular frequency domain. The dashed rectangle represents the detection
bandwidth.

describe the two different setups used to demonstrate each of
these applications. In subsection B we show the results of the
first of such applications: a comparison between the phase
noise behaviour of the 750th mode and the 3400th mode
of the particular terahertz pulsed analyzed. In subsection C
we show the results of the second one: a high-resolution
measurement of a narrow-band filter between 70 and 80 GHz.

A. DESCRIPTION OF THE EXPERIMENTAL SETUPS

We used an ErAs:In(Al)GaAs pulsed PCA driven by a
passively locked MLL from Menlo Systems as a pulsed
emitter. The ErAs:In(Al)GaAs pulsed PCA, similar to the
one described in [14], emitted an average terahertz power
of 76 W when biased with a voltage of 200 V. The MLL had
an optical output power of 42 mW, a nominal mode spacing
of 100 MHz, a duration of less than 90 fs (as measured by
an interferometric autocorrelator) and a center wavelength
of 1560 nm. This corresponds to a bandwidth of at least
8.32 THz [20]. However, several terahertz measurements
suggest a maximum bandwidth of 6.5 THz due to losses at
the upper spectral end caused by the roll-offs of the PCAs
as well as by the absorption tails of the Reststrahlenband of
the InP substrate of the photoconductor. Therefore, we had
Af =100 MHz, NAf = 6.5 THz, and N = 65000.

For detection, we have used a CW ErAs:InGaAs PCA
similiar to the one described in [17], driven by two selected
modes of an EO generated optical frequency comb. This
photonic local oscillator had an extremely low phase-noise
and thus enabled us to use post-detection electronics with a
low noise level.

A different comb-based CW system was implemented for
each of the demonstrated applications. For the comparison of
the phase noise behaviour between the two terahertz modes,
we employed a comb-based CW system using optical injec-
tion locking for the mode selection [24]. In this technique,
adiscrete-mode laser acts as an active filter by making the res-
onant frequency of its cavity match the frequency of the mode
to be selected. This is done by manually adjusting the laser
current and temperature, while monitoring the laser output
spectrum. Locking is achieved when the laser output mode
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does not change its frequency anymore, even after the laser
temperature or its current are changed. The complete CW
system is depicted Fig. 2 (a). It consists of a discrete-mode
master laser whose output is modulated by two cascaded EO
phase modulators (EOMs). The phase modulation results in
the generation of sidebands, as mathematically described by
the Jacobi-Anger expansion [25]. The sidebands compose an
optical frequency comb in which all the modes share almost
the same timing jitter, mostly coming from the common
laser source. The optical frequency comb is then split into
two branches. In each of the two branches, a discrete-mode
laser selects the desired mode via optical injection locking.
The narrow linewidth exhibited by such lasers makes the
injection-locking filtering highly selective, allowing a very
high mode suppression ratio with excellent tuning capabili-
ties. The selected modes in each of the branches with mode
index difference m, are then combined and subsequently
amplified by an EDFA to reach 30 mW. These two selected
modes generate the CW local oscillator in the ErAs:InGaAs
PCA via the frequency-difference generation mechanism,
resulting in a local oscillator with frequency fi, = mfgr,
where frr can be chosen between 5 and 20 GHz. Afterwards,
the ErAs:InGaAs PCA was connected to a TTA with a gain of
3.3 x 10°V/A and a bandwidth of 120 kHz, and from there to
a lock-in amplifier with spectral analysis capabilities.

The gain of the injection-locked lasers drastically reduces
the phase noise introduced by the EDFA in this setup, which
only required a gain of 3 dB. This guarantees a superior
optical signal-to-noise ratio for higher local oscillator fre-
quencies, a condition that is necessary to perform an ade-
quate spectral analysis, especially in terms of phase noise.
In addition to that, the frequency-difference generation mech-
anism of the CW PCA removes all the timing jitter from
the master laser that is common to all the EO generated
modes [26], ensuring the spectral purity of photonic local
oscillator. The frequency-difference mechanism also ensures
its spectral accuracy, given that its frequency only depends on
the frequency difference between the optical modes, which is
entirely set by the RF generator. The 3-dB linewidth of the RF
generator used in this system was measured to be narrower
than 1 Hz with a frequency stability better than 0.33 Hz/s. Its
frequency accuracy is as good as its last calibration, but abso-
lute frequency accuracy can be achieved by locking the RF
generator to a frequency standard, as demonstrated in [24].
This would also improve the frequency stability.

For the high-resolution measurement of the narrow-band
filter, we used a comb-based CW system employing a
digitally tunable narrow-bandwidth optical filter for mode
selection. The digitally tunable optical filter allowed us to
perform a frequency sweep without the need to manually
tune the lasers every time the frequency is changed, although
with an increased phase noise due to the high amplification
required before and after filtering. The complete CW system
is depicted in Fig. 2 (b). It consists of a single DFB laser
whose output is amplified up to 280 mW by an EDFA, and
then split into two branches. The optical signal in the first
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FIGURE 2. (a) Schematic diagram of the comb-based CW optical system
utilized for the comparison between the phase noise behaviour of the
750th and 3400th modes. (b) Schematic diagram of the comb-based CW
optical system utilized for the measurement of the narrowband bandpass
filter. The pale red fiber represents non-PM fiber, while the bright red
represents PM fiber. The polarization between the different fibers was
matched using polarization controllers (PCs).

branch is phase-modulated by an EOM driven by a RF gener-
ator with frequency fgr. One of the modes is then selected by
the digitally tunable optical filter, and subsequently amplified
by a second EDFA. Next, the selected mode m is combined
with the main optical mode of the DFB laser carried by
the second branch, where 32.7 m of optical fiber were added
to equalize the optical lengths in both branches. The optical
signal containing the combined modes, with an optical power
of 15 mW, is used to generate CW local oscillator in the
ErAs:InGaAs PCA with a frequency fi, = mfgr. As in the
previous setup, a TIA with a gain of 3.3 x 10° V/A and a
bandwidth of 120 kHz, as well as a lock-in amplifier were
used as post detection electronics.

It might be tempting to think that the interferometric
structure of the systems shown in Fig. 2 might have gen-
erated additional power fluctuations. However, the optical
signal travelling in each of the branches had a different fre-
quency, making interference-based fluctuations not a signifi-
cant problem.

B. APPLICATION 1: COMPARISON OF THE PHASE NOISE

BETWEEN THE 750" AND THE 3400th TERAHERTZ MODES
In the previous section, the phase noise of a given terahertz
mode and that of the CW local oscillator were represented
in time domain by the timing jitter, given by ¢,(f) and
dew(t), respectively. In particular, we centered our attention
on their short-term statistics, and the condition established
for the short-term statistics of ¢g.+ () to be a good indicator of
the short-term statistics of ¢, (¢) was that o3(¢.y) K os(dp).
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In practice, the short-term timing jitter statistics are somewhat
difficult to measure in the time domain, so we will use the
corresponding linewidth in the frequency domain instead,
as it can be easily measured using a spectrum analyzer.

The relationship between short-term timing jitter statistics,
phase noise and linewidth has been studied extensively. Here,
we will adopt the simplified relationship proposed in [27],
in which the phase noise, or more precisely, the phase noise
spectral density, L(f) is expressed as

_t ¥
(82 + 12

where 2§f is the full width half maximum (FWHM) linewidth
of the signal and f is the offset from the center frequency.
We have implicitly assumed a Lorentzian line shape for sim-
plicity here, however, a corresponding expression can also be
obtained for a Gaussian line shape.

In an equivalent manner, the phase noise can also be written
as a function of the short-term timing jitter variance GSZ(Q’)),
resulting in

L) (13)

02 (bae)f?

£ ="

where f. is the center frequency of the signal. Equating Eq. 13
and Eq. 14, and measuring the phase noise in a time scale in
which f >> 8f allows one to write the FWHM linewidth as

8f ~ wf 02 (Puer). (15)

Therefore, for a given frequency, a small linewidth is
directly proportional to a small short-term timing jitter vari-
ance. This means that the requirement of having a local
oscillator with a much smaller timing jitter variance or stan-
dard deviation than that of the mode to be analyzed can be
directly translated as having a local oscillator linewidth much
narrower than that of the mode to be analyzed.

Here, we analyzed the linewidth of two emitted terahertz
modes whose frequency was far enough apart to exhibit a sig-
nificant difference: the 750 and the 3400 mode. For each of
the modes, we recorded the downconverted power spectrum
obtained using the CW setup of Fig. 2 (a). A sample spectrum
of the optical signal used to generate the CW local oscillator
for the downconversion of the 3400 mode is shown in Fi g.3,
highlighting the high frequency capabilities of the injection-
locked-based CW system.

Fig. 4 shows the downconverted spectrum of the 750"
mode. For this measurement Af = 99.888834 MHz, as mea-
sured by a fast photodiode connected to a spectrum analyzer.
This indicated that its actual frequency was 74.9166255 GHz.
Hence, we set frr to 7.49166025 GHz, and m to 10. This
resulted in a local oscillator frequency of 74.9166025 GHz
and an intermediate frequency of around 23 kHz. Corre-
spondingly, the center frequency of the spectrum analyzer
integrated in the lock-in amplifier was set to 23.25 kHz,
the resolution bandwidth to 0.817 Hz, and the sweep time
to 1.22 s. A FWHM linewidth of 1.8 Hz was found to fit

(14)
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FIGURE 3. Optical spectrum of the selected modes for the CW local
oscillator generation used to downconvert the 3400 mode obtained
using the experimental setup of Fig. 2(a).
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FIGURE 4. Downconverted power spectrum of the 750th mode located at
74.9166255 GHz. Resolution bandwidth: 0.817 Hz. Sweep time: 1.22 s.
FWHM linewidth: 1.8 Hz.
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FIGURE 5. Downconverted power spectrum of the 3400t" mode located

at 339.6209272 GHz. Resolution bandwidth: 1.63 Hz. Sweep time: 0.61 s.
FWHM linewidth: 20 Hz.

the spectrum. Given that the measured spectrum is the con-
volution between the local oscillator spectrum and the 750"
mode spectrum, as expressed in the time-domain by Eq. 12,
and that the local oscillator linewidth is also on the Hz level,
the value of 1.8 Hz can only be considered as an upper limit
for the linewidth of that mode. An RF generator with a better
phase noise performance would have been needed to perform
a more accurate characterization.

Fig. 5 shows the downconverted spectrum for the 3400
mode. In this case, Af = 99.888508 MHz, i.e. 326 Hz
lower than for the previous measurement due to the ran-
dom drifts in the passively-locked MLL long-term phase
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FIGURE 8. Comparison between the peak detected currents with (black)
and without (blue) filter on the terahertz path. The dashed red line
represents the detection limit for this measurement.
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FIGURE 9. Comparison between the power transmission coefficient
obtained with FreSOD (black dots) and the one obtained with a
commercial TDS system (blue line). One point of the TDS measurement is
larger than one due to the imperfections of the TDS technique at such
low frequencies as discussed in the text.

reflections appear as echoes in the time domain, i.e. as copies
of the main pulse that repeat themselves in time and that
can be time-gated. In FreSOD, those undesired reflections
appear as superimposed oscillations directly in the frequency
domain. Since the scanning range for our TDS measure-
ment was limited to 400 ps, part of the information for
some of the frequency components is missing, resulting in
a decreased accuracy, causing the transmission coefficient
obtained with the commercial TDS system to be higher than
one at 73.7 GHz. Additionally, we must also consider that
TDS systems might turn inaccurate below ~ 150 GHz, par-
ticularly, because the waves at those frequencies exhibit very
long periods, and the windowing required to obtained the
spectrum might modify the results for such low frequencies.

All in all, the comparison between the TDS and the
FreSOD measurement clearly shows the advantages of
the superior resolution, which is far beyond the classical
Fourier-transform (or Heisenberg)-limited resolution of tra-
ditional TDS systems.

IV. CONCLUSION

We have experimentally demonstrated the frequency selec-
tive optoelectronic downconversion of the individual modes
composing a terahertz pulse using ErAs:In(Al)GaAs PCAs.
In particular, we have used an ErAs:In(Al)GaAs pulsed PCA
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driven by a passively-locked MLL as a terahertz pulsed
emitter, and a ErAs:InGaAs PCA driven by a comb-based
CW system as a downconverter. With this configuration,
we have shown a stepwise frequency resolution smaller than
100 MHz, which is about 1 order of magnitude better than the
resolution achieved with the same emitter in a TDS system.
Additionally, we have shown that the emitted modes using
this particular pulsed system can have a linewidth as narrow
as 20 Hz for frequencies as high as 340 GHz.

The frequency coverage of our comb-based CW imple-
mentation is limited by the maximum achievable frequency
of the CW system and by the available terahertz power in
each of the modes of the terahertz pulse. Both factors can
be significantly improved. Similar EO generated frequency
combs with a frequency coverage of around 1 THz have
already been demonstrated [32], while pulsed PCAs emitting
terahertz powers almost one order of magnitude higher than
the one used here have also been shown [16]. This would
allow a thorough characterization of the phase noise evolution
of the several thousands of modes composing the terahertz
pulses generated by passively locked MLLs. Such charac-
terization could help in the development of accurate noise
models for passively-locked MLLs, not only for terahertz
pulses. Even though we have only analyzed the short-term
phase noise characteristics in this article, it is also possible
to analyze the long-term characteristics with the same tech-
nique by locking the comb-based CW terahertz system to a
frequency standard [24].

Thus, the combination of passively stabilized terahertz
combs, i.e. terahertz pulses, and CW terahertz systems
enables a new class of spectroscopic systems with stepwise
frequency resolutions as small as the repetition rate of the
terahertz comb. This, without the need of unpractically long
scanning ranges, mechanical delay stages or dual frequency
comb systems. Indeed, significantly simpler versions of Fre-
SOD can be constructed by replacing the comb-based CW
system by two independent narrow-linewidth CW lasers as
long as the detection bandwidth is significantly higher than
the CW-terahertz signal linewidth. This is easily achievable
with external cavity lasers, exhibiting linewidths as low as
5 kHz [26].
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